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1. I N T R O D U C T I O N 
1.1. GENERAL INTRODUCTION AND AIM OF THIS STUDY 
The adsorption of macromolecules from solution onto solids is not merely of 
academic interest but it is also a basic phenomenon in many applied processes. 
For example adsorbed macromolecules can play a decisive role as stabilizers 
of colloidal dispersions (LYKLEMA 1968, VINCENT 1974), but also as flocculants 
(KITCHENER 1972), they are of great importance for the action of adhesives 
(PATRICK 1967, SCHRADER and BLOCK 1971) and lubricants (FORBES et al. 1970) 
and can be used as soil improvers (GREENLAND 1972). To a large extent, these 
applications are based upon two characteristic features : 
1. The adsorbed molecules are firmly attached to the surface due to their 
ability to form multiple adsorption bonds, and 
2. an adsorbed polymer layer usually has a considerable thickness, giving 
rise to an interfacial zone with special properties. 
To gain insight into these phenomena and in the factors influencing them 
much work has been done, both experimental and theoretical. See for instance 
reviews by PATAT et al. (1964X STROMBERG (1967), SILBERBERG (1971), LIPATOV 
and SERGEEVA (1974,1976) and ROE (1974). 
Although not generally recognized, polymer adsorption from aqueous 
solution is especially significant. More often than not, particles dispersed in 
aqueous solution carry a charge on their surfaces. This charge, together with 
its counterpart in solution around the particle, forms an electrical double 
layer. Consequently, polymers adsorbed on such particles are as a rule situated 
in this electrical double layer, which may have important implications for 
either or both the adsorbed polymer and the electrical double layer. It is this 
neglected field of study that the present thesis is concerned with. Our aim is to 
investigate how the double layer properties of charged particles are influenced 
by the presence of adsorbed polymer molecules and to obtain information on 
the conformation of the polymer layer from observed alterations in the double 
layer properties. In particular this latter aspect may conveniently be studied if 
a neutral polymer is chosen, which does not strongly interact with the charges 
in the double layer. The basic principle, of such a study lies in the possibility 
of controlling the thickness of the solution part of the electrical double layer. 
At high electrolyte concentration (e.g. 10 - 1 M) this layer is very thin. Changes 
in its properties due to adsorbed polymer molecules are then essentially caused 
by alterations in this thin region, thus reflecting the presence of segments in 
direct contact with the surface. On the other hand, at low electrolyte concen-
tration (e.g. 10"3 M) the solution part of the electrical double layer is merely 
diffuse and comparable in thickness with an adsorbed polymer layer. Changes 
in the double layer properties under these conditions may then be associated 
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with the presence of loops* and tails* of polymer dangling in the solution 
phase. The information thus obtained has a relatively wide range of appli-
cability: it is for instance of particular interest of the explanation of polymer 
induced stability in aqueous dispersions. 
1.2. POLYMER ADSORPTION 
Unlike the isotherms observed for the adsorption of low molecular weight 
species, those for polymers are relatively uninformative. In addition to knowing 
the mass adsorbed, rp, it is also necessary to know how the material is distribu-
ted. As the conformation of an adsorbed polymer is continually changing, 
this can only be expressed in terms of statistical parameters. The best charac-
teristic of a given adsorbed polymer layer is the average segment density 
distribution, p, as a function of the distance, x, from the surface. However, 
p(x) is a complicated parameter, composed of the average density distribu-
tions of segments in trains**, loops and tails (see e.g. HOEVE 1965, HESSELINK 
1971, 1975). Apart from its compounded character, p(x) is not experimentally 
accessible and recourse has to be made to more available characteristics of an 
adsorbed polymer layer, such as : 
a. the fraction, p, of segments that is in direct contact with the surface, 
b. the fraction, 9, of the surface occupied with train segments and 
c. some measure of the average thickness, J , of the adsorbed polymer layer. 
Information on these parameters and the factors influencing them can be 
gained by both theoretical techniques and experiments on model systems. 
Important contributions to the theory of homopolymer adsorption have 
been made by SILBERBERG (1968, 1972, 1975),HOEVE (1971, 1976), ROE (1974), 
SCHEUTJENS (1976) and others. Although details of the results of these various 
approaches are different, their predictions are qualitatively similar. All theories 
conclude that the structure of an adsorbed polymer layer mainly depends on the 
polymer-surface, polymer-solvent, polymer-polymer and solvent-surface in-
teractions. In addition, the mean molecular weight, the polymer concentration 
and the chain flexibility play a role. A critical evaluation of these theories 
requires experimental data on the dimensions and numbers of adsorbed poly-
mer loops, tails and trains and estimates of the magnitudes of the different 
interactions. However, direct application of the models to practical data is 
often thwarted by the observed irreversible nature of polymer adsorption, 
leading to quasi equilibrium states. 
Confining our selves to the three important quantities FP , 0 (or/>) and Ä, it is 
expedient to briefly review what is available in literature. 
1. The amounts adsorbed or the adsorption isotherm. Literature abunds on this, 
see for example review articles of PATAT et al. (1964) and LIPATOV and SER-
* A loop is a sequence of polymer segments adsorbed at each end, the intervening segments 
protruding into the solution. A tail is a series of segments terminally adsorbed at one end. 
** A train is an uninterrupted sequence of segments in direct contact with the surface. 
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GEEVA (1974, 1976). The information is generally obtained from the material 
balance before and after adsorption. Unfortunately, the interesting initial 
part of the isotherm, where molecules adsorb in an isolated state, is often 
difficult to establish experimentally. 
2. The fraction of segments adsorbed in trains, or the degree of occupancy of the 
first layer. Spectroscopic techniques can be used to obtain these quantities 
directly, e.g. IR (e.g. FONTANA and THOMAS 1961, STROMBERG 1967, JOPPIEN 
1974, 1975, KILLMANN 1976), ESR (Fox et al. 1974, R O B B and SMITH 1974) 
and N M R (MIYAMOTO and C A N T O W 1972, COSGROVE and VINCENT 1978). 
Their limitation is that they are applicable only if the chain contains special 
groups interacting with the surface. Moreover, sophisticated equipment is 
required. For aqueous media, these techniques seldom work. Other methods 
are microcalorimetry (e.g. KILLMANN and ECKART 1971, KILLMANN 1976, 
N O R D E 1976) and, as mentioned in sect. 1.1., electrical double layer measure-
ments ( M I L L E R and GRAHAME 1956, KOOPAL and LYKLEMA 1975). These 
methods are indirect and assumptions have to be made to interpret the results. 
On the other hand, microcalorimetric data also yield interaction enthalpies. 
An advantage of the double layer method is that its results not only contain 
information on the adsorbed polymer layer, but also on for example changes 
in the surface charge and the displacement of oriented water dipoles and specifi-
cally adsorbed ions by train segments. These effects, in turn, lead to changes in 
the potential, ijtd, which governs the electrical double layer repulsion between 
the charged particles in a colloidal system. In other words, such studies are 
particularly helpful when polymer adsorption and electrostatic repulsion are 
simultaneously operative in determining stability. 
3. The extent of the adsorbed layer. To this end ellipsometry provides a power-
ful tool for adsorption on reflecting surfaces (e.g. STROMBERG et al. 1970, G E B -
HARD and KILLMANN 1976). The average thickness calculated can be related to 
actual molecular dimensions ( M C C R A C K I N and COLSON 1964). Thicknesses 
can also be determined by hydrodynamic measurements such as : viscometry 
(e.g. PRIEL and SILBERBERG 1970, FLEER et al. 1972), ultracentrifugation and 
electrophoresis (GARVEY et al. 1974, 1976, KOOPAL and LYKLEMA 1975) or by 
measuring the thickness of free polymer films (SONNTAG 1976, VAN VLIET 
1977). A disadvantage of this second group of methods is that the physical 
meaning of the obtained thickness may be ambiguous. 
As a special kind of approach, yielding in principle all parameters, Monte 
Carlo simulations can be mentioned (e.g. M C C R A C K I N 1967, CLAYFIELD and 
LUMB 1974, CLARK et al. 1975, L A L and STEPTO 1976). However, up to now, 
such methods have only been applied to isolated molecules. 
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1.3. SYSTEM USED AND OUTLINE OF THIS STUDY 
For our experiments the silver iodide-polyvinyl alcohol (Agl-PVA) system 
was chosen. A major incentive to use Agi is our interest in polymer induced 
colloidal stability. 
Silver iodide is one of the classical model colloids of the Dutch school 
(BIJSTERBOSCH and LYKLEMA 1977). Important parameters such as double 
layer charge and potential can be determined and controlled. Stability studies 
have also been carried out in the presence of low (VINCENT et al. 1971, DE WIT 
1975) and high (FLEER and LYKLEMA 1974, 1975) molecular weight substances. 
A special study (VAN DEN HUL 1966) was devoted to the determination of the 
specific surface area of silver iodide precipitates. 
Polyvinyl alcohol is a water-soluble, relatively simple, flexible and uncharged 
polymer (FINCH 1973). Its concentration in solution can be readily determined 
(ZWICK 1965), rendering the determination of, say, the adsorption isotherm 
relatively easy. This has led to its use in several model studies. An interesting 
variable, determining to a considerable extent the interfacial activity and the 
adsorption of polyvinyl alcohol, is the mole fraction of (residual) acetate 
groups and their distribution along the chain (SCHOLTENS 1977). 
The combined Agl-PVA system meets the requirements formulated in sect. 
1.1. and preliminary experiments by C. VAN DER BERG in our laboratory 
indicated that double layer measurements are experimentally feasible. For the 
interpretation of the measurements recourse can be made to similar informa-
tion already obtained with low molecular weight alcohols (BIJSTERBOSCH 1965, 
DE WIT 1975). 
In the first part of this study the materials Agi and PVA are characterized. 
Previous investigations concerned with the specific surface area determination 
of Agi showed discrepancies between those determined by electrochemical 
and non-electrochemical methods of study. As the present investigation is 
partly based upon double layer measurements and partly on adsorption data of 
electroneutral species, it is mandatory to reconsider critically the surface area 
determination. Moreover, as well as precipitates, silver iodide sols are used, 
hence, all surface area determinations should also be applicable to such sols. 
Of the PVA samples used average molecular weights, molecular weight 
distributions and solution properties should be known, together with composi-
tion data, in particular the mole fraction of acetate groups and their distribu-
tion. 
The second part of the thesis is concerned with the adsorption of PVA on 
Agi. Adsorption isotherms and the influence of molecular weight, acetate 
content and surface charge upon the adsorption are investigated. To obtain 
insight into the dependence of the surface charge and electrophoretic mobility 
on the surface potential at various adsorbed amounts of PVA, Potentiometrie 
titrations and electrophoretic measurements of Agi in the presence of several 
PVA's have been carried out. The principles to be used for the interpretation 
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of these data in terms of coverage of the first layer and thickness of the total 
layer are outlined. The results to be given, will include the influences of acetate 
content, molecular weight and surface charge. Finally, a general discussion on 
the conformation of the adsorbed layer is given. The obtained results will be 
compared with some theoretical predictions. 
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2. M A T E R I A L S 
2.1. GENERAL 
AU chemicals used were of pro analyse quality, except where states other-
wise. Water was destilled and percolated through a column containing silver 
iodide before use, to remove adsorbing impurities. 
All glassware used was high quality borosilicate glass. Before use it was 
successively cleaned with a solution of potasium dichromate/sulfuric acid, 
dilute nitric acid and tap water. Finally it was rinsed thoroughly with percolated 
water. 
2.2. SILVER IODIDE 
In this study both silver iodide sols and precipitates were used. 
2.2.1. Sols 
The preparation of the silver iodide sols closely followed the procedure 
given by DE BRUYN (1942) and FLEER (1971). 
A volume of 0.15 M AgNCb was added slowly to a volume, twice as large, 
of 0.0825 M KI under vigorous agitation by a vibrating stirrer, to give a sol of 
originally 50 mmol dm" 3. After one cycle of electrodialysis and electrodecanta-
tion the sol was aged in situ for 3 days at 80 CC. This was done to prevent coagul-
ation, which did occur in the non-aged sols after the third dialysis cycle. After 
ageing, the electrodialysis and electrodecantation were repeated twice. Finally 
the sol was filtered through a glass filter L4 (mean pore diameter 10-20 /im). 
Several batches were added together to form a stock sol of about 1 mol Agi 
per dm3, which was stored at plx 5. In this way three stock sols were obtained, 
differing slightly in surface area. Below, these sols are referred to as sols A, 
B and C. After dilution, sol A was used for the PVA adsorption and electro-
phoresis experiments. At the start of each experiment the pi was adjusted. 
2.2.2. Precipitates 
Silver iodide precipitates were made in the dark by addition of 2 dm3 0.1 M 
AgNCb solution to 2 dm3 of a well stirred equivalent amount of KI. Before 
the addition both solutions were freed from oxygen by bubbling purified N2 
through them and the preparations were carried out in a Nî-atmosphere. 
Purification of the nitrogen from oxygen was done using a BTS-catalyst 
according to the suppliers instructions (BASF 1969). The rate of addition of the 
AgNÛ3 solution was about 5 cm 3 h _ 1 during the first hours of the experiment, 
gradually increasing to about 200 cm 3 h - 1 . After addition of the total amount 
of KI, stirring was continued for about an hour to attain an equilibrium poten-
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tial in the supernatant liquid. Several portions of precipitated silver iodide 
made in this way were mixed together and thoroughly washed with percolated 
water to remove the salt. The washing was stopped when the conductivity of the 
washing water and the fresh water were the same. The precipitate was finally 
aged for 3 days at 80 °C in a solution of initial pi x 5. 
Although the same procedure was used .each time when a portion of sus-
pension was made, the specific surface areas of the various batches differed 
somewhat. A poor control of a. the addition rate of the AgNCb solution 
(dripping solution from a funnel) and b. the stirring conditions might have 
caused this (DESPOTOVIC et al. 1974). The precipitates are numbered from I to 
VIII. 
The ageing of the sols and precipitates was done in order to prevent drastic 
surface rearrangements (LIJKLEMA 1957, DESPOTOVIC et al. 1974) during the 
subsequent experiments. 
The characterization of the specific surface areas of the samples is given in 
chapter 3. 
2.3. POLYVINYL ALCOHOL 
The Polyviol PVA's used in this study were manufactured by Wacker Chemie 
GmbH., the other samples by Konam N.V., Amsterdam. All samples were 
obtained by courtesy of Konam and used without further purification. For 
their characterization and solution properties we refer to chapter 4. 
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3. S P E C I F I C S U R F A C E A R E A O F T H E S I L V E R I O D I D E 
D I S P E R S I O N S 
3.1. INTRODUCTION 
Adsorption studies measure the amount of material adsorbed per gram 
of adsorbent. However, a better way to consider the amount adsorbed is 
per unit area, which can be accomplished only when the specific surface area, 
S, of the sorbent sample is known. Evaluating unambiguously the absolute 
value of this quantity for Agi is rather difficult. A discussion of the specific 
surface area determination of Agi precipitates was given by VAN DEN HUL 
(1966). Although most of the methods described may also be used for Agi sol 
area determination, there is less literature on the latter subject (FLEER, 1971). 
VAN DEN H U L (1966) and VAN DEN HUL and LYKLEMA (1968) showed that 
for double layer studies, the capacitance and negative adsorption areas are to 
be preferred, a conclusion which is supported by ENGEL (1968) and PIEPER 
and DE VOOYS (1974). VAN DEN HUL and LYKLEMA criticized nitrogen and dye 
adsorption, electron microscopy and permeability studies as being sensitive 
to experimental conditions and disagreeing with capacitance and negative 
adsorption methods. 
Nevertheless in the present study not only capacitance measurements but 
also nitrogen and dye adsorption studies were included. The latter technique 
is capable of a good relative indication of the amount of available surface and if 
reliable values for the surface area covered per molecule become available even 
more information could be deduced. A more detailed discussion of the pro-
blems inherent in the interpretation of dye adsorption measurements is given 
in sect. 3.4. 
Despite the criticism of VAN DEN HUL and LYKLEMA we also used electron 
microscopy to obtain the specific surface area of sol A. Although the method 
has its limitations (see sect. 3.5.), its advantage is that it gives a direct visualisa-
tion of the particles. 
3.2. CAPACITANCE MEASUREMENTS 
3.2.1. Basic principle 
MACKOR (1951) was the first to use the differential capacity for surface area 
determination. The method was further developed by LUKLEMA (1957) and 
VAN DEN HUL (1966, 1967). In essence at low electrolyte concentrations (10 - 3 
M) the differential capacity on Agi at the point of zero charge (p.z.c.) in pF 
c m - 2 is theoretically estimated and compared with the experimental one in 
^F g~ ' . More recently (FLEER 1971, DE WIT 1975) the surface area was obtained 
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by equalizing the measured adsorption isotherm for potential determining 
(p.d.) ions in //C g_ 1 at fixed ionic strength (usually 10~' M KNO3) with a 
standard curve in ( /Cm - 2 (INTERNATIONAL CRITICAL TABLES 1967). The 
surface areas of the standard samples are based on negative adsorption and 
capacitance studies and may be considered as the best presently available. We 
used this latter technique. 
3.2.2. Experimental method and results 
Adsorption isotherms for p.d. ions were obtained by Potentiometrie titration 
as described in sect. 6.3.1. and are expressed in nC g - 1 as a function of the 
pAg (= -log cAg+)- Silver iodide precipitates were titrated in 10"1 M KNO3 
as indifferent electrolyte, for the Agi sol two KNO3 concentrations being used, 
10"1 M and 10"3 M. The titrations were started at about pi = 4.5 where Agi 
has a relatively high negative surface charge. Some characteristic results are 
given in fig. 3-1. The calculated specific surface areas are collected in table 3-1. 
As our curves are not exactly identical in shape to one of the standard curves, 
the calculated specific surface areas depend somethat on the pAg-range chosen, 
leading to an experimental uncertainty of 5 to 10% in the values given. 
FIG. 3-1. Some typical isotherms for 
p.d. ions obtained by Potentiometrie 
titration of sol A and precipitate VI. 
The adsorption is given in (iC g - 1 , 
the concentration in pAg units. 
1, sol A in 10"3 M KNO3: 2, sol A 
coagulated in 10~3 M KNO3: 3 and 4, 
sol A coagulated in 10"' M K.NO3: 5, 
precipitate VI in 10"' M KNO3. 
The arrows indicate the direction of 
the titrations. , KT3 M KNO3: 
. K T ' M K N O s . 
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TABLE 3-1. Specific surface areas of the Agi samples determined by the capacitance method, 
Sample Scap 
m2g" 
experimental conditions 
I 
II 
III 
IV 
V 
VI 
VII 
VIII 
A 
A 
A 
A 
A 
B 
B 
C 
1.4 
1.25 
2.0 
1.3 
0.96 
1.06 
1.7 
2.6 
36 
13 
18 
8.4 
4.5 
9.6 
5.6 
7.8 
precipitate in 10" ' M KNO3 
sol in 10"3MKNO3 
freshly coagulated sol in 10" 3M KNO3 
coagulating sol at pi = 4.5 (pAg = 11.5) in 10~JM KNO3 
freshly coagulated sol in 10" 'M KNO3 
precipitated sol, re-aged (48 h, 80°C) titrated in 10"'M KNO3 
freshly coagulated sol in 10"'M KNO3 
precipitated sol, re-aged (24 h, 80°C), titrated in 10" 'M K.NO3 
freshly coagulated sol in 10"'M KNO3 
3.2.3. Discussion 
For silver iodide precipitates the order of magnitude of Scap is the same as 
those obtained by BIJSTERBOSCH (1965) and VAN DEN HUL (1966). For the 
silver iodide sols, however, the values given for Scap depend strongly on the 
salt concentration and titration sequence. For instance, curves 1, 2 and 4 of 
fig. 3-1, show a quite different adsorption behaviour of the p.d. ions and hence 
result in a different Scap- Curve 1 is obtained when the sol is not or hardly 
coagulated. However, close to the p.z.c. the sol coagulates (10"3 M KNO3) 
and curve 2 is obtained on this freshly coagulated sol. From table 3-1 it may 
be seen that this coagulation reduces Scap with about a factor three. Curve 4 is 
also obtained on a freshly coagulated sol, however, here the salt concentration 
was 10" ' M and the reduction in surface area is even greater. 
The reduction in adsorption of p.d. ions upon coagulation can be monitored 
if the coagulation proceeds very slowly, e.g. if to a sol at pAg = 11.5 KNO3 is 
added up to a concentration of 10" l M and some 10~2 M AgN0 3 . In this case 
the coagulation process takes about two days. During this period the pAg 
readings are unstable but a definite decrease in the total amount of adsorbed 
p.d. ions is observed and the final pAg is only slightly different from the original 
value (curve 3). Further titration from this point (pAg < 10.5) gives reasonably 
reproducible results: compare for instance curves 3 and 4. 
The difference in Scap of a freshly coagulated sol in 10" 3 M or in 10" ' M salt 
suggest that even lower values for 5 can be obtained if a precipitated or coagula-
ted sol is subjected to a 're-aging' procedure. Indeed, such a behaviour is 
observed: re-aging a precipitated sol at the p.z.c. at 80°C for a certain time 
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gives a further reduction of S, see table 3-1. Another feature of the re-aged 
precipitated sol is that the titration curve has a better reproducibility than those 
of a freshly coagulated sol. 
For a sol similarly prepared as sol A, FLEER (1971) found 5 = 1 1 m 2 g - 1 , 
using negative adsorption on a freshly precipitated sample and capacitance 
measurements in 10 _ 1 M KNO3. The average particle size obtained, agreed 
well with that measured with an I.C.I.-Joyce Loebl disc centrifuge. Although 
the treatment of the sol was not stated, it is possible that, due to the introduc-
tion of the spin fluid and the centrifuging, also in this case coagulation might 
have occured and that hence the coincidence is fortuitous. The value for S 
reasonably well agrees with our value found in 10" ' M KNO3. FLEER (1972) 
also found S much higher (ca. 25 m2g" ') when the titrations in 10" ' M K.NO3 
were started with a highly charged sol (pAg « 11.5) and taking only a short 
time between the AgN03 additions, so that complete coagulation did not occur 
until the p.z.c. was reached. The back-titration resulted again in about 11 m2g~ l 
VAN DEN HUL (1966) prepared silver iodide 'sols' (his type C) which are 
to be compared with our precipitated and re-aged sols. Values for S of these 
'sols' obtained from negative adsorption and capacitance measurements lie 
close to the capacitance areas we find. Moreover, VAN DEN HUL does not 
report any special behaviour of these 'sols' as compared with the precipitates, 
so we may assume that the surface area has been stabilized by the re-aging 
procedure and that such a 'sol' behaves as a precipitate. 
In conclusion, for silver iodide sols the surface area as determined from 
capacitance measurements is not well defined, because during titration coagula-
tion and changes in the surface structure occur, resulting in a drastic reduction 
of area. In view of the fact that a sufficiently charged sol in the presence of 
10" 3 M KNO3 is stable over a long period of time, we reason that the titration 
in 10"3 M KNO3 gives the proper specific capacitance area of the stock sol. 
Further support for this choice is obtained from the dye adsorption studies. 
3.3. GAS ADSORPTION 
3.3.1. Evaluation of the method 
Adsorption of gases, especially N2, has become a standard technique in 
surface area determination (GREGG and SING 1967). In principle it involves the 
evaluation of the monolayer volume, Vm, from adsorption data and requires 
the effective molecular cross section, ao. The value of Vm is usually obtained 
from the linearized BET-plot (BRUNAUER, EMMETT and TELLER 1938). Although 
the choice of ao is arbitrary, even in the case of N2 as the adsorbate (EMMETT 
and BRUNAUER 1937, PIERCE and EWING 1964, SMITH and FORD 1965, GREGG 
1972), much evidence points to a value of 0.162 nm2 for this gas (MCCLELLAN 
and H ARNSBERGER 1967, GREGG and SING 1967, p. 74). 
A disadvantage of the method is that it can only measure the surface area of 
dry samples, therefore wet samples have to be dried prior to adsorption. For 
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silver iodide it is very likely that rigorous drying is accompanied by changes in 
the surface structure and or state of aggregation (see sect. 3.2., CORRIN and 
STORM 1963, VAN DEN HUL 1966, KRAGH et al. 1966). Outgassing above 146.5 °C 
gives a phase transition of the silver iodide (DAVIS and ADAMS 1964). VAN DEN 
HUL and LYKLEMA (1968, 1970) assumed that even mild ways of drying resulted 
in a loss of area, due to the formation of large aggregates. However, the repro-
ducibility of the BET area of a given silver iodide precipitate, determined by 
various investigators using different adsorbates, is quite good. Comparing BET 
areas of different silver iodide precipitates with those measured by capacitance 
shows that the ratio ScapjSBET is reasonably constant, so that SBET is at least a 
good relative measure. For this reason we used Ni adsorption to compare the 
areas of some precipitates and sols. 
3.3.2. Experimental method and results 
Adsorption isotherms were determined with a Perkin-Elmer/Shell sorpto-
meter 212 C. This instrument is based on a continuous flow technique and 
developed by NELSEN and EGGERTSEN (1958). In its present form it is described 
by ETTRE et al. (1962) and LUTRICK et al. (1964). VAN DEN HUL and LYKLEMA 
(1968) showed that there was no significant difference in BET surface area of 
silver iodide precipitates obtained by this dynamic and the usual static tech-
niques. 
Drying of the samples was done at 100CC or by freeze drying. The dried 
precipitate was crushed gently with a pestle in a mortar. Degassing was effected 
in a stream of helium at 110°C for one night, measurements were done at ca. 
-196°C. Ad- and desorption experiments agreed reasonably well, except for sol 
A. The resulting surface areas are given in table 3-2. 
3.3.3. Comparison with the capacitance areas 
For the precipitates the values obtained compare well with those of VAN DEN 
HUL (1966), who found the same ratio SCOPISBET. 
Surprisingly the specific surface areas found for sols are rather small. Ap-
parently, drying promotes aggregation of the sol particles and sintering or 
re-ageing may occur during drying at elevated temperatures or the outgassing 
TABLE 3-2. BET-N2 surface areas (ao = 0.162 nm2) 
sample 
precip. VI 
precip. VII 
sol A 
sol B 
sol C 
drying 
conditions 
100°C 
100°C 
100°C 
freeze dried 
freeze dried 
SBET 
m V 
0.31 
0.55 
0.3 
1.99 
1.35 
SCBPISBET ) 
3.4 
3.1 
28 
4.8 
5.8 
SCOP/SBET > 
— 
-
15 
2.8 
-
')Scap of the coagulated dispersion (10 'M KNO3) 
2)Scap of the coagulated and re-aged dispersion (10_1M KNCh) 
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procedure (DESPOTOVIC et al. 1974), resulting in a drastic loss of area. The 
ratios ScapISBET depend on the value chosen for Scap, but for sample B the 
second value is close to 3. This supports the idea that drying and outgassing 
have the same effect as re-aging a precipitated sol, both result in a dispersion 
very similar to a precipitate. Evidently, gas adsorption cannot be used as a 
comparative method in case of silver iodide sols. 
3.4. ADSORPTION FROM SOLUTION 
3.4.1. General features 
Adsorption from solution is in general conveniently measurable, however, 
the evaluation of surface areas from it is more problematic than that from gas 
adsorption. Firstly, adsorption from solution is a competitive process and 
only if a preferential adsorption takes place from dilute solution, the concen-
tration changes in the bulk solution can be used to measure the adsorption 
(KIPLING 1965, GREGG and SING 1967, Ch. 7). Secondly, the monolayer 
coverage and the molecular cross section of the adsorbate molecules depend 
often on secundary variables, such as: nature of the solvent and supporting 
electrolyte (KIPLING 1965, PADDAY 1964, VAN DEN HUL 1966), electrolyte 
concentration, pH, surface charge of the adsorbent (BIJSTERBOSCH and LYKLE-
MA 1965, DE WIT and LYKLEMA 1973, BOCKRIS et al. 1967, DAMASKIN and 
FRUMKIN 1972, TRASATTI 1974) and the orientation of the adsorbate molecules. 
Despite these difficulties in interpretation solute adsorption has been often 
used and is advocated for the measurement of surface areas (ORR and DALLA-
VALLE 1959, GILES and NAKHWA 1962, GILES et al. 1970, 1974b) also for silver 
halides (BOYER and PRETESEILLE 1966, HERZ and HELLING 1966, HERZ et al. 
1968, TANI et al. 1967, PEACOCK and KRAG 1968, PADDAY 1970a, b). Due to 
the above mentioned uncertainties such determinations are relative in nature 
and standardisation of the experimental technique is necessary. In practice, 
molecular cross sections of the adsorbate molecules are often found empirically 
by calibration against other methods e.g. N2 adsorption or electron microscopy. 
Especially for Agi such calibrations can be misleading, due to ageing effects 
caused by drying or outgassing (see above and VAN DEN HUL and LYKLEMA 
1968 or PADDAY 1970b). Being aware of these difficulties, we studied the ad-
sorption, first of all to compare the adsorption capacity for low molecular 
weight solutes on the different silver iodide dispersions. Secondly, a realistic 
value was assigned to the molecular cross section of an adsorbate molecule and 
surface areas were eventually calculated. 
3.4.2. Experimental 
Samples of adsorbent (mostly 1 g) were agitated overnight at room tem-
perature in 50 cm3 dye solutions of the appropriate concentrations. After cen-
trifugation the dye concentrations in the supernatant liquid were determined 
spectrophotometrically with an Unicam SP 1800 or SP 600. As adsorbates 
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methylene blue iodide (MB), 1 ethyl, 1' (4-sulfobutyl) 2, 2' cyanine iodide 
(ESBC)*, 1, 1' diethyl 2, 2' cyanine iodide (DEC)* and paranitrophenol (PNP) 
were used. ESBC and DEC contained no impurities (HERZ 1974), PNP was 
recrystallized from aqueous solution, MB was used without further purifica-
tion. Some properties of these dyes are given in table 3 -3 . In contrast to VAN 
DEN HUL'S (1966) findings, the absorbance versus concentration curve for MB 
followed the Lambert-Beer law. Comparison of the molar absorption coeffi-
cient, e, with values reported by HAYDON and SEAMAN (1962) or BERGMANN and 
0 ' K O N S K I ( 1 9 6 3 ) shows that the MB is reasonably pure. The other dyes also 
followed the Lambert-Beer law in the limited concentration ranges shown in 
table 3 -3 . 
3.4.3. Results and discussion 
Of these adsorbates PNP did not adsorb on silver iodide, which can be due 
to the fact that the highest PNP concentration used, was only 5 x 10"4 mol 
d m - 3 . GILES and NAKHWA (1962) and GILES et al. (1974b) used PNP in the 
mmol d m - 3 range for their adsorption studies. 
The solubility of DEC (I") in water was too small to measure adsorption 
isotherms, so we tried 40 vol % methanol-water mixtures (HERZ and HELLING 
1966). From these solutions DEC (I~) adsorbed so strongly on silver iodide 
that no proper adsorption isotherm could be measured. Probably (irreversible) 
multilayer adsorption occured, because the initial DEC concentrations were 
close to the saturation value. The precipitated silver iodide had a much greater 
volume after adsorption because a very loosely packed aggregate was formed. 
Apparently the particles were connected by DEC aggregated on their surface 
and not able to slip along each other. In the limit of solubility VAN DEN HUL 
(1966) also found an anomalous isotherm for DEC (Br") on Agi, however, for 
dilute ethanolic solutions of DEC (Cl~, Br" or I") normal isotherms were 
found. The reason can be that in ethanolic solutions conditions favouring 
aggregation are less likely. Possibly the strong adsorption of DEC in our case 
is caused by the presence of light, DEC is know as a photographic sensitizer. 
Working in the dark may be an important condition to obtain better isotherms 
(HERZ and HELLING 1966, PEACOCK and KRAGH 1968). 
The adsorption of MB did not give special problems. Within an uncertainty 
of ± 4 % for precipitates and ± 3 % for the sol the experiments were reproducible 
and the isotherms had a distinct plateau. The larger absolute error for the 
sol is due to partial coagulation of the sol after the addition of MB. Using 10" ' 
M KNO3 as the background electrolyte caused a larger uncertainty (±15/o) 
in the adsorption of MB on the sol. This effect is probably due to coagulation 
effects (compare the capacity measurements). 
At low silver iodide concentrations ( < 0.5% w/v) high MB adsorption was 
* We gratefully thank Dr. A. H. HERZ of Eastman Kodak Comp., Rochester, New York, 
for the gift of these dyes. 
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sometimes found, suggesting that the adsorbent concentration could affect 
the adsorption behaviour. However, it was not possible to obtain reproducible 
data. 
For Agi precipitates at pi « 5 the MB adsorption, measured on six different 
samples is on average 9% higher than at the point of zero charge. An example 
of this effect is shown in fig. 3-2a. At pi < 4 the adsorption rises steeply, far 
above the saturation values obtained at pi x 5, indicating aggregation of MB 
on the surface. Such behaviour is also found by VAN DEN H U L (1966) and 
De KEIZER (1977). 
The silver iodide sol (A) shows a rather different picture. Isotherms recorded 
under several conditions are shown in fig. 3-2b. At the p.z.c. and at low surface 
charges the sol is (partly) coagulated and the adsorption of MB is only about 
ro 
08 
'06 
^ 0A 
O 
•*V ^ ^ • - * ES BC 
*
 A
 A MB,pU5 
i û û 4_a Ù
 A a - MB.PZC. 
02, yT 
,0 Ï - I !#MB,50XMeOH 
® 
20 30 40 
cone./nmol dm-3 
30 
c»20 
o 
MB,pI = 5 
15
" ft A a Û MB.pzc. 
- MB.pzc, re-aged 
50 K» » 200 400 
cone. I\i mol dm-3 
FIG. 3-2. Adsorption isotherms of methylene blue (MB) and 1 ethyl, l'(4-sulfobutyl) 2,2' 
cyanine (ESBC) on silver iodide. 
a. precipitate VI : b. sol A. At pi « 5 several silver iodide concentrations were used : 
• , • , 0 . 2 % ; A, 0.5%; » ,2%. 
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50% of its value at pi = 5, indicating a firm decrease in the surface area. 
Re-aging a freshly precipitated sol at the p.z.c. at 80 °C further reduces the 
adsorption, depending on the ageing time. Apparently the available surface 
area decreases due to surface rearrangements. These rearrangements could be 
similar to the surface diffusional mechanism of sintering. This is not improbable 
due to the nearness of the experimental temperature to that of a phase tran-
sition, which implies that the lattice has an energy close to the activation 
energy of transition. 
The tendency to loose surface area upon coagulation or re-aging was also 
observed with the capacitance and gas adsorption experiments. 
Another variable in the adsorption of MB on silver iodide is the nature of the 
solvent. Going from water to methanol-water mixtures results in a steady 
decrease in the adsorption saturation value until in 50 vol % methanol or 
more it is half that in aqueous solution. An isotherm in a 50 vol % methanol-
water mixture is shown in fig. 3-2a. In this case there is no significant effect 
due to iodide concentration (5 <pl< 10.5). 
The difference between adsorption from aqueous solution and water-metha-
nol mixtures can in principle be explained by less aggregation of the adsorbed 
dye molecules or by more adsorption of the solvent. BUSTERBOSCH and LYKLE-
MA (1965) showed that lower alcohols adsorb on silver iodide. Although me-
thanol was not studied, one may expect that this alcohol will adsorb at high 
concentrations. Hence, solvent adsorption cannot be excluded a priori. Ac-
cording to VAN DEN HUL (1966) in ethanol or 0.8 M butanol the first saturation 
values for the MB adsorption on silver iodide are also 50/4 of the correspon-
ding values in water. This can be explained by assuming either that only 50/o 
of the surface is covered with MB or that MB adsorbs from aqueous solutions 
as dimers. 
Other authors report dimer adsorption of MB e.g. onto mercury (ROFFIA 
and FEROCI 1973), glass (MARK and RANDALL 1970) and at the air/water inter-
face (GILES et al. 1975). Aggregation in aqueous solution also occurs (HILLSON 
and MCKAY 1965, MUKERJEE and GOSH 1970, BRASWELL 1972) but at solution 
concentrations rather higher than our equilibrium concentrations. Yet, in the 
presence of an interface dimerization may be induced by special interactions 
with the interface or by orientation of the adsorbed molecules. For dyes adsor-
bed on silver bromide such behaviour is reported by NYS (1970). It is also 
known that addition of alcohols to aqueous dye solutions diminishes dye-dye 
interactions (MUKERJEE and GOSH 1970, HERZ 1975). In view of these arguments 
it seems realistic to explain the decrease in the adsorption affinity and in the 
adsorption saturation of MB on addition of methanol by a diminishing of the 
aggregation of MB. Provided the alcohol concentration is high enough, MB is 
adsorbed from alcoholic solutions as monomers, whereas in aqueous solutions 
dimers adsorb. 
For the calculation of the specific surface areas of our samples we have to 
choose a cross sectional area per MB molecule and apart from the presence of 
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dimers, the orientation and packing density have to be known. As the adsorp-
tion isotherms have a high affinity character, a flat adsorption and close 
packing can be expected (GILES et al. 1974a). A flat adsorption is also suggested 
by the fact that the adsorption plateau in aqueous solution is just twice that in 
alcoholic solutions. Taking this into account a reasonable value for ao (MB) 
adsorbed from aqueous solutions is 0.60 nm2, This value is about half the 
theoretical value for flat adsorption (KIPLING and WILSON 1960) and close to 
the experimental one determined from surface pressure - area isotherms and 
adsorption experiments on BET-calibrated adsorbents (GILES et al. 1970, 
1975). Adsorption saturation data, (x/w)s, and calculated surface areas, SAW, 
are collected in table 3-4. 
The adsorption experiments with ESBC were carried out in 40 vol % metha-
nol-water mixtures. In these mixtures ESBC is more soluble than in water and 
less aggregation occurs in solution (PADDAY 1968, HERZ 1975). Variations in 
methanol content from 15-70 vol % did not influence the adsorption satura-
tion value and probably the adsorption is the same as in aqueous solutions 
(HERZ and HELLING 1966, HERZ et al. 1968). The experiments were done in 
the dark, otherwise reproducible isotherms could not be obtained. The presence 
of 10" * M K N 0 3 or 10"2 M Borax (buffer, pH = 9.2) had no influence on the 
isotherm. The absorbance was measured at pH > 4.5, below this value it is pH 
dependent. 
The reproducibility of the isotherms is somewhat better than in the case of 
MB and amounts to about 4% for precipitates and O.S/'o for the sol. The repro-
ducibility of the adsorption on the sol was improved by adding the sol as the 
TABLE 3-4. Adsorption-saturation values, {xjm),, of the adsorption of MB (pi » 5) and 
ESBC on Agi dispersions and the surface areas calculated from them. 
sample 
II 
III 
IV 
V 
VI 
VII 
VIII 
A ( p / « 
A(/>/* 
A (p.z.c. 
A (p.z.c. 
A (p.z.c. 
5) 
9) 
) 
,48h, 
,72h, 
8<ro3) 
80°C)3) 
101 (xuslm), 
mol g"1 
9.3 
14.7 
10.5 
7.0 
8.1 
12.5 
19.0 
255 
163 
143 
35 
29 
SUB ) 
mV« 
0.33 
0.53 
0.38 
0.25 
0.29 
0.45 
0.69 
9.2 
5.9 
5.2 
1.26 
1.05 
107(x£SBc/m), 
mol g"1 
9.9 
-
-
8.0 
8.7 
-
-
270 
-
-
-
-
SESBC ) 
mV' 
0.37 
-
-
0.29 
0.31 
-
-
9.7 
-
-
-
-
')ao(MB) = 0.60nm2 
2)ao (ESBC) = 0.60 nm2 
3) These samples are re-aged at the p.z.c. at 80 °C during the time stated. 
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last component. The difference between adsorption on precipitates at pi K 5 
or at the p.z.c. is only 5% and hardly significant. Some isotherms are given in 
fig. 3-2. The adsorption essentially follows the same pattern as found for MB 
adsorption on the sol and precipitates. 
All ESBC isotherms have a high-affinity character, this and the fact that the 
same dye forms aggregates on silver bromide surfaces (HERZ et al. 1968, p. 179) 
strongly suggests that aggregation also occurs at the silver iodide interface. 
In solution di- and polymerization also occurs but generally at higher concen-
trations than those in the adsorption experiments (GRAVES and ROSE 1975, 
HERZ 1975), so adsorbate aggregation is promoted by the interface. 
The formation of a close-packed array of cyanine molecules on silver halides 
bonded on their long edge is reasonably well established (HERZ et al. 1968, 
HERZ 1975, YACYNYCM et al. 1976) although the exact nature of the lateral-
overlapping and -interactions between the cyanine molecules is still uncertain 
(GRAVES and ROSE 1975). As a consequence it is difficult to assess the molecular 
cross section of the adsorbate molecules very precisely. Calibration studies on 
silver bromide dispersions with well characterized surfaces point to an experi-
mental value of 0.58 nm2 for 1, 1' diethyl 2, 2' cyanine and related dyes (HERZ 
and HELLING 1966, HERZ et al. 1968, PEACOCK and KRAGH 1968, TANI and 
KIKUCKI 1969 and PADDAY 1970a). HERZ and HELLING also use this value for 
silver chloride and bromoiodide dispersions. PEACOCK and KRAGH (1968) and 
TANI and KIKUCKU (1969) differentiate between silver bromide, chloride and 
iodide, giving about 0.60 nm2 (AgBr), 0.80 nm2 (AgCl) and 0.40 nm2 (Agi) for 
ûo. However, results for silver chloride and iodide were obtained for less well 
characterized surfaces. PADDAY and WICKHAM (1966) reported very low values 
for cyanines adsorbed on silver iodide (ao « 0.15 nm2), but they did not give 
the specific surface area of their Agi dispersion. PADDAY (1964) and VAN DEN 
HUL and LYKLEMA (1968) measured the adsorption of cyanine dyes from etha-
nolic solutions on silver iodide and found lower adsorption values than from 
aqueous solutions. Their values for ao, calibrated on the basis of BET-areas, 
depended somewhat on the counterion of the dye: PADDAY found about 0.65 
nm2, VAN DEN HUL 0.75 nm2. The counterion effect is not found with silver 
bromide as the adsorbent, using aqueous solutions (PEACOCK and KRAGH 1968). 
In conclusion, it is difficult to find a generally accepted experimental value 
for ao (ESBC) when the dye is adsorbed on silver iodide. In order to calculate 
relative surface areas we have used ao (ESBC) = 0.60 nm2 which is about the 
theoretical value for edge on adsorption in a close packed array of mole-
cules (WEST et al. 1952). It agrees well with the experimental value of HERZ and 
HELLING (1966) and is the average of the other experimental values reported. 
Adsorption saturation values, (xlm)s, and calculated specific surface areas, 
SESBC, are given in table 3-4. 
3.4.4. Comparison with other methods 
The adsorption saturation values for MB and ESBC differ only slightly. 
Moreover, the surface areas calculated compare well with SBET, lending support 
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to the values of the molecular cross sections, assuming SBET as a standard. 
As with SBET, there is a large difference between SMB and Scap- However, 
the ratio ScapjSuB is fairly constant and about 3.8. A very interesting and im-
portant aspect is that the sol at high negative charge indeed requires a capaci-
tance area of about 36 m2 g" ' to give the same ratio SCÜPISMB as obtained for 
precipitates. This underlines the ideas put forward in the section on capacitance 
measurements. 
The adsorption capacity of a coagulating sol (e.g. at pi « 9 or at the p.z.c.) is 
not very constant. The absence of supporting electrolyte probably explains why 
relatively high values for SMB were found. Re-ageing the sol for 48 h at 80°C 
further lowers the adsorption capacity, reaching a more constant value as may 
be seen from the ratio Scap/SWs. 
The ratio ScapjS\tB is so high that it is outside experimental order; it is im-
possible to reduce it to unity by adjustment of flo (MB). Hence, even if one 
considers SMB as a relative value for S, the difference with Scap is real. The same 
applies for the difference between SESBC and Scap. 
3.5. ELECTRON MICROSCOPY 
3.5.1. Introduction 
Electron microscopy is a direct method for determining the size and size 
distribution of particles in a system. Individual particles are measured and 
when a great number of particles is inspected an accurate assessment of the 
distribution is possible. If the shape of the particles is also derived from the 
microscope image or if an assumption is made about the shape, the external 
surface area can be calculated. A fundamental problem in microscopy is that 
normal electron micrographs are two-dimensional and shape and size are essen-
tially three-dimensional quantities so that only the characteristic dimensions of 
particles with simple geometries are obtained without assumptions. For irre-
gular particles either a simple geometry has to be assumed or shape factors 
(HEYWOOD 1947, HERDAN 1960) have to be introduced, to obtain the real 
size or surface area. In line with this lies the choice of the characteristic dimen-
sion of an irregular particle. A relatively simple and often used dimension is the 
projected-area diameter, which is the diameter of a circle equal in area to the 
profile of the particle as shown in the micrograph. Graticules with circles of 
increasing diameter are used to obtain this dimension (ALLEN 1968, Ch. 4), but 
untrained observers have the tendency to oversize the particle profile, resulting 
in too large diameters and too small surface areas (HEYWOOD 1947). The 
extent of the error depends on the measuring technique and the particle 
shape. Another practical problem is the preparation of a microscope grid 
containing a representative sample from the particle distribution and/or the 
selection of the section of the microscope grid that is observed. Errors in samp-
ling can be minimized by using standard procedures to make a mounting film 
(ALLEN 1968) and by taking special precautions against e.g. coagulation and 
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aggregation (IRANI and CALLIS 1963). The choice of a field to be observed can 
be random or systematic. 
Despite all these disadvantages, electron microscopy is an attractive method 
because of its direct visualisation of the particles and especially in a controversial 
case it is a valuable comparative technique. 
3.5.2. Experimental 
Silver iodide samples (sol A) were prepared by diluting the stock-sol with 
200 mg dm " 3 PVA 48-98 or with 3 % gelatine solutions at pi x 5, giving a final 
sol concentration of about 0.3%. A tiny droplet of such a solution was placed 
on a microscope grid coated with Formvar (polyvinyl formal), drying being 
done at room temperature. The PVA or gelatine were used as stabilizing agents 
(FLEER 1971, HERZ and HELLING 1966). 
Although both stabilizers work reasonably well, a slight preference was 
given to gelatine. At high magnifications the silver iodide particles melt and/or 
evaporate after short exposure times and the silver iodide diffuses into the 
PVA or gelatine film. Under these conditions gelatine gave the better images 
of the particles. 
Experiments were carried out with a Philips EM 100 electron microscope at 
three magnifications and fields where no or little aggregation occurred were 
photographed. Projected-area diameters were obtained with a graticule with 
circles differing 2 mm in diameter. In total 700 particles were measured. 
3.5.3. Results 
The particle size distribution obtained is rather wide, with a long tail for 
large diameters, fig. 3-3 shows an electron micrograph and fig. 3-4 a typical 
histogram of sol A. Whether the tail is caused by aggregation of particles or 
if it is due to large individual particles cannot be concluded. VAN DEN HUL and 
LYKLEMA (1968) reported the same phenomenon. Average diameters that can 
be obtained are Dio, D32 and £>63 in which Drs = £ ni DffL rn Z),s, n, is the 
number of particles with projected-area diameter £);. 
The specific surface area is calculated with the relation (BARNETT 1970) 
s
" = - j r (3.1) 
P D32 
a is a shape factor, p is the solid density i.e. 5.67 g c m - 3. For spherical particles 
a = 6, in our case a is approximated following HEYWOOD (1947, 1970) and 
equals 7.2. The calculated dimensions are given in table 3-5 . In view of the 
possible errors mentioned in the introduction and assuming no artefacts, we 
may expect these results to be correct within ± 10 to 30%. 
Dio is the diameter to be used in the electrophoresis studies. The electropho-
retic mobility is obtained as a number average. Moreover, in the phase-con-
trast microscope used in the electrophoresis measurements, intermediate 
particle sizes were selected, as judged from the scattered light intensity. An 
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FIG. 3-3. Electron micrograph of silver iodide, sol A. Total magnification 66,600 x . 
By courtesy of the Technical and Physical Engineering Research Service, Wageningen. 
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TABLE 3-5. Microscopically 
Dio Du 
nm nm 
85 114 
determined average diameters and 
I>63 
nm 
151 
specific surface area of sol A. 
S*,1) 
mV1 
11 
*) calculated with eq. (3.1) using a = 7.2 
average giving more weight to large particle sizes would give erronoues results. 
£>63 is merely shown to give an impression of the width of the distribution. 
SM is a measure of the external surface area, however, silver iodide is non 
porous (VAN DEN HUL 1966, SIDEBOTTOM et al. 1976) so that the external area 
coincides with the total area. 
3.5.4. Comparison with capacitance areas and discussion 
Comparing SM and Scap reveals that Scap is again about 3 times as high as SM. 
VAN DEN HUL (1966, 1968) found for silver iodide precipitates, using an 
optical and an electron microscope, an even larger discrepancy: Scap « 
6 SM. This may be caused partly by the fact that he redispersed a dry silver 
iodide powder and assumed the particles to be spherical. Accepting for a 
moment Scap as the 'true' area, the difference with SM can be explained only by 
assuming a large error in the particle size distribution function or in the shape 
factor, including surface roughness, or in overlooking very small particles. In 
our experiment a possible error in the size distribution is the long tail for large 
diameters. Cutting off this tail at its beginning (D, > 150 nm) only increases 
SM by about 30%. Another error could be the selection of particles to be sized. 
However, a random choice would have given more aggregates in the image and 
apparently a smaller SM- The fact that for precipitates optical and electron 
microscopy gave essentially similar results, excludes large systematic errors due 
to the magnification technique. In conclusion errors in the size distribution 
cannot account for the discrepancy between Scap and SM and only possible 
errors in the shape factor, including surface roughness, or serious artefacts due 
to sampling are left. 
In our opinion normal shape factors also cannot explain the entire difference 
between 5M and Scap- HEYWOOD (1970) gives for angular particles an average 
value of a « 12. The sol particles are rounded and a would be definitely less. 
For the precipitate particles, which may be regarded as angular, we would 
need much larger values of a to make SM and Scap equal. So, higher values of a 
can only remove a part of the difference. However, it should be noted that 
a « 12 would bring a fair agreement between S BET and SM for the precipitates. 
The remaining effect is the surface roughness. In their work on direct capa-
citance measurements ENGEL (1968) and PIEPER and D E VOOYS (1974) had 
to introduce a surface roughness factor, Rf x 2, for Agi surfaces prepared by 
reaction of silver with iodine vapour, to convert geometrical areas to capaci-
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tance areas. ENGEL analyzed electron micrographs taking into consideration 
primary (100 nm scale) and secondary (5 nm scale) surface roughness. PIEPER 
and DE VOOYS i. calculated the capacitance area according to MACKOR (1951) 
and compared this area with the macroscopic area and //'. counted R; on a 
model basis similar to ENGEL, but avoiding secondary roughness (PIEPER 1976 
or D E VOOYS 1976). Comparison of electron micrographs given by ENGEL of 
Agi surfaces made electrolytically and by reaction of iodine vapour with silver 
shows that considerably higher surface roughness is encountered with less 
ideal surfaces such as the former. In fact direct capacitance measurements of 
OOMEN (1965), who used ill defined electrode surfaces in the presence of an Agi 
precipitate, could be brought in agreement with capacitance values of ENGEL 
(1968) and LIJKLEMA (1957) only when Rf was given the value 4.5. 
Using these concepts for a quantitative analysis of a heterodisperse particle 
system is nevertheless not so simple. For sol particles, only secondary surface 
roughness could be taken into account, because the particles themselves are of 
the order of magnitude of the primary roughness. However, there are two 
strong arguments against this. Firstly, VAN DEN HUL (1966) found for precipi-
tates agreement between capacitance and negative adsorption areas. However, 
with the last mentioned method heterogeneities of the order of 50 nm and 
smaller could not be seen (VAN DEN HUL and LYKLEMA 1968, 1970), so second-
ary roughness cannot account for the large capacitance areas found. Secondly, 
if microirregularities of about 5 nm existed, they should have been 'seen' by 
the Ni molecules and SBET should be equal to Scap and not smaller. 
For precipitates primary roughness could play a role, although it would be 
difficult to calculate Rf exactly and counting for shape and surface roughness 
would easily overestimate the effect. Yet, it could help to explain the difference 
between our results and those of VAN DEN HUL. 
Overlooking the discussion we cannot give a decisive conclusion on the 
difference between 5M and Scap. On the one hand microscopy may give mis-
leading results due to sampling errors. In order to minimize these a standard 
mounting film was applied and a stabilizer used. On the other hand capacitance 
areas have an uncertainty due to possible errors in the theoretical estimate of 
the capacitance and to experimental errors. The capacitance obtained from the 
adsorption isotherms of p.d. ions is a differential quotient and that from the 
direct method needs corrections for surface roughness, so neither method is 
very accurate. However, in spite of the considerable errors that can occur in 
the microscope and capacitance techniques it is also difficult to concieve of 
errors accumulating to as much as 300% and we conclude that there is fun-
damental difference of unknown nature between SM and Scap. 
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3.6. FURTHER COMPARISON AND DISCUSSION 
As shown above, there is no simple answer to explain the difference between 
Scap and the areas obtained with the other methods used. In order to investigate 
how general this problem is, we collected other data on silver iodide from 
literature. Table 3-6 gives a survey. Generally the specific surface area obtain-
ed from capacitance is 3 to 4 times greater than those calculated with the other 
TABLE 3-6. Specific surface areas of various silver iodide samples, literature values.1) 
author 
LlJKLEMA(1957), 
LYKLEMA and 
OVERBEEK (1961) 
VAN DEN HUL (1966), 
VAN DEN HUL and 
LYKLEMA (1968) 
JAYCOCK et al. (1960) 
PADDAY (1970b) 
DE KEIZER (1977) 
KooPAL, this thesis 
PADDAY (1964) 
KRAGHetal. (1966) 
PEACOCK and KRAGH 
(1968) 
TANI and KUKUCKI 
(1969) 
capa-
citance 
5.8 
1.35 
1.5 
0.85 
3.5 
0.70 
2.96 
0.80 
1.00 
1.25 
0.96 
1.06 
1.7 
36 
-
-
-
-
S 
BET 1 
m2g 
-
0.38 
0.52 
0.30 
0.97 
(0.90 
10.66 
0.60 
— 
-
_ 
-
0.31 
0.55 
(0.3) 
0.195 
0.65-0.52 
-
0.38 
Micros-
copy 
- l 
-
0.18 
0.32 
0.22 
0.45 
0.52 
-
— 
-
_ 
-
-
-
11 
-
1.75 
— 
MB1) 
1.2 
0.34 
0.54 
0.36 
1.21 
-
(1.00 
10.69 
0.26 
0.30 
0.33 
0.25 
0.29 
0.45 
9.2 
-
-
-
— 
other solutes 
substance 
DEC from 
ethanol 
cetylpyri-
diniumion 
TBA2) 
ESBC from 
40 °/o metha-
nol 
DEMTC3) 
DEC 
DEC 
DEC 
ao 
nm2 
0.60 
0.54 
0.80 
0.60 
0.60 
0.60 
0.60 
0.60 
S 
mV1 
-
0.29 
0.43 
-
0.83 
_ 
0.92 
0.27 
0.32 
0.37 
0.29 
0.31 
-
9.7 
0.18 
0.77 
2.5 
0.54 
•) a0 values for MB and cyanine dyes were taken from the present study: a0 (MB) = 0.60 
nm2, ao (ESBC) = 0.60 nm2. 
2) TBA = tetrabutylammonium. 
3) DEMTC = 3,3' diethyl 9 methyl thiocarbocyanine. 
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methods stated. The only exception is the value of JAYCOCK et al. (1960), 
regrettedly, the authors did not state experimental details. In a subsequent 
article JAYCOCK and OTTEWILL (1963) reported an iso-electric point (i.e.p.) 
(and maximum flotation) of their silver iodide dispersion at pi — 4 when the 
dodecylpyridinium bromide adsorption is 1.2-1.6 //mol g - 1 . At pi = 4 the 
surface charge, based on a capacitance area, will be about 4 to 5 /iC c m - 2 
(BIJSTERBOSCH and LYKLEMA 1966, D E KEIZER and LYKLEMA 1975), correspon-
ding with 0.4 to 0.5 /xmol negative sites per m2. As a consequence, about 3 m 2 g _ 1 
would be required to give a charge reversal at the noted adsorption. This area 
is again 3 to 4 times greater than the value given. 
Surface areas measured with the other methods (BET, microscopy, solute 
adsorption) give, within reasonable limits, about the same results. The fact 
that S M tends to be a little lower can often be removed by introducing a larger 
shape or roughness factor. 
The areas obtained from solute adsorption are relative, due to the uncer-
tainty in ao. However, ao values used for the calculations in table 3-6 have 
some theoretical basis and there is a good mutual agreement between the 
different adsorbates. The tetrabutylammonium ion (TBA) deserves some 
special attention because of its spherical shape and the fact that TBA does not 
form micelles (WEN 1972). Due to this, the assignment of a value to ao (TBA) 
is simple and straightforward. The given value is based on the molecular radius 
(WEN 1972) and the experimental value for adsorption on mercury (KUTA 
and SMOLER 1975). The close agreement of SMB and STBA supports the value of 
ao (MB) and underlines the fundamental difference with Scap. 
The agreement between SBET, SM and Ssoiute, independent of the adsorbate 
used, and the discussions on SMB and Scap and on SM and Scap, suggest that the 
difference with Scap is not only a matter of 'wet' or 'dry' measurements as 
proposed by VAN DEN HUL and LYKLEMA (1968). Nevertheless, drying or 
outgassing at elevated temperatures of a freshly precipitated dispersion is 
equivalent to ageing and a drastic decrease in surface area is registered. How-
ever, when drying is done under mild conditions, preventing aggregation as 
much as possible, as is done for the microscopy, a reasonable value of 5 is 
found, comparing well with the 'wet' areas from solute adsorption. Another 
argument is that the strong aggregation tendency of the Agi sols, resulting 
in a loss of surface area, also occurs in solution, so loosing area is not exclusively 
to the dry state. Moreover, after re-ageing, the same ratio ScapjSMB is obtained, 
showing that the loss in area is monitored by both methods. 
A final attempt to explain the difference between Scap and Ssoiute or SBET is to 
assume adsorption on specific sites on the surface. However, in this case SM 
and Scap should be close and both greater than SBET or Ssoiute, which is not the 
case. 
Apparently for silver iodide a fundamental difference exists between the 
electrochemically measured surface areas and those obtained by microscopy 
or positive adsorption of dyes or other surface active molecules. At the moment 
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there is no conclusive evidence to decide which type of method gives the prefer-
red value. In order to overcome this difficulty the capacitance areas were 
chosen for the electrochemical studies, in which field they are well accepted 
(VAN DEN HUL and LYKLEMA 1966, 1968, ENGEL 1968, PIEPER and D E VOOYS 
1974). However, for the polymer adsorption studies we will use SMB, as we 
believe that in this way more reliable values for the adsorption are found. For 
example, the adsorption of PVA on Agi would be as low as ca. 0.5 mg m - 2 
when S cap is used. Taking a segmental area of 0.25 nm2, the maximum adsorp-
tion in a flat layer is about 0.3 mgm" 2 , so less than half of the polymer would 
be adsorbed in small loops. This is in contradiction with the measured thick-
nesses (KOOPAL and LYKLEMA 1975) and the protective action of a PVA layer 
adsorbed on silver iodide (FLEER et al. 1972). 
3.7. SUMMARY 
Specific surface areas of several silver iodide precipitates and sols were 
measured by the capacitance method, gas adsorption (BET-N2), adsorption 
from solution (methylene blue and 1 ethyl 1' (4-sulfobutyl) 2, 2' cyanine) and 
electron microscopy. Taking an uncertainty margin of 10 to 20/^ the areas 
obtained by gas or solute adsorption and microscopy compare reasonably well. 
However, the capacitance area is always 3 to 4 times greater. This phenomenon 
was reported in the literature before (VAN DEN HUL 1966). The reason for this 
difference is not known and cannot be due to e.g. wrong estimates of molecular 
areas of the adsorbate molecules, shape factors, surface roughness or adsorp-
tion on specific sites. It may have to do with the sample preparation, but it 
would be too simple to attribute the entire effect to the drying of the samples, 
as is necessary for gas adsorption and electron microscopy. 
Surface areas of silver iodide sols strongly decrease upon coagulation or 
precipitation of the sols. A subsequent heat treatment enhances this effect 
and the original sol probably assumes the surface area characteristics of an aged 
precipitate. 
At this moment there is no evidence to decide which values for the area 
should be taken. In electrochemical studies the capacitance area is well accep-
ted and we will use it there. However, for the polymer adsorption studies we 
will use the area based on methylene blue adsorption, otherwise too low ad-
sorptions are found. 
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4. P O L Y V I N Y L A L C O H O L : C H A R A C T E R I Z A T I O N A N D 
S O L U T I O N P R O P E R T I E S 
4.1. SYNTHESIS AND PROPERTIES 
Polyvinyl alcohol (PVA) is a water soluble polymer of relatively simple 
chemical structure, its basic unit being -(CH2 - CHOH) - . In the preparation, 
vinyl acetate is polymerized to polyvinyl acetate (PVAc) and subsequently 
hydrolysed to PVA. For both the polymerization and the hydrolysis several 
methods are known (HACKEL 1968, NORO 1973b), resulting in different PVA's 
(ADELMAN and FERGUSON 1975, WINKLER 1973, NORO 1973a, FINCH 1973a, 
HACKEL 1968). Moreover, in industrial practice complete hydrolysis is seldom 
achieved and the nature of the catalyst used strongly determines the type of 
distribution of the residual acetate groups. An alkaline catalyst favours a 
'blocky' distribution whereas an acid one promotes a random distribution of 
acetate groups (HACKEL 1968, NORO 1973b). 
The majority of the PVA samples used in this study were manufactured by 
Wacker, Germany, one of the oldest producers (HERRMANN and HAEHNEL 
1927, HERRMAN, HAEHNEL and BERG 1932, BERG 1937). The molecular weight 
depends on the mode of polymerization. For low molecular weight samples 
a bulk polymerization process was used, for medium M a solution polymeriza-
tion and for high M a suspension polymerization (WACKER 1975, HACKEL 
1968). The hydrolysis was alkaline catalysed (WACKER 1975, BERG 1937), so 
we may expect a blocky distribution of residual acetate groups. Further specifi-
cations of the samples are listed in table 4 -1 . We designated the samples by two 
numbers, the first giving the approximate relative viscosity of a 4% aqueous 
solution at 20 C and the second the approximate percentage of hydrolysis. 
PVA's 16-98 and 60-99 were manufactured by Konam N.V. Amsterdam. 
Important physical properties for PVA adsorption studies are: solubility, 
solution behaviour and interfacial activity. These properties are not only 
determined by the primary chemical structure but also by secondary effects 
such as: branching, end-groups, irregularities in the chain, stereoregularity, 
residual acetate content, distribution of acetate groups and molecular weight. 
Below we give a short review on these factors. In the later sections a spectros-
copic investigation is described, giving insight in the properties of the PVA 
samples used, followed by viscometry and gel permeation chromatography to 
determine the average molecular weights and molecular weight distributions. 
Finally the solution and conformational parameters are calculated, taking 
into account heterodispersity effects. 
Structural irregularities which may be present to very small extents in PVA, 
are discussed by PRICHARD (1970) and by ZWICK and VAN BOCHOVE (1964). 
Among them carboxyl and sulphate groups are reported which may yield a 
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charged polymer. However, FLEER (1971) has shown that our PVA samples 
are essentially uncharged, which is of utmost importance for the forthcoming 
interpretation of the double layer and electrophoresis studies. 
An irregularity occurring frequently in PVAc is branching. Fortunately 
most side chains may split off during saponification and PVA has little bran-
ching (HAAS 1973, FINCH 1973a, PRICHARD 1970) or be unbranched (WINKLER 
1973, HACKEL 1968). 
Stereoregularity affects properties such as crystallinity and solubility. 
Most probably the crystallinity decreases in the order syndiotactic > atactic > 
isotactic (FINCH 1973a). Our samples are predominantly atactic (see sect. 2.3.2.), 
which is normal for industrial samples (SAKURADA 1968, FUJH 1971, FINCH 
1973a), so stereoregularity will not be an important factor in this study. 
Factors remaining to be considered are the acetate content, its distribution 
along the chain and the molecular weight. They play an important role in this 
study and deserve some extra attention, especially in relation to solution and 
interfacial behaviour. 
The rate of dissolution and the solubility of PVA strongly depends upon 
the degree of hydrolysis. PVA containing 12% acetate groups easily dissolves 
in cold water, but tends to precipitate at high temperatures. Almost fully 
hydrolysed PVA (2% acetate) dissolves quickly only at 80°C, and has the 
tendency to age and form aggregates at room temperature. Completely hydro-
lysed PVA shows this tendency strongly. The main reason for these phenomena 
is the intra- and intermolecular hydrogen bonding between the hydroxyl 
groups, impeding the rate of dissolution and the solubility. On the other hand, 
residual acetate groups, although essentially hydrophobic, prevent hydrogen 
bonding of hydroxyl groups (TOYOSHIMA 1973, TUBBS et al. 1968, TUBBS and 
Wu 1973) and improve the solubility characteristics. Clearly, a random acetate 
distribution is most effective is this respect. To break the internal hydrogen 
bonds and to dissolve the PVA a temperature above the glass transition point 
(ca. 75 °C) is required. The hydrophobic character of the acetate groups is 
noticed in the decrease of the critical temperature of phase separation with 
increasing acetate content (SHAKHOVA and MEERSON 1972). 
The extent of the ageing of PVA solutions is monitored from viscosity 
measurements. At room temperature PVA solutions are reasonably stable if the 
acetate content is more than 1 to 2% (GRUBER et al. 1974). 
An important aspect of the formation of intramolecular hydrogen bonds is 
the appearance of special chain conformations. FUJH et al. (1964) and FUJIWARA 
et al. (1966) have indicated that syndiotatic PVA in solution preferably assumes 
a helix conformation, whereas isotatic PVA prefers a zig-zag structure. Atac-
tic PVA has a more random conformation, although both helix and zig-zag 
structure can be induced by special agents (BELTMAN 1975). The presence of 
some helix-like ordering in PVA solutions containing iodine is indicated by a 
colour reaction (ZWICK 1965, INAGAKI et al. 1972). The colour intensity decrea-
ses with increasing isotacticity, 1, 2-glycol content and acetate content (FINCH 
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1973a, MATSUZAWA et al. 1974). The formation of the PVA iodine complex 
in the presence of a helix stabilizing agent has been used as a basis of an analyti-
cal method for the determination of PVA (ZWICK 1965, LANKVELD 1970, 
FLEER 1971, GARVEY et al. 1974). 
The interfacial properties of PVA have been investigated in many ways. 
Interfacial tension measurements (e.g. SCHOLTENS 1977, HAYASHI et al. 1964, 
LANKVELD and LYKLEMA 1972) show that both the acetate content and distri-
bution are important parameters. Raising the acetate content in PVA from 
I/o to 12% reduces the interfacial activity firmly, an effect which increases 
when the acetate distribution is blocky. Commercial samples of different origin 
with the same molecular weights and acetate content exhibit different interfacial 
activities, reflecting differences in secondary structure. The molecular weight 
dependence of the interfacial tension, y, is small and not unequivocal, PVA's 
from various manufactures behave differently. Low molecular weight PVA of 
Wacker is slightly more interfacially active than its higher molecular weight 
analogs (LANKVELD 1971). 
Adsorption studies both on solid-liquid (e.g. SUGIURA and YABE 1970, 
SUGIURA 1971, FLEER et al. 1972, GARVEY et al. 1974, BARAN et al. 1976) and 
on liquid-liquid interfaces (e.g. LANKVELD and LYKLEMA 1972) show similar 
trends. The acetate content again is an important parameter, an increase in 
acetate content from ca. 1 to 12% generally increases the adsorption. The effect 
of molecular weight on adsorption depends on the acetate content and the 
nature of the adsorbing surface, these effects being more marked than the 
dependence of y on M. Mostly an increase in M is accompanied by an increase 
in the amount adsorbed, this also being found for Wacker PVA (FLEER etal. 
1972, LANKVELD 1970). 
Information on the thickness of adsorbed PVA layers is obtained in various 
ways. SONNTAG (1976) and VAN VLIET (1977) measured thicknesses of free PVA 
88 films of about 50-100 nm, but generally thinner layers are found. Ellipso-
metry of PVA 88 layers in the air-aqueous solution interface gave about 10-30 
nm (ZICHY et al. 1973, VAN VLIET 1977), FLEER and SMITH (1976) measured 
thicknesses of ca. 25 nm on silica's. Various hydrodynamic measurements of 
PVA adsorbed on solid surfaces showed a layer thickness of 5-30 nm (FLEER 
et al. 1972, GARVEY et al. 1974, 1976, KOOPAL and LYKLEMA 1975, BARAN et al. 
1976). As expected from the adsorption and the interfacial tension studies, the 
acetate content, its distribution and the molecular weight of the polymer are 
ruling parameters. Very indirect measures of the layer thickness, such as 
protection and colloidal stability (HAYASHI et al. 1964, SUGIURA 1971, LANK-
VELD and LYKLEMA 1972, FLEER et al. 1972, BARAN et al. 1976), reflect qualita-
tively the same dependencies. 
Summarizing, it is worthwile to not only know the acetate content and 
molecular weight of the samples under study, but also the distribution of 
acetate groups along the main chain and to have an estimate of the other 
structural irregularities present. 
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4.2. SPECTROSCOPIC CHARACTERIZATION 
In the foregoing section it was shown that secondary structural properties 
affect the interfacial behaviour. In order to obtain more insight into the proper-
ties of our samples, ultraviolet and infrared absorption spectra were recorded 
and analyzed. 
4.2.1. UV Spectroscopy 
Ultraviolet absorption spectra (200-400 nm) were obtained for 0.1 % PVA 
aqueous solutions using a Pye Unicam SP 1800 spectrophotometer. They are 
reproduced in fig. 4-1. 
Main absorption bands are found at 225, 280 and 330 nm. According to 
HAAS et al. (1963) and MATSUMOTO et al. (1958) these bands should be assigned 
to -(CH = CH)„ -CO- groups, where n = 1, 2 and 3 for k = 225, 280 and 330 
respectively. Non conjugated carbonyl groups giving an absorption at 265 nm 
are clearly absent. These groups are thought to arise mainly from the presence 
of acetaldehyde (HAAS et al. 1963), what may be added or produced as a side 
reaction during the polymerization (WACKER 1975). 
NISHIN (1961), see e.g. PRITCHARD (1970), gives some semi quantitative equa-
tions based on the molar absorbance of the equivalent free substances. They 
relate the absorbance, A, measured in a 1 cm cuvette, with the molarities of the 
various conjugated groups : 
060 
0.50 
040 
FIG. 4-1. UV absorption spectra of several PVA samples. 
The absorbance, A, of 0.1 % (w/v) PVA solutions is plotted versus the wavelength, L 
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A225 = 10,000 [CH = CH - CO] 
A280 = 22,000 [(CH = CH)2 - CO] 
A330 = 35,000 [(CH = CH)3 - CO] 
(4.1) 
Using the average viscometric molecular weights given in table 4-4 the 
number of conjugated carbonyl containing structures were estimated. The 
results are given in table 4-2. 
Although there is no concensus about the position in the chain where struc-
tural elements of this type are present (HAAS et al. 1963, MATSUMOTO et al. 
1958), the very fact that the total number of groups per molecule is independent 
of the molecular weight suggests that the groups are mainly situated at the ends 
of the PVA chains. The -CH = CH-CO-group is most frequently encountered. 
Differences in -(CH = CH)„-CO- content for different molecular weight 
samples are due to the variations in polymerization conditions for PVA. 
4.2.2. IR Spectroscopy 
Infrared spectra of dry PVA are well known. The main characteristics are 
given by LIANG and PEARSON (1959), PRITCHARD (1970) and FINCH (1973a). 
Fig. 4-2 shows as an example the IR spectra of PVA 48-98 and PVA 40-88 
recorded with a Perkin Elmer 237 spectrophotometer. The other samples 
behave very similarly. Samples were mixed with KBr and compressed into 
wafers with a hydraulic press. 
The bands at 916 and 850 cm - 1 are characteristic of skeletal vibrations and 
their intensity may be used as an empirical indication for the extent of stereore-
gularity. MURAHASHI (1967) proposed the equation: 
% syndiotactic diads = 72.4 (AQIO/ASSO) 0.43 (4.2) 
TABLE 4-2. 
PVA 
3-98 
13-98 
48-98 
16-98 
3-88 
13-88 
40-88 
Number of-(CH = 
number of -{CH 
n = 
0.9 
1.0 
0.7 
0.0 
0.7 
1.3 
1.0 
CH). -
= CH)„ 
groups per molecule 
n = 2 
0.5 
0.1 
0.2 
0.0 
0.6 
0.1 
0.3 
n = 3 
0.2 
0.0 
0.1 
0.0 
0.1 
0.0 
0.0 
CO- groups per molecule and stereoregularity. 
-CO-
total 
1.6 
1.1 
1.0 
0.0 
1.4 
1.4 
1.3 
diads') 
syndio 
"/ 
/ o 
44 
46 
46 
46 
51 
47 
45 
syndio 
25 
28 
27 
27 
34 
28 
27 
triads2) 
hetero 
°/ 
/ o 
40 
40 
40 
40 
42 
41 
40 
iso 
/ o 
35 
32 
33 
33 
24 
31 
33 
') Calculated with eq. (4.3) 
2) Calculated with eq. (4.4) 
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wavenumber /cm-' 
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FIG. 4-2. IR absorption spectra of PVA 48-98 and PVA 40-88. 
Whereas according to KENNY and WILLCOCKSON (1966) 
% syndiotactic triads = 60 (AQIÔ/ASSO) + 7 
% heterotactic triads = 18.7 (AÇIÔ/ASSO) + 34 
% isotatic triads = -78 (Agiô/Asso) + 59 
(4.3) 
A is the absorbance at the indicated wave number. The percentages calculated 
are collected in table 4 -2 . It is clear that our PVA samples are atactic. 
The band at 1145 c m - 1 indicates the crystallinity (TADOKORO et al. 1957, 
MuRAHASHi 1967, HAAS 1957), which is an indirect measure for syndio- or 
heterotacticity since these configurations favour interchain hydrogen bonds. 
Isotactic PVA merely allows for intramolecular hydrogen bonding, leading to 
a planar zig-zag conformation of the main chain rather than to crystallinities 
(FUJII et al. 1964). For PVA 88 the 1145 c m - 1 band intensity is only slightly 
less than for PVA 98. However, the crystallinity of PVA 88 would be far less 
than that of PVA 98 if the residual acetate groups were distributed at random 
along the main chain (TSUNEMITSU and SHOMATA 1968). So, a distribution in 
blocks is most probable. 
Additional evidence for a blocky distribution in PVA 88 is obtained from 
the observed shift of the ester-carbonyl band from 1715 c m - 1 to 1735 c m - 1 . 
Such a shift occurs when the forming of a hydrogen bond between the ~~- C = 0 
group with an adjacent hydroxyl is prevented, e.g. due to the fact that the 
neighbouring group is an acetate group (GULBEKIAN and REYNOLDS 1973, 
TSUNEMITSU and SHOMATA 1968). The blocklike distribution of the acetate 
groups corresponds with the distribution as expected from the hydrolysis 
conditions. PVA 98 exhibited a peak at 1715 c m - 1 and a shoulder at 1735 c m - 1 , 
indicating a more random distribution of acetate groups in these samples. 
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The small bands appearing at 1630 to 1675 cm - 1 are due to the conjugated 
carbonyl structures (DUNCALF and DUNN 1973). Stronger evidence for the 
presence of these groups was obtained by UV spectroscopy. 
MURAHASHI (1967) found that at increasing 1, 2-glycol content the band at 
1090 cm - 1 shifts towards 1060 cm - 1 . In our spectra, there is no such shift, 
indicating a low 1, 2-glycol content. 
Comparing the IR spectra of PVA 98 with PVA 88 the following main dif-
ferences are noted: increasing absorption at 945, 1025, 1250, 1380 and 1740 
cm - 1 , decreasing absorption at 1575 and 3450 cm - 1 if the acetate content 
rises. The appearing bands correspond fairly well with the absorption bands 
found in PVAc spectra (FUJII 1967, BEACHELL et al. 1951). The decrease at 
3450 cm"1 is evidently due to the replacement of hydroxyls by acetate groups. 
The peak at 1575 cm" ' is attributed to acetate ions, showing a relatively higher 
contamination in PVA 98. 
Summarizing the main conclusions from this section we may state that 
the PVA samples are atactic and contain only few detectable irregularities, such 
as 1, 2-glycol- and conjugated carbonyl groups. It is suggested that the latter 
appear as end-group in the polymer chain. We will assume that their influence 
on the adsorption behaviour is small or absent. The acetate groups in PVA 98 
are probably randomly distributed along the main chain, whereas in PVA 88 
these groups are predominantly arranged in blocks. Both the higher acetate 
content and the blocky distribution in PVA 88 may affect the adsorption beha-
viour of these polymers. 
4.3. MOLECULAR WEIGHT AND MOLECULAR WEIGHT DISTRIBUTION 
The average degrees of polymerization given by the supplier (see table 4-1) 
are insufficiently accurate to rely upon. To obtain a better insight in the molecu-
lar weights and their distribution, a viscosity and gel permeation chromatogra-
phy (GPC) study was carried out. 
4.3.1. Viscometry 
Measurements of the viscosity of dilute PVA solutions were made with 
Ubbelohde precision viscometers (KPG, Jenaer Glasswerk, Schott Mainz) 
with a flow-time for water of about 250 s. Special attention was paid to good 
temperature control, cleanliness, vertical alignment and filling of the visco-
meter. Solutions were filtered before use (see e.g. MCCAFFERTY 1970, p. 25). 
Couette and kinetic corrections were applied in accordance with the tables 
supplied with the viscometers. Density and shear corrections were neglected. 
Intrinsic viscosities, [rj ], and Huggins constants, k', for each PVA sample were 
calculated at 25 ± 0.02 C making use of the equations of Huggins 
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^ = fo]n + k'„[n]H2cP (4.4a) 
cP 
and Martin 
In ^ = In [nU + k'u InU cP (4.4b) 
c, p 
where nre is the viscosity ratio excess, cP the polymer concentration. The analysis 
was based on at least four different polymer concentrations in the range 2 to 
10 g d m - 3 , each measured in two different viscometers. 
The intrinsic viscosities from the Huggins or Martin plot for the same poly-
mer differed 2% or less, w'ith [r)]\i > [rj]». The difference between the Huggins 
constants &'H and k'at may be as much as 30/o and always krH > &'M. The 
largest deviations were found for the highest molecular weights. 
SAKAI (1968b) showed in a simulation method that a Huggins plot always 
underestimates [n] and overestimates k'. The Martin equation gives reliable 
results for poor solvents. In good solvents the arithmetic averages of [rj]M and 
[n]u and oik'M give an optimal estimate of [r\] and k'. According to an analysis 
by GRAUBNER (1967) the difference between k'H and k'u should be concentra-
tion and molecular weight dependent, giving larger deviations for higher M 
and/or c. This corresponds with our findings. 
As water is only a poor solvent for PVA (see sect. 4.4.3., SCHOLTENS 1977) 
[r\]\i and k'iA are the best estimates for [n] and k'. Their values are given in 
table 4 -4 . 
The Huggins constants 
Although it is difficult to obtain a rigorous theoretical expression for the 
Huggins constant (YAMAKAWA 1971 sec. 36, FREED and EDWARDS 1975), k' 
may serve as a solvent interaction parameter. For 0-solvents FREED and ED-
WARDS (1975) predict k' = 0.76, other treatments give 0.50 < k' < 0.70 (SAKAI 
1968a, 1970), these values being more in agreement with experimental data. In 
good solvents k' is found empirically to be between 0.25 and 0.35 (see e.g. : 
TANFORD 1961 p. 392, ELIAS 1972 sec. 8.9.3, SAKAI 1968a). However, associa-
tion and branching both tend to increase k' and for polar solvents k' may not 
be a good measure of the solvent power (MOORE and O ' D O W D 1968). For PVA 
in water k' often exceeds 0.5 (BERESNIEWICS 1959a, MATSUMOTO and IMAI 1959, 
GARVEY etal. 1974). 
Taking in consideration that the values of k' given in table 4 - 4 are accurate 
within 10%, it is seen that k' is slightly below 0.5 and hardly dependent on 
molecular weight and acetate content. The fact that k' is independent of M 
agrees with GARVEY et al. (1974), but not with FLEER'S (1971) results who 
found k' increasing with molecular weight for the same polymer samples. 
As k' is independent of molecular weight and identical for PVA 98 and PVA 88, 
we may conclude that the polymer-solvent interaction and/or state of associa-
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tion are roughly equal for the polymer samples used. Judging from k' water is a 
poor solvent for PVA and no serious branching occurs in our samples. 
Viscometric molecular weights 
From intrinsic viscosities, viscosity average molecular weights, Mv or Mva, 
can be calculated with the Mark-Houwink-Sakurada (MHS) equation 
[n] = KMva (MHS) (4.5) 
provided the constants K and a are known. The values of the constants depend 
on the nature of the polymer and solvent and on the temperature. Generally a 
is a measure for the polymer-solvent interaction, for flexible linear polymers 
its ranges between 0.5 for 0-solvents and 0.8-1.0 for very good solvents (FLOR Y 
and Fox 1951, KURATA and STOCKMAYER 1963, TANFORD 1961 sec. 2.3.5). K 
depends mainly on the nature of the polymer. 
K and a can be found by calibrating (4.5) with monodisperse polymer samples, 
or with heterodisperse samples if the molecular weight distribution is known 
and congruent for the different samples (ELIAS 1972, sec. 8.9.7, TANFORD 
1961, p. 411). In the latter case viscosity average molecular weights should 
be used. If the calibration is done with weight (Mw), or number average mole-
cular weights (M „) in principle a correction of K and a is necessary. As a is 
much less than K dependent on the kind of molecular weight used, KURATA et 
al. (1975) suggest that only K need to be corrected. They tabulate correction 
factors as a function of MwjMn for different molecular weight distributions. 
For the PVA-water system many pairs of constants have been reported 
(KURATA et al. 1975, PRITCHARD 1970, FLEER 1971, LANKVELD 1970, GARVEY 
et al. 1974, BERESNIEWICS 1959a, b). KURATA et al. (1975) and PRITCHARD 
(1970) recommend the values of MATSUMOTO and OHYANAGI (1960). These 
authors determined molecular weights of PVA samples, obtained from low 
conversion PVAc, by light scattering and end-group analysis, showing MwjMn 
K 2. Their MHS constants based on M» agreed with results of NAKAJIMA and 
FURUTATE (1949) and of MATSUMOTO and MAEDA (1959) obtained by osmome-
try. The final MHS relation corrected for heterodispersity and recalculated to 
25 C (PRITCHARD 1970) reads : 
[n] = 4.67 x 10- 5 M„0-64 ( d m V 1 : 2 5 ° C ) (4.6) 
Neglecting the difference between fully and 98% hydrolysed PVA we used 
eq. (4.6) to calculate M„ for our PVA 98 samples. Results are given in table 4-4. 
Using eq. (4.6) for PVA 88 is questionable. BERESNIEWICS (1959b) showed 
that both K and a depend on the degree of hydrolysis of the PVA samples. He 
found a rather strong decrease of a and increase of K with increasing acetate 
content. This is in contrast with the results of FLEER (1971) or LANKVELD (1970) 
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0.59 
0.82 
1.05 
1.29 
83 
145 
(208) 
271 
87 
85 
86 
88 
TABLE 4-3. Original data of BERESNIEWICS (1959b) for the least branched PVA samples with 
a degree of hydrolysis of about 87%. 
Sample lOfa]1) 10"3 Mw2) Hydroxyl content 
code dm-'g"1 g mol - 1 % 
CU 
Bi l 
A-ld-II 
A-lc-II 
') Intrinsic viscosities (25°C), obtained from a Huggins plot. 
2) Molecular weight determined by light scattering. 
who found a only slightly lower for PVA 88 than for PVA 98 and with GARVEY 
et al. (1974) who reported for PVA 88 a large value for a and a small value for 
K. 
The difference in results between BERESNIEWICS (1959b) and FLEER (1971) 
or LANKVELD (1970) is largely removed if we select from the data given by 
BERESNIEWICS those of the least branched samples (see table 4-3) and recal-
culate the MHS constants on this basis. Taking into account the heterodispers-
ity we calculated for PVA 87 
[n] = 4.97 x 1(T5 M„°-63 ( d m V 1 : 2 5 C C ) (4.7) 
The value of a in (4.7) is higher than the one (a = 0.58) given by BERESNIEWICS 
(1959b) and about the same as a for fully hydrolysed PVA (eq.(4.6): BERES-
NIEWICS 1959a). As expected qualitatively, branching decreases the constant a. 
This trend is also reported for polystyrene (THURMOND and ZIMM 1952) and for 
dextrans (SENTI et al. 1955, GRANATH 1958). 
Another structural effect which influences the intrinsic viscosity of partially 
hydrolysed PVA is the distribution of residual acetate groups along the main 
chain (SCHOLTENS 1977). BERESNIEWICS (1959b) applied an alkaline hydrolysis 
so his PVA 87 samples are probably blocky. 
Our PVA 88 samples are blocky and there is no indication of substantial 
branching. Regarding this and the fact that (4.7) is not too different from (4.6), 
we prefered to calculate the M„'s for the PVA 88 series with (4.7). Results are 
given in table 4 -4 . 
The agreement between the molecular weights in both series is good as 
should be, because comparable PVA 98 and 88 samples have the same parent 
PVAc. This lends support to (4.7). If we would have used the MHS constants 
of GARVEY et al. (1974), we would have found the molecular weights of the 
PVA 88 series considerably smaller than those of the 98 series. 
Our values for Mv are about 70/o higher than those obtained by FLEER 
(1971) for the same polymers. FLEER established MHS constants with Kura-
ray PVA using molecular weight data given by the supplier, who measured 
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0.318 
0.729 
1.037 
0.813 
1.024 
0.277 
0.695 
1.029 
0.50 
0.46 
0.49 
0.44 
0.52 
0.53 
0.45 
0.47 
27 
98 
170 
116 
165 
23 
98 
183 
TABLE 4-4. Intrinsic viscosities, Huggins constants and viscometric average molecular 
weights of the PVA samples (25 °C). 
PVA 10[>/] *' 10-3A/„') 
dm3g_ 1 g mol"1 
3-98 
13-98 
48-98 
16-98 
60-99 
3-88 
13-88 
40-88 
') MHS constants for the 98 series: a = 0.64 and K = 4.67 x 10_ sdm3g_ 1 . For the 88 series :: 
a = 0.63 and K = 4.97 x 1 0 " ! d r a V ' . 
these according to the Japanese Industrial Standard-K6726 (KURARAY 1976). 
Essentially this standard is the MHS relation of SAKURADA (1944) based on 
osmometric average molecular weights. However, using M„ for the calibration 
of (4.5) leads to systematic errors (KURATA et al. 1975), e.g. for a 'most probable 
distribution' the Japanese Industrial Standard underestimates A/„ by about 
80%. This effect explains the large difference between our results and FLEER'S. 
There is also a great difference between our A/„'s and the data given by the 
supplier, quoted in table 4-1. Probably the MHS constants of DIALER et al. 
(1952) leading to low molecular weights, were used to calculate Mv (WACKER 
1975). These MHS constants deviate seriously from other reported values 
(KURATA et al. 1975). 
4.3.2. Gel Permeation Chromatography 
To obtain information about the molecular weight distribution and as an 
additional independent estimate of the molecular weights a GPC study (see 
e.g.: MOORE 1964, 1967, BILLMEYER 1966, KUBIN 1975) was made. 
The instrument used was a Waters Associates model 200 Gel Permeation 
Chromatograph, located at AKZO Research Laboratory, Arnhem.* Four 
columns, 122 x 9.7 cm each, packed with 'linear Styragel' (Waters Associates) 
swollen in a mixture of 2 volumes hexamethyl phosphorotriamide and 1 volume 
of N-methyl pyrrolidone to which 1% of LiCl was added (HMPT/NMP/ 
LiCl) were employed. The gel was designated by a nominal exclusion limit of 
10s nm (based on the extended chain length of nearly monodisperse polystyre-
ne). Solution concentrations were about 0.5 g/100 cm3 (except for PVA 40-88, 
where the concentration was 0.3%), and 1.25 cm3 aliquots were introduced in 
the first column and flushed through with HMPT/NMP/LiCl. The flow rate 
was 1.03 x 1Ö~2 cm3 s_ 1 and the operating temperature 80CC. A differential 
* We gratefully acknowledge the cooperation of Dr. D. J. GOEDHART. 
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FIG. 4-3. GPC chromatograms, showing detector response, h, as a function of elution 
volume, Vf, for several PVA samples. For experimental conditions see text. 
refractometer (Waters R4) with recorder was used to obtain chromatograms. 
Results for several PVA samples are given in fig. 4-3. 
Calibration procedure 
The area of the chromatogram between two vertical and sufficiently close 
lines is proportional to the weight fraction, w„ of the polymer, wt can be ap-
proximated by wt = hilUhi. The normalized chromatogram gives w (Ve) as a 
function of Ve with w( Ve)d Ve — H>,-. Under the assumption of infinitely high 
resolution w( Ve)d Ve = w(M) dM or 
tun ti/\dv< dW{M) 
W(M) — W( Ve) = 
d M dM 
(4.8a) 
where w(M) is the differential and W(M) the integral weight distribution. Eq. 
(4.8a) can be written also as 
w(M) = w(Ve)M - l dVe din M (4.8b) 
w(Ve) is obtained from the normalized chromatogram and computation of 
w(M) requires either the relation between Ve and M or between Ve and log M. 
As there are no well defined narrow molecular weight fractions of PVA avail-
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able, a direct calibration curve cannot be established. 
GPC work on small molecules has shown that the molecular volume may 
be regarded as the separation parameter (MOORE 1964, SMITH and KOLLMANS-
BERGER 1965, DETERMANN 1968). Based on this, the assumption can be made 
that the polymer size in solution controls the separation. If this assumption 
holds, a calibration procedure independent of polymer chemical structure can 
be obtained. The size parameter often chosen is the hydrodynamic volume of 
the polymer in solution. According to Einstein's viscosity law we can write 
Vh=[n]MKE (4.9) 
where [rç] and M have their usual meaning, Vh is the hydrodynamic volume of 
the particles and KE a constant independent of the nature of the polymer. 
Hence, a plot of log [r]] M vs. elution volume, Ve, should be the same for all 
polymers if the above assumption is correct. For a given gel column combina-
tion, solvent, elution rate, temperature and elution volume, the relation 
ln]x Mx = [nUi Mcal (4.10) 
applies. The index x is for the polymer under research and cal for a well known 
monodisperse calibration polymer. 
Evidence for the correctness of using [rj] M as a calibration parameter is 
given by GRUBISIC et al. (1967). AMBLER and MCINTIRE (1975) show that [y] M 
serves as a universal calibration parameter for polymers with comparable 
flexibility and extent of branching. A theoretical justification for its use for 
linear but structurally different polymers is reported by COLL and GILDINGS 
(1970) and indirectly by Doi (1975). DAWKINS (1972) reports [rj] M as a satis-
factory universal calibration parameter for non polar polymers. For polymers 
considerably more polar than polystyrene (calibration polymer) the applicabili-
ty remains somewhat uncertain. Although PVA belongs to the latter category, 
lack of information necessitates us to use the calibration procedures based on 
[rj] M, as outlined above. 
However, the intrinsic viscosities in HMPT/NMP/LiCl of the PVA frac-
tions were not measured. Hence, (4.10) is not directly applicable: it should 
first be converted into a relation between MPVA and M^\. This can be done with 
an equation relating intrinsic viscosity with molecular weight. In principle two 
equations are available, the MHS relation (4.5) and the FLORY-FOX (1951) 
equation. For the moment we will use the latter in a slightly modified form : 
[//] = ^ o a , 3 M " 2 (4.11) 
K0 is a constant characteristic for a given polymer, independent of molecular 
weight and solvent quality, a, is the linear viscosity expansion factor (KURATA 
and STOCKMAYER 1963, YAMAKAWA 1971 p. 364). Substitution of (4.11) into 
(4.10) and subsequent rearrangement gives : 
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A/» 
A/ca 
%r\, cal 
2 
^O.cal 
2/3 
(4.12) 
In practice the GPC solvent should be a good solvent for both polymers and 
the two polymers are expected to have similar polymer-solvent interactions. 
Under this condition a,,cai ~ a,,x and (4.12) reduces to 
A/* = Ko, cal 
A"o,x 
2/3 
Mc (4.13) 
The use of this type of equation for GPC calibration was forwarded by 
DAWKINS (1968, 1970, 1972) on the basis of some qualitative arguments and on 
experimental results with well characterized polymers. 
Ko is obtained from viscometry and tabulated for many polymers (KURATA 
and STOCKMAYER 1963, KURATA et al. 1975). For a given elution volume, co-
lumn, solvent and temperature combination, (4.13) gives the relation between 
A/cai and Mx. Taking chromatograms of well-defined monodisperse polymer 
fractions, the relation between Ve and Mcai is found, which is converted to 
A/x(Ke) with (4.13). 
For the calibration nearly monodisperse polystyrene (PS) samples (MwjMn 
< 1.1) from Pressure Chemical Company, Pittsburg, were used. Molecular 
weights, retention volumes in the system used and intrinsic viscosities in 
HMPT/NMP/LiCl at 80°C of these samples are given in table 4 -5 (GOED-
HART 1975). 
Making use of the BURCHARD (1961)-STOCKMAYER-FIXMAN (1963) equation 
(BSF) for heterodisperse polymers (see sect. 4.4.2.) 
[n] = Ko (A/„.5)°-5 + B' My, (4.14) 
TABLE 4-5. Molecular weights of PS calibration samples (Mw\Mn < 1.1) and their retention 
volumes and intrinsic viscosities in HMPT/NMP/LiCl at 80UC (GOEDHART 1975). 
PS 
sample code 
10"3A/W 
g mol - 1 
10-3MP ' 
g mol " ' 
V, 
cm3 
10 fo] 
dmV1 
16A 
12B 
8B 
7B 
4B 
5A 
13A 
0.6 
2.1 
10 
37 
110 
507 
670 
0.6 
2.0 
9.7 
36 
106 
483 
655 
(200) 
192 
179 
168 
159 
143 
140 
0.019 
0.030 
0.086 
0.182 
0.402 
1.121 
1.330 
' ) Mp = M (peak) » (MWM„)0S ( T U N G 1967, BERGER and SCHULTZ 1965). 
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(B' is a polymer-solvent interaction parameter) we found for PS K0,PS = 
7.6 x 10~5 (dm3 mol r 0 - 5 g~ 1 5 ) taking a Schultz-Flory distribution of mole-
cular weights (see e.g. ELIAS 1972 Ch. 2.8). This value corresponds reason-
ably with those reported in literature (KURATA et al. 1975, VAN KREVELEN 
1972). 
For Ko of PVA 98 and 88 we analysed our intrinsic viscosity data of PVA in 
aqueous solution. Assuming that (4.13) is correct, the heterodispersity coeffi-
cients, Mv.sIMm and MwjMva, can be calculated with preliminary values of Ko. 
Using these and M„„'s from table 4 -4 we obtained 
KO.PVAQS = 15.5 x 10 - 5 (dm 3 mol o - s g- 1 - 5 ) 
tfo.pvAss = 15.8 x l O - ' f d m ' m o P - ' g - 1 - 3 ) 
Literature data and a discussion of KO.PW are given in table 4 -8 and sect. 
4.4.3. Substituting the respective values of Ko in (4.13) we obtain 
M P V A 9 8 = 0.60 Mps 
MpvA88 = 0.61 Mps 
(4.15a) 
(4.15b) 
The calibration curves for both PVA series are now readily established from 
the relation between Mps and Ve. For PVA 98 the result is shown in fig. 4 -4 . 
From this graph dKe/d In M is found ; substitution in (4.8b) leads to w(M) and 
average molecular weights and heterodispersity coefficients have been calculat-
ed in table 4 -6 . 
o 5 
FIG. 4-4. Molecular weight cali-
bration curves for polystyrene 
and PVA 98 in HMPT/NMP/ 
LiCl at 80°C. Log M is given as a 
function of the elution volume, 
Ve- O, M(peak) polystyrene stan-
dards; —, PVA 98 calibration 
curve, calculated with eq. (4.15a). 
"Mr 125 150 
Ve/cm3 
175 
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Results and discussion 
The viscometric average molecular weights obtained from viscometry and 
those calculated from GPC, agree reasonably well. The differences in the 
dispersity for the different polymer samples may be attributable to differences 
in polymerization conditions. In order to see the limitations of the GPC results 
we will end this section with a short discussion of (4.15). 
DONDOS and BENOIT (1971) showed that A"o for polar polymers in polar 
solvents may be different from Ko in apolar or slightly polar solvents. Further-
more, Ko depends on temperature (FLORY 1969, Ch. 2). As far as we know, 
viscosity data for PVA have been obtained in aqueous solutions (KURATA 
et al. 1975), alcohol-water mixtures (WOLFRAM and NAGY 1968) and water-
dioxane mixtures (DIEU 1954). From these studies we may infer that Ko 
depends on the kind of mixture and the temperature. In a theoretical study 
BLEHA and VALKO (1976) showed that the unperturbed dimensions of isotactic 
PVA and so Ko depend on the solvent polarity and temperature. Of these 
effects probably the temperature effect dominates and a decrease in Ko, PVA 
of about 30% is possible, resulting in an equivalent increase in MPVA. 
To obtain (4.13) we assumed a,,» = a,.Cai, this may be another source of 
error. HMPT/NMP/LiCl is a polar solvent, capable of forming hydrogen 
bonds. Hence, we would expect it to be a better solvent for PVA than for PS, 
and a,, PVA > à,, ps giving a decrease in MPVA. This effect and its dependence on 
molecular weight is more clearly seen if we substitute in (4.10) the Mark-
Houwink-Sakurada equation in stead of the Flory-Fox relation. The result is 
Mx = 
KCl 
Kx 
(Mca l)" (4.16) 
•„, öcal + 1 j 1 
with p = and q = ax + 1 ax + 1 
Eq. (4.16) will be equivalent to (4.15) only when p = 1 or ax = acai. A differ-
ence in solvent quality is expressed as a difference in ax and aca\. From table 4 - 5 
we calculated aps = 0.68. Taking for instance ÛPVA = 0.70, would lead to a 
decrease in MPVA of 9 to 15/o for the molecular weight range studied. Obvious-
ly, both the average molecular weights and heterodispersity coefficients are 
affected. 
In conclusion, the errors in Ko and a, or a tend to compensate each other and 
the calibration procedure will give reasonable results. The heterodispersity 
coefficients can be used as given in table 4-6, accepting some uncertainty in 
their numerical values. 
Summarizing briefly the results of this section it can be stated that the 
magnitudes of the Huggins constants,/^indicate that water is a relatively poor 
solvent for PVA and that no substantial branching exists in the samples, k' 
is independent of molecular weight and about the same for PVA 98 and 88, 
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suggesting that the polymer-solvent interaction and/or state of association are 
about identical for the polymer samples used. 
Molecular weights determined by viscometry and gel permeation chromato-
graphy agree reasonably. The samples have a rather broad molecular weight 
distribution varying with the average degree of polymerization as a result of the 
different polymerization methods used. A summary of the data is given in 
table 4-6. 
4.4. CONFORMATION AND SOLUTION PARAMETERS 
The polymer conformation in solution is the initial conformation at the 
moment of adsorption and we may expect a correlation with the adsorption 
properties. Moreover, the conformation in solution is to a large extend deter-
mined by the solvent quality, which also plays an important role for the con-
formation at the interface. Although there may be some doubt about its value 
in the polymer-solvent layer very close to the surface, it is a good measure of 
the solvent power in the regions where loops protrude into the solution. In view 
of this the conformational parameters and the solvent quality have been deter-
mined. 
4.4.1. Theoretical introduction 
In dilute polymer solutions, quantities such as average molecular dimensions, 
intrinsic viscosities and second virial coefficients, may be expressed in two 
basic parameters. One is the mean square end-to-end distance, <//2>o,of a 
chain in the theta state, and the other is the excluded volume parameter, z. 
Although z and <h2>o are interrelated, they are generally accepted parame-
ters. The parameter z is proportional to the 'effective' excluded volume for a 
pair of chain segments at infinite dilution and also to the square root of the 
number of segments in the chain (YAMAKAWA 1971, FLORY 1975). 
Conformational statistics and consideration of the chain structure at atomic 
level are used to calculate the quantity <h2>0. Generally for a polymer with 
bond length /, and number of bonds n, 
<A2>o = C n / 2 (4.17) 
where C is the 'characteristic ratio'. For large flexible polymers, C is inde-
pendent of« but depends on the nature of the polymer (FLORY 1969,1975). For 
simple polymer chains C can be calculated from the bond angle and the rota-
tional energies. Usually C is in the range of 4 to 10. 
Another molecular dimensions often used is the unperturbed mean square 
radius of gyration, <s2>o, (FLORY and FISK 1966, FLORY 1969) which for 
infinitely long chains amounts to 
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< i 2 > o = - C n / 2 (n -• oo) (4.18a) 
6 
or 
<s2>o = - <h2>0 (4.18b) 
6 
In order to apply random flight statistics in the development of the theory of 
polymer solutions, KUHN (1934) postulated the concept of the 'equivalent 
chain'. In this picture the real unperturbed chain is replaced by a random flight 
chain which is composed of JV bonds of length L, having the same end-to-end 
distance at full extension, hm (the contour length). Its mean square end-to-end 
distance is equal to that of the chain under consideration, that is 
<h2>0 = NL2 (4.19) 
A further specification of N and L is obtained through the contour length 
hm = NL (4.20) 
However, in the two-parameter theory of dilute solutions of flexible polymers 
N and L never appear separately, and their individual values have no great 
significance (YAMAKAWA 1971, FLORY 1975). Therefore (4.17) would be equally 
usefull if for instance l^JC, as the effective bond length were chosen. 
Especially in good solvents a real polymer chain tends to be more expanded 
than would be expected from the statistics of unperturbed chains. To express 
the mean square end-to-end distance, <h2>, and the mean square radius of 
gyration, < s 2 > , of a real chain we may write 
<h2> = <h2>0 a.H2 (4.21) 
and 
<s2> = <s2>o as2 (4.22) 
The parameter a is the linear expansion factor of the polymer chain. It 
increases with increasing solvent power. In principle the a's in (4.21) and (4.22) 
differ slightly (YAMAKAWA 1971, sec. 15), but if we ignore this 
<s2>K-<h2> (n -»•oo) (4.23) 
6 
.i 
Theoretical approximations of a given by perturbation theory are commonly 
encountered in terms of the excluded volume parameter, z. YAMAKAWA (1971, 
Ch. 3) gives an extensive account on this subject. We have chosen a first order 
equation derived by FIXMAN (1955, 1962) yielding as for small values of z 
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z = ' <A
2><T 3 / 2 ßm2 = 0.330 BA~3M1'2 (4.25) 
as
3
 = 1 + 2z + ••• x afc3 (4.24) 
The parameter z is defined by 
J_ 
.271 
with m the number of segments of the chain, 
B = ßM,'2 = v2(l - 2Z) ( K i ^ ) - 1 (4.26) 
and 
/f2 s <h1>oM~x =Cl2n(mM.)-1 (4.27) 
A/s = molecular weight of a segment, v = specific volume of the polymer, 
V\ = molar volume of the solvent and NA = Avogradro's number, ß is the 
binary cluster integral for a pair of segments, it represents the effective volume 
excluded to one segment by the presence of another, ß is large in good solvents 
where preferential attractions occur between the polymer segment and the 
solvent molecule, zero in the 0-point and negative in very poor solvents, ßm2 
is just twice the total excluded volume between segments (YAMAKAWA 1971, 
Ch. 3, TANFORD 1961, sec. 12, FLORY 1953, Ch. XII). The interaction between 
polymer and solvent is more commonly expressed in FLORY'S interaction 
parameter x- A is a constant characteristic for a given series of polymer homo-
logs. 
In order to characterize these properties, an experimental determination of 
<h2 >o and a is needed. The most common practice involves determination of 
the intrinsic viscosities of the polymers in dilute solution as function of mole-
cular weights (STAUDINGER 1960, FLORY 1953, Ch. XVI, YAMAKAWA 1971, 
Ch. 7). 
According to the KIRKWOOD-RISEMAN (1948) theory of viscous flow including 
hydrodynamic interaction, the intrinsic viscosity of an unperturbed linear 
flexible chain may be written as 
[n]o = <P0 <h2>o3'2 M~l (4.28) 
with 
* o = |"|1 ' NA[XF(X)] (4.29) 
where A' is a draining parameter, the poorer the polymer coil is drained, the 
higher A'is. XF(X) is tabulated by YAMAKAWA (1971) p. 269. <Po is the viscosity 
constant. In the non-free-draining limit (no drainage at all) A'becomes infinite 
and <Po approaches a constant value. In this limit flexible linear polymers in their 
unperturbed state behave hydrodynamically as rigid spheres and 4>o is consider-
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ed as a universal constant. The Kirkwood-Riseman theory then gives XF(X) — 
1.259 (corrected value) leading to $o = 2.87 x 1023. A discussion of other 
theoretical estimates of <Po has been given by YAMAKAWA (1971) sec. 34. The 
best experimental value of <Po based on viscosity and light scattering measure-
ments is (2.5 ± 0.1) 1023 (YAMAKAWA 1971, sec. 39, FLORY 1969, Ch. 2) FLORY 
suggests use of the value 2.6 x 1023. Eq. (4.28) is also known in the following 
form 
fa]o = Ko M1'2 (4.30) 
with 
Ko = <Po <h2>o3l2M-312 = <PoA3 (4.31) 
As A and 4>o are constants, fa]o becomes proportional to M1'2. All of this 
applies to 0-conditions. However, under non-0-conditions flexible chains 
have perturbed dimensions and far more often obey the empirical Mark-
Houwink-Sakurada equation (4.5), with an exponent, a, depending on the 
solvent quality (see sect. 4.3., FLORY and Fox 1951, KURATA and STOCKMAYER 
1963). Values of a greater than 0.5 must be interpreted as arising from the 
excluded volume effect (FLORY 1953). 
Replacing fa]oby fa], <h2>oby <h2> and <Po by <P in (4.28) the (empirical) 
FLORY-FOX (1951) equation for flexible non-free-draining linear polymers is 
found 
fa] = <P <h2> 3 / 2 M _ 1 (4.32) 
Originally <P was regarded as a universal viscosity constant. In general, 
however, <£ depends on the excluded volume effect. Equations (4.32) and 
(4.28) can be related to each other if the linear viscosity expansion factor, a,, is 
defined as 
a,3 = fa] fa]o_1 (4.33) 
Substitution in (4.28) gives the modified Flory-Fox equation 
fa] = 4>o < / î 2 > o 3 / 2 a , 3 M - 1 = K0an3 M1'2 (4.34) 
This equation was already used in sect. 4.3.2. From (4.21), (4.32) and (4.34) 
follows 
<*> = «Po«,3«*"3 (4.35) 
The viscometric radius of a polymer molecule is less sensitive to a change in 
solvent power than is the end-to-end distance (YAMAKAWA 1971, sec. 35), so, 
a, < a*. The approximation <x„ = a», although often made, is very poor especial-
ly in not too good solvents. KURATA and YAMAKAWA (1958) were the first who 
developed an expression for a,3 for small z 
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a,3 = 1 + 1.55 z + ••• (4.36) 
Hereafter several other theoretical approximations were reported, giving a 
different value for the coefficient of z. STOCKMAYER and ALBRECHT (1958) give 
1.74, FIXMAN (1966) 1.80 and YAMAKAWA and TANAKA (1971) 1.06. These 
values may be compared with a value of about 2 for the first coefficient in the 
series expansion of ocs3 (or a»,3), see (4.24). 
Experimental light scattering and viscometry results of TANAKA et al. (1970), 
KAWAHARA et al. (1968) and those collected from literature by YAMAKAWA 
(1971, sec. 41) suggest that the coefficient of z is between 1.06 and 1.55. Higher 
values for it overestimate a,. As the coefficient 1.55 is commonly used, we 
adopt (4.36), keeping in mind that this may still overestimate an or under-
estimate z. 
Eqs. (4.34) and (4.36) provide the tools to calculate the characteristic dimen-
sions of a polymer in solution when [rç]'s are know for a series of polymer 
homologs with different molecular weights. Following the procedure described 
by STOCKMAYER and FIXMAN (1963) the BURCHARD (1961) - STOCKMAYER -
FIXMAN (BSF) relation is found from (4.36), (4.34) and (4.25) 
[rj] = Ko Mil2 + 0.51 <PoBM (BSF) (4.37) 
In a slightly different form this equation was presented in sect. 4.3.2. Plot-
ting [rç] M05 against M°s for a series of monodisperse polymer homologs 
should result in a straight line. The ordinate axis intercept equals Ko and the 
slope is proportional to the polymer-solvent interaction parameter B, from 
which x can be obtained. 
A discussion of the BSF relation and the reliability of the derived parameters 
Ko and B, also in relation to alternative methods to deduce Ko and B from 
viscometry, has been given by INAGAKI et al. (1966), TANAKA et al. (1970) and by 
YAMAKAWA (1971, sec. 39). Mostly the validity of (4.37) is limited to small 
expansion factors as expected from the restriction on (4.36). However, STACY 
and ARNETT (1973) also find in good solvents correct values for Ko and ac-
cording to GUAITA and CHIANTORE (1975) the BSF relation can be considered 
as a satisfactory mathematical tool in theta and good solvents. Other methods 
offer merely an improvement for large M and/or a. Below molecular weights 
of about 10,000 the BSF relation breaks down, probably due to the fact that 
random flight statistics is no longer applicable. 
4.4.2. Heterodispersity effects 
So far the discussion has not included heterodispersity effects. However, in 
practice almost all polymers are heterodisperse, as are ours. In order to ac-
count for the heterodispersity, the derived equations have to be modified. To 
this end one should know the kind of average the measured parameter is (in 
our case [>j]), and the way of averaging of other molecular weight dependent 
quantities should be consistent. 
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The viscosity ratio excess of a monodisperse polymer solution of concen-
tration cp reads 
r\re = cp \r\\ for cp -* 0 
For a heterodisperse sample containing ƒ monodisperse fractions 
Y],e = %Y\re,i = ? C j [rj]i 
and 
r„] = ^ = ?^M
 (c,_0) (4.38) 
Cp £ c, 
i 
Applying this procedure to (4.30) 
ÏCih]o, i Ic.A/,0-5 
hlo = -*— = Ko^— 
S Ci L e» 
i i 
fo]o = Ko (Mv.5)os (4.39) 
When another molecular weight average is used instead, [/j]o becomes 
[rç]o* and contains a heterodispersity contribution. If, for instance, M„, is used 
[,K - hi. ( £ f ' 
The Flory-Fox relation, (4.34), reads for heterodisperse polymers 
fol^o-« 
Assuming that the empirical MHS equation, with constants a and K, holds, 
the molecular weight dependence of a,,*3 is given by 
aii. <3 = k<xMi 
with e = a - 0.5 and k* = K Ko"1, two constants and the FF relation is trans-
formed in the MHS equation : 
M = Ko k. (Mv.)e+0-5 = K(Mva)° (4.5) 
Using the definition of <a , 3 > we find 
< a „ 3 > s _ M = = * . J M = k (4.40) 
Ink (Mv.s)05 
If, as generally is done, < a,> is obtained from [rç] and [rj]o*, it still contains 
a heterodispersity effect. Using (4.40) the FF equation becomes 
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[n] = Ko(Mv.s)°-5 <a„3> (4.41) 
Another aproach is to insert a theoretical expression for a, in the FF equa-
tion. This leads to the BSF relation, (4.37), which for heterodisperse polymers 
reads 
I a Mi05 I a Mt 
[rj] = Ko J-—— + 0.51 4>o B -i 
£ Ci £ et 
or 
[ri] = Ko (M„.s)0-5 + 0.51 <*>o B Mw (4.42) 
From this equation and the definition of < a,3 > another formula to estimate 
<a , 3 > is obtained: 
<«,*> = 1 + 0.51 BA-*Mw (4.43) 
(Mv.5) ' 
Combining (4.43) with (4.36) gives a relation for <z>, from which in turn 
<a s> can be calculated using (4.24). 
Eqs. (4.40) and (4.43) are essentially different, due to the fact that (4.40) is 
based on the empirical MHS relation and (4.43) on perturbation theory. 
Mathematically these treatments are incompatible. 
The rather unusual molecular weight averages needed in the different equa-
tions can be found only when the molecular weight distribution is known. 
In literature other molecular weight averages are commonly used and the 
obtained parameters still contain heterodispersity contributions. For instance, 
using M va instead of A/0.s and Mw in the BSF relation would give 
[n] = Ko* (Mva)0-5 + 0.51 <Po B* Mva 
while the correct equation reads 
fo] = Ko r * M ° ' 5 (Mva)05 + 0.51 0o B [ ^ 1 Mva \_Mva\ LA/„„J 
When polymers with similar molecular weight distributions are used, trie 
heterodispersity corrections are constants and the magnitude of the errors 
made, depend on the solvent quality, the molecular weight distribution and the 
average molecular weights used. In very good solvents Ko* and B* differ 
relatively little from Ko and B respectively, in nearly 0-solvents B* is about 
B but Ko* is markedly smaller than Ko if Mw or Mm is used. When M„ or Mz is 
substituted the errors in A^o and B become larger. 
52 Meded. Landbouwhogeschool Wageningen 78-12 (1978) 
When the samples differ in molecular weight distribution the errors are 
very dependent on the differences in heterodispersity. When corrections are 
not used a straight line BSF plot is due solely to fortuitous compensation. 
4.4.3. Results and discussion 
Using the intrinsic viscosities, heterodispersity coefficients given in table 
4-6 and the molecular weights obtained with the MHS equation, BSF plots of 
PVA 98 and PVA 88 are shown in fig. 4-5. Included also are some earlier results 
of FLEER (1971), recalculated to 25 °C (PRITCHARD 1970), for the same poly-
mers. There is a close agreement with our results. The use of Mv (MHS) in-
troduces an element of circuity into the argument, but we prefer these averages 
to the G PC molecular weights because of the greater uncertainties in the latter. 
Although (4.36) and (4.37) are theoretically valid up to about | < z > | = 
0.15, the BSF plots give reasonably straight lines over the whole molecular 
weight range studied. In view of this, we assumed that the dependence of 
< a s > on < 2 > given by (4.24) is also a reasonable approximation and for 
that reason < a s > was calculated with it. These and other characteristic 
parameters together with chain dimensions calculated are collected in table 
4-7.The effective length of a segment is 2 / C 0 5 . Values of x were found by 
substituting in (4.26) v = 0.77 cm 3g _ 1 (BRANDRUP and IMMERGUT 1965), 
Vi = 18 cm 3mol _ 1 and NA = 6.02 x 1023. For 4>0 the value 2.6 x 1023 
(FLORY 1969) was taken. 
PVA 9 8 ^ 
E 
•o 
100 200 300. 400 500 600 
FIG. 4-5. BURCHARD - STOCKMAYER - FIXMAN plot for PVA 98 and PVA 88. 
A, present results, • , results based on intrinsic viscosity data of FLEER (1971). 
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Table 4-7. Polyvinylalcohol solution parameters and dimensions. 
PVA 
series 
98 
88 
PVA 
sample 
3-98 
13-98 
48-98 
16-98 
3-88 
13-88 
40-88 
105K0 
dm3mol°-
<<*„> 
1.07 
1.14 
1.17 
1.15 
1.06 
1.13 
1.17 
16.5 
15.8 
l g - I . S 
<z> 
0.14 
0.30 
0.39 
0.33 
0.13 
0.30 
0.38 
C 
7.0 
7.4 
< 0 t s > 
1.09 
1.17 
1.27 
1.18 
1.08 
1.17 
1.21 
IC05 
nm 
0.41 
0.42 
<h2>o.v°s 
nm 
14.0 
26.8 
35.3 
29.2 
12.8 
26.5 
36.3 
^ . 2 , . 0.5 
nm 
5.72 
10.94 
14.41 
11.92 
5.22 
10.82 
14.82 
C/2-Z) 
0.0133 
0.0123 
<s2>v
os 
nm 
6.23 
12.80 
18.30 
14.07 
5.64 
12.66 
17.93 
X 
0.487 
0.488 
') 
') End-to-end distances and radii of gyration were calculated with Mv (MHS), this is indicat-
ed with an index v. 
For comparison purposes literature data for Ko and x of aqueous PVA 
solutions, complemented with some calculated values, are collected in table 
4 - 8 . 
In the case of PVA 98-100 the spread of the Ko values is rather great. The 
high values of Ko are all based on very old literature and some of them are 
calculated using number average molecular weights, which results in large 
errors. The lower Ko values are essentially based on the work of MATSUMOTO 
and OHYANAGI (1960) and BERESNIEWICS (1959a, b). The results of WOLFRAM 
and NAGY (1968) are based on the uncorrected MHS constants of MATSUMO-
TO and OHYANAGI. 
A brief summary of the work of MATSUMOTO and OHYANAGI was given in 
sect. 4.3.1. With the extensive data given in their paper, a BSF plot taking into 
account the heterodispersity, is constructed, see fig. 4 -6 . It shows linear 
behaviour up to molecular weights of about 160,000 but for higher molecular 
weights < a , 3 > is overestimated. The values of Ko and % obtained may be 
considered as the best (viscometric) estimates of these parameters for PVA 100 
at 30°C. Recalculated to 25°C these values are 15.6 x 10~5 dm3 mo l ° - 5 g" , s 
and 0.484 respectively. 
The BSF plot easily overestimates Ko and x when only a few 'low' molecular 
weight samples are included. This is shown in the values given in brackets in the 
second row of table 4 -8 , based on samples with a molecular weight > 160,000. 
In contrast, the MHS plot is linear over the whole molecular weight range 
studied (MATSUMOTO and OHYANAGI) and the spread about the line is less. 
Evidently, the dependence of < a , 3 > on molecular weight as expressed in 
(4.40) applies over a much wider range of M. GARVEY et al. (1974) found the 
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FIG. 4-6. BURCHARD - STOCKMAYER - FIXMAN plot for PVA, covering a wide molecular 
weight range; based upon results of MATSUMOTO and OHYANAGI (1960). 
same for PVA 88. 
Comparing the experimental values of % one should take into account that 
its value depends on the chosen relation between a, and z, and on the value of 
4>o- To avoid the last difficulty the experimental values given in table 4 -8 
are all (re)calculated with <Po = 2.6 x 1023. A theoretical inspection of the rela-
tions between a.n and z, shows that x (K.S) (KURATA and STOCKMAYER 1963) and 
X (FFS) (FLORY-FOX-SCHAEFGEN, see FLORY and Fox 1951) should come out 
larger than x (BSF). This should be taken into account also when the experimen-
tal and calculated values are compared. 
Our experimental values of PVA 98 are slightly higher than those of MATSU-
MOTO and OHYANAGI. This may be due to the weight given to the highest 
molecular weight samples in the BSF plot. 
For PVA 88 only a small quantity of material is available and it is difficult 
to assign a best value. GARVEY et al. (1974) measured weight average molecular 
weights of several samples and established MHS constants without hetero-
dispersity corrections. The resulting equation was used to obtain the molecular 
weights of the remaining samples. Correcting for hejerodispersity would 
probably lead to slightly higher values of Ko and x- The remaining difference 
with the other values quoted could be due to differences in secondary struc-
ture, for instance the distribution of the residual acetate groups. 
In combining the MHS relation with known constants and the BSF equa-
tion, it is possible to calculate Ko and x with given molecular weights. However, 
mathematically the two equations are incompatible and values of Ko and x 
still depend somewhat on the molecular weights used. Taking reasonable 
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values for M the difference between the calculated and experimental values of 
Ko is within 5% and for x about 1 %. An empirical equation proposed by VAN 
KREVELEN (1972) relating K and a with Ko gives about the same values for Ko. 
In conclusion, if a MHS equation is used to calculate molecular weights, then 
values of K0 and / are determined within narrow limits by the values of a and K. 
Our experimental values are slightly higher than the calculated ones, due to 
the weight given to the higher molecular weight samples in the BSF plot. 
A check on <an> was made by calculating it using (4.40). The difference 
with the original < a , > was small, about 2.5% for PVA 98 and 1.5% for the 
88 series. 
In comparison with other simple vinylpolymers such as polyethylene or 
polypropylene Ko and C are relatively large (KURATA and STOCKMAYER 1963, 
FLORY 1969 Ch. II, DONDOS and BENOIT 1971). A relatively large steric hin-
drance can be due to interactions between chain segments, but also to water 
association with the hydroxyl groups. This would give rise to an increase in 
apparent molar volume which is equivalent to a larger steric hindrance. An 
argument against polymer-water association is the magnitude of the polymer-
solvent interaction parameter, %. In ©-solvents x = 0-5, in better solvents x 
decreases with solvent quality (FLORY 1953). The values obtained for x show 
that water is only a poor solvent for PVA and that the difference between PVA 
98 and 88 is neglectible. The same kind of information was gained from the 
Huggins constants (see sect. 4.3.1.). Probably the higher content of hydro-
philic groups in PVA 98 as compared with PVA 88 is compensated by more 
intramolecular interactions. Evidence for some structuring in PVA chains in 
solution is given by FUJH et al. ( 1964), FUJIWARA et al. ( 1966), ZWICK ( 1965) and 
INAGAKI et al. (1972). Taking into account that polymer-solvent and polymer-
polymer interactions are competitive, we conclude that the large values of Ko 
and C suggest intersegmental interactions in the polymer chain. 
4.5. SUMMARY 
Several PVA samples differing in molecular weight and hydroxyl content 
were studied. Emphasis was given to properties such as: structural irregulari-
ties, stereoregularity, the acetate content and its distribution and molecular 
weight, which can be related to solution and interfacial behaviour of PVA. 
From UV and IR spectra it was concluded that the samples used were 
atactic, contained no or very little 1, 2-glycol units and one or two conjugated 
carbonyl groups per molecule, probably present as end-groups. The acetate 
groups in the series of PVA with an hydroxyl content of about 88 mol %, 
PVA 88, are predominantly distributed in blocks along the chain. The PVA 98 
samples have a more random distribution of these groups. 
The magnitude of the Huggins constants, obtained from viscometry, suggest 
that no serious branching occurs in the samples and that water is a relatively 
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poor solvent, k' is independent of molecular weight and about the same for 
both types of PVA. 
Viscometric molecular weights were calculated using the Mark-Houwink-
Sakurada equation. For PVA 98 the constants a = 0.64 and K = 4.67 x 10"5 
dm3g - 1 of MATSUMOTO and OHYANAGI (1960) were used, whereas for PVA 88 
new constants were calculated (a = 0.63, K = 4.97 x 10"5 dm3g~ '), based on 
the data of BERENIEWICS ( 1959b), taking into account the least branched samples 
only. The molecular weight distribution was found from gel permeation chro-
matography, G PC, using the unperturbed viscosity constant, Ko, as a charac-
teristic dimension and nearly monodisperse polystyrene samples for the cali-
bration. The distributions are rather broad and vary with the degree of poly-
merization, due to the differences in the polymerization methods. Average 
molecular weights obtained by G PC and viscometry agree reasonably. 
Viscometry is also used to obtain the properties of the PVA samples in 
solution. Unperturbed dimensions, linear expansion factors and polymer-
solvent interaction parameters were calculated, taking into account heterodis-
persity effects. The differences between PVA 98 and 88 are small. Again, the 
solvent quality is found about the same for both kinds of PVA, water being a 
relatively poor solvent. For PVA 88 a slightly greater value is found for the 
steric hindrance or characteristic ratio. The relative magnitude of this parame-
ter, combined with the fact that water is a poor solvent for both PVA 98 and 
PVA 88, suggests that intersegmental interactions occur in the polymer chain. 
A literature review of the solution parameters shows that our values for 
PVA 98 agree well with the best literature data. For PVA 88 such a conclusion 
is not possible due to the limited number of data. 
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A D S O R P T I O N O F P O L Y V I N Y L A L C O H O L ON 
S I L V E R I O D I D E 
5.1. INTRODUCTION 
In the last twenty five years much work, both experimental and theoretical 
has been devoted to adsorption of polymers and considerable insight into its 
mechanism has been gained. An extensive review of the early work has been 
given by PATAT et al. (1964) and more recent literature is included in review 
articles by STROMBERG (1967), SILBERBERG (1971), VINCENT (1974), ROE (1974) 
and LIPATOV and SERGEEVA (1974, 1976). One of the principle concerns in the 
study of polymer adsorption is the conformation of the adsorbed layer. As 
shown in chapter 1. at least three parameters are necessary to characterize 
such a layer : 
1. the total adsorbed amount, rp, 
2. the amount, rA, adsorbed in the first layer or the degree of occupancy, 0, of 
that layer 
3. the segment density distribution, p(x), or alternatively some insight into the 
effective layer thickness, ~S. 
In this chapter we shall treat the adsorption isotherm, Tp as a function of the 
polymer concentration, cP. In the next chapter electrical double layer and elec-
trophoresis measurements are invoked to obtain 0 or rA and ~S as a function of 
the adsorbed amount rp. Finally a description of the adsorbed layer is given. 
5.2. THE ADSORPTION ISOTHERM 
5.2.1. General features 
Of the three above mentioned parameters the adsorption isotherm is general-
ly the easiest to establish. On solid adsorbents, the total adsorption is readily 
found from the difference in the polymer concentration before and after 
adsorption. The amount adsorbed is generally observed to remain almost 
independent of the bulk concentration over a large part of the range that is 
studied in practice. When several orders of magnitudes of bulk concentrations 
are investigated often a slight increase is noticed in the adsorption plateau, 
such an increase being theoretically expected. The rise to the plateau value is 
very steep and occurs often at so dilute a concentration that its experimental 
determination is impossible. This is a serious disadvantage, as the intial part 
of the isotherm where molecules can adsorb in an isolated state, is especially 
interesting for comparison with adsorption theories (e.g. SILBERBERG 1967, 
1972, HOEVE 1965, 1971,1976, MOTOMURA et al. 1971b, RUBIN 1966). 
Another problem in relation to adsorption theories is that complete desorp-
tion upon washing with pure solvent or dilution is seldom achieved. It follows 
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that in this respect the adsorption is (partially) irreversible. The reason is that 
an adsorbed polymer molecule has many segments in contact with the surface. 
For desorption of the whole molecule to occur, all of these attachments have to 
be broken simultaneously, which makes the probability of complete desorp-
tion extremely small. However, this does not mean that polymer adsorption as 
such is irreversible. Addittion of competitive adsorbates or changing the sol-
vent power often leads to desorption (PATAT et al. 1964, LIPATOV and SERGEEVA 
1974). 
5.2.2. Effect of molecular weight 
A variable frequently investigated, also in the present study, is the molecular 
weight, M, of the adsorbing polymer. The general trend for non porous 
adsorbents is that for not too high molecular weights the mass adsorbed in-
creases with molecular weight (see e.g. LIPATOV and SERGEEVA 1974). For very 
high molecular weights this increase levels off and finally the adsorption be-
comes independent of M. The relation between Tp and M is often expressed in 
an empirical form first proposed by PERKEL and ULLMAN (1961): 
rp = Kr<M>"r (5.1) 
where ar and Kr are constants, <M> is an average molecular weight. The 
magnitude of ar is a rough indication of the conformation of the molecules at 
the interface. If ar = 0, the adsorption is independent of M suggesting a fiat 
conformation, or a distribution of segments in the adsorbed layer independent 
of M. The opposite, ar — 1, corresponds to a fixed number of attachments per 
molecule independent of M, e.g. terminally bound chains. Adsorption as 
a random coil of unperturbed molecules would result in ar = 0.5. Clearly, ar 
also depends on parameters influencing the conformation at the interface such 
as solvency and the nature of the interface or the net adsorption energy. Ac-
cording to current adsorption theories, better solvency and higher affinity 
result in flatter conformations, thus ar should be smaller under these condi-
tions. 
In practice the use of (5.1) is complicated by the fact that Kr and ar depend 
not only on the above mentioned parameters, but also on the polymer concen-
tration and on the heterodispersity of the samples. The first problem is often 
circumvented by applying (5.1) to the plateau region only (also because of 
lack of information on the intitial part of the isotherm). The hetero-dispersity 
problem is similar to the one described in sect. 4.3.1. for the Mark-Houwink-
Sakurada equation. However, the appropriate kind of average to be used in 
(5.1) is not known. To obtain this, one should know the dependence of Tp 
on Cp for a monodisperse sample. Moreover, adsorption can have a fractionat-
ing effect due to preferential adsorption of the higher molecular weight mole-
cules (FELTER and RAY 1960, FELTER 1971, LIPATOV and SERGEEVA 1974, 
STROMBERG 1967). In conclusion, (5.1) has only a limited importance and a 
meaningful comparison of ar is only possible for well-defined systems, inclu-
ding monodisperse polymers. 
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Theoretically it has also been predicted that Tp increases with molecular 
weight, except at very high values of M (SILBERBERG 1968, HOEVE 1966, 1971, 
Siow and PATTERSON 1973, ROE 1974). This trend becomes more pronounced 
in not good solvents. In a 0-solvent Tp should be roughly proportional to 
M o s , for better solvents the dependence is less. This suggests that in practice 
values of ar > 0.5 may not be expected often. 
5.2.3. The silver iodide - polyvinyl alcohol system 
In the system under study, Agl-PVA, three main variables will be considered. 
First the molecular weight, second the acetate content of the polymer and 
third the surface charge of the silver iodide. As shown in sect. 4.1. the first 
two parameters have a relatively large influence on the adsorption of PVA. The 
surface charge of the Agi is important in considering double layer effects. 
Experience of other authors on the adsorption of PVA shows that the effect 
of molecular weight on the adsorption of PVA depends on the acetate content 
and the nature of the adsorbing surface, the adsorption generally increasing 
with increasing M (GREENLAND 1963, 1972, SUGIURA and YABE 1970, SUGIURA 
1971, FLEER et al. 1972, GARVEY et al. 1974, 1976, BARAN et al. 1976, FLEER 
and SMITH 1976a, b). 
Experimental values of or for PVA adsorbed from aqueous solutions (close 
to 0-conditions, see sect. 4.4.3.) are in the range 0.5 to values < 0.1. For PVA 
containing 0.5 to 2%, acetate groups the adsorption on negative silver iodide is 
relatively independent of M (SUGIURA and YABE 1970, FLEER et al. 1972), 
whereas for PVA 88 a much stronger M effect is found (BARAN et al. 1976). 
LANKVELD and LYKLEMA (1972) show that for the paraffin-water interface 
the effect of molecular weight on the amount adsorbed is markedly greater than 
on the interfacial tension. This might suggest that the number of train seg-
ments in the interface is less dependent on M than is the total adsorption. 
In general, acetate groups have a marked effect on the physical properties of 
PVA, including its interfacial behaviour (see sect. 4.1.). Increasing the percen-
tage of these groups from 0.5 or 2% to about 12/o drastically increases the 
adsorption. This increase in adsorption can be explained only partly by a 
decrease in the solvent quality. As pointed out in sect. 4.4.3. the polymer-
solvent interaction parameter, x, is only slightly smaller for PVA 98 than for 
PVA 88. Another contribution could be a somewhat larger gain in adsorption 
free energy by the replacement of adsorbed solvent molecules by a polymer 
segment containing an acetate group. However, this contribution is also small 
(SILBERBERG 1968). An important factor may well be the distribution of acetate 
groups, which is found to determine the interfacial behaviour of PVA drastical-
ly (SCHOLTENS 1977). This is probably due to the fact that in an adsorbed blocky 
copolymer loops (or tails) and trains can be of different nature. 
Theoretical treatments of copolymer adsorption are scarce (MOTOMURA 
et al. 1971a, CLAYFIELD and LUMB 1974a, b) and have a limited applicability. 
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Apart from variations in the natures of the polymer samples used, we also 
have to deal with some factors introduced by the use of silver iodide. Silver 
iodide may be present as a sol or a precipitate. In the precipitate individual 
particles adhere and form aggregates, which can lead to a smaller adsorption 
per unit weight or unit area if, for instance, pores in these aggregates become 
inaccessible to the polymer molecules, thus complicating the interpretation of 
the adsorption experiments. Another disdavantage of the precipitated silver 
iodide samples is that their specific surface areas are rather small, leading to 
relatively inaccurate adsorption measurements. At first sight, these considera-
tions are good reasons to use only the silver iodide sol. However, for double 
layer studies a precipitate is required as sols would coagulate during the experi-
ments, resulting in a decrease in the specific surface area and a poor reproduci-
bility (see sect. 3.2.). Moreover, the surface charge of the silver iodide is an 
important variable and with a sol only a very limited range can be studied. 
Thus, to be able to make a proper comparison between the results of the 
double layer studies and the adsorption measurements, isotherms on both sols 
and precipitates have to be investigated. For similar reasons, the salt concentra-
tion was also included as a variable. 
Finally the silver iodide concentration itself is varied. Both particle aggrega-
tion and partial flocculation due to polymer bridging can lead to a decrease 
in the effective surface area. Changing the silver iodide concentration affects 
both factors, so that their influence, if any, can be studied. 
In conclusion, earlier studies on the adsorption of PVA are of interest but 
except for the work of FLEER et al. (1972), the characterization of the adsorbed 
layer is limited to the determination of one or two of the essential parameters : 
rp, FA (or 0) and p(x) (or Z). In the present study all three parameters are 
investigated and the influence of molecular weight, acetate content and surface 
charge on each of them is examined. In this chapter a description is given of 
rp (cp). Some complications due to the use of silver iodide will attract special 
attention. Chapter 6, deals with FA (or 0) and Ä. 
5.3. EXPERIMENTAL PROCEDURES 
5.3.1. Adsorption measurements 
Adsorption isotherms were measured at pAg « 5.6 and pAg x 11 {pi « 5) 
on a silver iodide sol (A) and on precipitates, III, VI and VIII. The pAg values 
stated are initial values, due to adsorption a shift up to one pAg unit might 
occur. 
The general procedure was that to a stoppered flask containing a known 
amount of silver iodide a quantity of freshly prepared PVA solution was added 
from a burette. The wet precipitate was weighed in a flask having a precisely 
known volume. From the known volume of the flask and the weight of it filled 
with water, Ww, or silver iodide slurry, W g^i» the amount of silver iodide, x, is 
found as 
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x = f*" " W" (g Agi) (5.2) 
1 - Pw//?AgI 
pw and pAgl are the densities of water and silver iodide respectively. For the 
introduction of the sol a pipette was used. 
To prevent irregular mixing and adsorption, a sharp boundary was maintain-
ed between the silver iodide phase and the PVA solution before the flasks were 
shaken by hand. Thereafter the bottles were rotated end-over-end for at least 
48 h at room temperature. Subsequently the samples were centrifuged sols at 
20,000 r.p.m. for 20 min., precipitates at 5,000 r.p.m. for 15 min. The concentra-
tion of PVA in the supernatant liquid was determined spectrophotometrically 
as described in sect. 5.3.2. 
Loss of PVA 98 or 88 by adsorption on the glassware was checked by measu-
ring isotherms on 5 g powdered glass (0.5 m2g_1). The adsorption turned out 
to be negligible. 
The time dependence of adsorption was studied over a period of 160 h, during 
which PVA 48-98 was adsorbed onto silver iodide precipitate III at pAg a 5.6, 
using a Agi concentration of 2% (w/v). The equilibrium concentration of PVA 
was about 30 mg dm - 3. 
A desorption study was made with PVA 48-98 and PVA 40-88 by redisper-
sing into water several centrifuged silver iodide sol samples on which PVA was 
adsorbed. The samples were again rotated for 48 h and the supernatant analyz-
ed for PVA. 
The adsorptions of PVA 48-98 and PVA 60-99 as a function of the silver 
iodide concentration were investigated at sol concentrations ranging from 0.05 
to 1 A% (w/v) by measuring adsorption isotherms at pAg « 11. On silver iodide 
precipitates this dependency was studied at pAg « 5.6 using PVA 48-98. The 
adsorption was measured at one equilibrium concentration PVA (50 mg dm - 3) 
only. The solid content was varied from 1 to $% (w/v). 
The influence of the presence of KNO'3 was investigated at pAg » 11 both 
with sols and precipitates, using PVA's 48-98, 40-88 and 13-88. Variable 
solid concentrations were also considered here. 
5.3.2. Determination of the PVA concentration 
The concentration PVA was determined spectrophotometrically in a Unicam 
SP600 with 1 cm cells at 670 nm. To do this, 4 cm3 of a reagent containing 0.64 
M H3BO3, 0.006 M h and 0.018 M KI were added to 6 cm3 of PVA solution 
(0-40 mg dm - 3) (HORACEK 1962, FLEER 1971). Both the addition of the reagent 
and the mixing were done carefully to avoid the formation of 'blue specks' 
in solution, which form on excessive agitation. The green complex formed was 
placed in the dark in a thermostatted room for at least half an hour to obtain a 
stable colour and to ensure that the absorbance was measured at constant 
temperature. This is necessary as the colour intensity is temperature dependent 
(ZWICK 1965). 
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Calibration curves were measured at the same temperature, using calibrated 
flasks and pipettes. They appeared to be good straight lines. Despite these 
precautions, the error in the analysis is about ±2%. The slopes of the lines 
depend on molecular weight and acetate content, a behaviour already describ-
ed by ZWICK (1966) and FLEER (1971). 
At pAg <8.5 some silver iodide sol is formed on addition of the reagent to 
the polymer solution, due to the iodide concentration in the former solution. 
However, under these conditions the blank also contains some sol and the 
calibration lines at pAg 5.6 and pAg 11 were identical within the experimental 
accuracy. 
Addition of some KNO3 to the PVA solutions increased the absorbance 
a little. Therefore for every salt concentration a new calibration line was 
established. 
5.4. RESULTS AND DISCUSSION 
5.4.1. General 
Adsorption isotherms of five PVA samples adsorbed on sol A and precipi-
tate III are shown in figs. 5-1 and 5-2 respectively. The adsorption is expressed 
in mg m - 2 using the specific surface areas based on methylene blue adsorption, 
for reasons given in sect. 3.4. The reported isotherms on sol A are obtained at 
pAg K 11 (pi « 5) and a sol concentration of 0.5% (w/v). For PVA 48-98 
the effect of the pAg is shown in the inset. The adsorption on precipitate III is 
measured at pAg « 5.6 and a solid concentration of 2% (w/v). In the inset in 
fig. 5-2 the effect of the pAg on the adsorption of PVA 48-98 is shown, these 
isotherms were measured on precipitate VI. 
Generally the isotherms have a high-affinity character, adsorption satura-
tion values being attained at equilibrium concentrations of 75-120 mg dm - 3 . 
The concentration range studied does not permit one to decide whether or not 
the saturation adsorption is definite or a pseudo plateau. 
In comparing the results shown in figs. 5-1 and 5-2 one should keep in 
mind that 1. the accuracy and reproducibility in the case of a sol is much better 
due to the larger total surface area available, 2. the absolute amount adsorbed 
on different dispersions may differ by about 10-15% due to the inaccuracy of 
the specific surface areas and 3. the two sets of isotherms are recorded at two 
different pAg values, namely 5.6 and 11. Within these limits of uncertainty the 
adsorption of PVA onto silver iodide sols and precipitates is essentially the 
same. This result is based on specific surface areas calculated from the methy-
lene blue adsorption. However, the conclusion would be principally the same 
if capacitance areas were used, if for sol A atpAg = 11 5 = 36 m2g_1 would 
have been taken. 
The values obtained for the adsorption correspond reasonably with other 
literature data (SUGIURA and YABE 1970, BARAN et al. 1976). However, in 
comparing absolute adsorption data the specific surface areas of the silver 
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FIG. 5-1. Adsorption isotherms of PVA on Agi sol A. 
CA,i = 0.5%(w/v): adsorption time48 h:/Mg « 11;A, PVA48-98; A, PVA 40-88 : D, PVA 
13-98; m. PVA 13-88; O, PVA 3-98. 
In the inset the effect of the pAg upon the adsorption is shown for PVA 48-98; V,pAg » 5.6; 
A,pAgx 11. 
iodide dispersions are needed and neither one of the above mentioned articles 
reports on them, hence the correspondence may be fortuitous. Values found 
by FLEER et al. (1972) are somewhat lower, due to the fact that the samples 
were agitated for one hour only. Moreover, another method was used to 
determine the surface area which may have led to the different result. 
Indirectly some information on the conformation of the adsorbed polymer 
can be obtained by comparison of the total adsorption with the adsorption in a 
flat monolayer. Assuming a surface area per segment of 0.25 nm2 (LANKVELD 
1970, BARAN et al. 1976b) the amount adsorbed in a close-packed monolayer 
would be about 0.30 mg m - 2 . Thus, at the saturation adsorption the major 
amount (5/6 to 7/8) of PVA is located in loops and tails dangling in the solu-
tion phase, giving the PVA adsorbate layer its spatial extension. At a lower 
amount adsorbed a relatively higher portion of the segments can be adsorbed 
at the surface, giving a thinner layer. In chapter 6. we shall discuss this matter 
in more detail. 
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Fio. 5-2. Adsorption isotherms of PVA on Agi precipitate III. 
CA,I = 2% (w/v): adsorption time 48 h: pAg «11; A,PVA 48-98: A, PVA 40-88 : D, PVA 
13-98: a, PVA 13-88: O, PVA 3-98. 
In the inset the effect of the pAg upon the adsorption is shown for PVA 48-98 on Agi precipi-
tate VI.A,pAg » 5.6; ;pAg» 1.5;V,pAg « 11. 
The effects of surface charge, molecular weight and acetate content upon the 
adsorption will be discussed later. 
The study of adsorption versus time showed an increase in the adsorption of 
about 40% over a period of 1 h to 40 h. An extension of the time to 160 h 
increased the amount adsorbed by only 5%, see for instance fig. 5-3. It seems 
reasonable to assume that the isotherms shown in figs. 5-1 and 5-2 are close 
to the limiting adsorption values. The increase can be explained either by a 
rearrangement of the molecules in order to enable more material to adsorb, 
or by displacement of initially adsorbed lower molecular weight molecules by 
higher molecular weight species. As shown in sect. 4.3.2. the molecular weight 
distribution of the PVA samples is rather broad. 
Desorption of PVA's 48-98 and 40-88 could not be detected with the present 
technique. However, this may not be interpreted in terms of the segments being 
irreversibly bound, indeed the increase of adsorption with time pleads against 
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FIG. 5-3. Adsorption of PVA 48-98 on Agi precipitate III as a function of the time. 
CAgi = 2/o(w/v);cp « 50mgdm~3. 
this. More conclusive evidence for the reversibility of the segmental adsorption 
is given in chapter 6. Entire molecules do not desorb in the time given due to the 
negligible probability of simultaneous desorption of several tens or hundreds of 
segments. 
5.4.2. Effect of surface charge 
Adsorption studies were carried out at pAg 5.6 and 11. The first value coin-
cides with the p.z.c. of the uncovered surface and at pAg = 11 the surface 
charge is -3 to -4 fiC cm~ 2. The results for PVA 48-98 are shown in the insets in 
figs. 5-1 and 5-2, other PVA's behave similary. 
On precipitates at pAg = 11 the isotherms are often somewhat less accurate 
than at pAg = 5.6 and generally saturation adsorption is reached at a higher 
polymer concentration. However, the isotherms on the sol measured at both 
pAg values differ hardly in shape nor accuracy. 
As noticed in sect. 5.4.1. close comparison of the results is difficult. Moreover, 
at pAg = 5.6 the sol is precipitated and only a very approximate estimate of the 
surface area is available, which may well account for the observed difference 
between the adsorption levels at both pAg's. Taking all of this into account, 
we may say that the total adsorption at pAg 5.6 and 11 is the same. 
For positive silver iodide SUGIURA (1971) reports a decreasing adsorption 
with increasing acetate content in contradistinction to the behaviour on nega-
tive silver iodide. Also the adsorption plateau is much lower, both for PVA 100 
and PVA 90. The authors offered no explanation for this behaviour. The present 
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study, although done over a more limited surface charge range, seems not to 
confirm these results. 
In conclusion, we find no significant dependence of the adsorption on pAg 
or surface charge. For further comments we shall base ourselves on the (more 
accurate) isotherms shown in fig. 5-1. 
5.4.3. Effect of molecular weight and acetate content 
The adsorption increases with molecular weight (fig. 5-1) with a proportion-
ality to M„01 for PVA 98 and to Mv02 for PVA 88. This feature is in qualitative 
agreement with adsorption theories, but quantitatively the increase is less than 
predicted. Water is nearly a 0-solvent for both types of PVA (see sect. 4.4.3.) 
which should make the adsorption proportional to about M05. An exact 
comparison is however not possible, the heterodispersity of the PVA samples is 
substantial (see sect. 4.3.2.) and the use of a wrong average molecular weight 
could lead to an error in the exponent of M. Moreover, PVA 88 and to a lesser 
extent PVA 98 are copolymers, while the theoretical prediction is based on the 
behaviour of homopolymers. 
The differences in the adsorption level as a function of M are found most 
clearly with the sol atpAg = 11. On the precipitated sol atpAg = 5.6, or on the 
precipitates these differences are somewhat less pronounced. 
Experimentally, SUGIURA and YABE (1970) found for the adsorption of PVA 
99 on Agi even a lesser dependence on Mv. On the other hand BARAN et al. 
(1976) measured for PVA 88 on Agi a proportionality to about A/»05. Although 
the trends are the same the agreement with our results is poor. However, we 
may not expect much more because (1) the viscometric molecular weights of the 
samples used were obtained with different coefficients in the MHS equation 
and the heterodispersities were unknown, (2) the number of experimental data 
is small. 
The fact that the saturation adsorption depends only little on molecular 
weight indicates that the conformation of the adsorbed layer is not strongly 
dependent upon M. Probably preferential adsorption of higher molecular 
weight molecules occurs, especially in case of PVA 3-98. Knowing that ca. 
85% of the segments is adsorbed in loops and tails we can exclude a flat con-
formation. Thus, the increase in saturation adsorption with M takes place 
because of a somewhat greater adsorption in loops and tails, whereas the 
adsorption in the first layer is relatively constant. In chapter 6. we return to 
this matter. 
The maximum adsorption increases with acetate content by about 30/o at 
fixed molecular weight. Qualitatively similar results have been obtained by 
SUGIURA and YABE (1970) and by BARAN et al. (1976). The difference between 
the adsorbed amounts PVA 88 and PVA 98 at the plateau adsorption is greater 
than could be accounted for in a complete monolayer. Thus, although 0mai 
can be slightly different for both types of PVA, the contribution of the first 
layer to this difference is small. The increase in adsorption with increasing 
acetate content must be largely attributed to a greater adsorption in loops and 
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tails. As shown before (sect. 5.2.3.) x (PVA 98) and x (PVA 88) are only slightly 
different and we cannot fully explain the difference in adsorption behaviour 
with this parameter. The difference in free energy created by the replacement of 
some water molecules by a polymer segment on the adsorbent surface, is also 
unlikely to produce a convincing explanation. From the double layer studies, 
especially from the position of the common intersection point and the mag-
nitude of the shift of the point of zero charge, to be discussed in chapter 6, we 
infer that relatively many segments containing an acetate group are adsorbed in 
case of PVA 88. This is possible by virtue of the fact that the distribution of the 
acetate groups in PVA 88 is blocky, whereas that in PVA 98 is more random 
(see sect. 4.2.). Once a segment with an acetate group in PVA 88 is adsorbed, 
the neighbouring segments easily follow. This preference of adsorption of 
acetate containing segments will have some important consequences, a. The 
first layer consists of relatively many acetate groups. In this situation xi, the 
X-parameter for the first layer, will be definitely much larger than ^i(PVA). Due 
to the fact that ^i is to be multiplied by a factor counting the number of interac-
tions (SILBERBERG 1968) this may give an important contribution to the gain in 
free energy of adsorption, b. A second difference is that the restrictions which 
accompany the transition from train to loop and vice-versa can be different for 
both types of PVA. It is not unrealistic to assume that PVA 88 has a relatively 
lower flexibility, which could perhaps set constraints to the minimum loop 
size. Due to the preferential adsorption of acetate groups, the train size is 
limited by the length of the acetate blocks. The result of a. and b. would be that 
adsorbed layers of PVA 88 contain more material than those of PVA 98 
both for enthalpic (interactions between trains) and entropie reasons (long 
loops). 
5.4.4. Influences of the silver iodide concentration and the presence of salt 
Figures (5-4) show that there is a pronounced effect due to the silver iodide 
concentration For both PVA's the curvature of the isotherms is affected : the 
smaller the silver iodide sol concentration, the steeper the isotherm. For PVA 
48-98 there is also a decrease in adsorption noticed at high silver iodide con-
centrations. 
On silver iodide precipitates, the results are ambiguous due to the poorer 
reproducibility, but within experimental error the solid content does not affect 
the adsorption. 
The addition of KNO3 up to 10 -1 M decreases the adsorption on the sol by 
20-25%. The solid content is again reflected in the shape of the isotherm. 
Results for PVA 48-98 are shown in fig. 5-5. Similar behaviour is observed for 
PVA's 40-88 and 13-88. On silver iodide precipitate VIII the adsorption of 
PVA's 48-98, 40-88 and 13-88 was measured at 10"3 M and 10_1 M KNO3. 
At low silver iodide concentrations (^ 4%) the saturation adsorption is almost 
independent of the presence of salt, whereas in 10_1 M the adsorption is only 
5%> lower than without salt. However, increasing the silver iodide concentra-
tion to 10% in the presence of 10"1 M KNO3 decreases the adsorption by 20%. 
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FIG. 5-4. The effect of the Agi sol (A) concentration upon the adsorption of PVA 48-98 (a) 
and PVA 60-98 (b). Sol concentrations(%,w/v) : »,0.05; • , 0.2; O.0.5: 0 , 1 . 1 ; +,13. 
A further increase in the solid content to 40% gradually decreases Fp by another 
10%. 
The effect of 10" ' M KNO3 is different for the sol and the precipitate. With 
a sol a drastic decrease in adsorption is found, whereas for the precipitate 
such a strong decrease occurred only at high silver iodide concentrations. This 
suggests that in the presence of 10_1 M salt the sol partially coagulates, resul-
ting in a decrease in the area available for adsorption. For the sol such an effect 
was demonstrated in sect. 3.2.2. and 3.4.3. Moreover, a satisfactory explana-
tion of the decreasing adsorption on the basis of solvency or double layer effects 
is not unambiguous (FLEER 1971, BARAN et al. 1976). 
100 150 
Cp/mg dm-3 
FIG. 5-5. The influence of the 
KNO3 concentration upon the ad-
sorption of PVA 48-98 on Agi sol 
A. The salt concentration in mol 
d m - 3 is indicated. 
Sol concentrations (°/0, w/v): 
•e-, <$, 1.1: f.0.2. 
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With precipitates the situation is somewhat different. Before adsorption 
large aggregates of particles are already present, which could redisperse upon 
adsorption, resulting in a much better dispersed precipitate. However, in the 
presence of 10" * M KNO3 the aggregates become more stable and complete 
redispersion is difficult. Moreover, polymer molecules may adsorb on different 
particles in the aggregate, leading to a stable floe and a decrease in effective area, 
especially at high silver iodide concentration. 
In conclusion, we presume that the lower adsorption in the presence of 10"l 
M KN03 is due to a decrease in the effective surface area. 
The change in the shape of the isotherms upon an increase of the silver iodide 
concentration is probably also due to a reduction in the effective area. FLEER and 
LYKLEMA (1976) showed that at very low silver iodide concentrations (1 mmol 
dm - 3) in the presence of some electrolyte partial flocculation occurred upon 
addition of PVA to a silver iodide sol. This was explained by the formation 
of polymer bridges between the sol particles. This bridging mechanism occurs 
only at low polymer concentrations. It reduces the total adsorption somewhat 
due to the fact that an already adsorbed polymer again adsorbs on a second 
particle, thereby blocking some area. In the present study we found a change 
in the curvature of the isotherm as a function of the solid content, also in the 
absence of salt. However, the silver iodide concentration is in our case much 
higher and some bridging could occur due to the much greater particle collision 
frequency. Increasing the silver iodide content increases the possibility of 
bridging, leading to smaller adsorption at low polymer concentrations. In 
other words the slope of the isotherm is affected, not the saturation adsorp-
tion. Assuming that this explanation is correct, the ideal adsorption isotherm 
of PVA on silver iodide is best approached at low silver iodide concentrations. 
Hence, the ideal isotherms will be somewhat steeper than those shown in fig. 
5-1, but the saturation values are correct. 
5.5. SUMMARY 
Adsorption isotherms of polyvinyl alcohol on silver iodide sols and precipi-
tates are essentially the same and in qualitative agreement with previous 
experimental findings. As a function of the polymer concentration, the adsorp-
tion rises steeply to a plateau value and then remains independent of the bulk 
concentration up to at least 300 mg dm - 3 . At the saturation about 85% of the 
polymer is located in loops and tails, indicating a layer thickness far beyond the 
thickness of a segment. Within the time given (48 h) the adsorption approaches 
closely its limiting value. However, experiments in which the silver iodide con-
centration was varied, suggest that at low polymer concentrations some brid-
ging occurs, resulting in too low adsorption values. It was concluded that the 
ideal isotherms will rise more steeply to their sturation values than the measured 
isotherms do. 
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Changing the surface charge of the silver iodide from ca. 0 /iC cm - 2 to ca. 
-3 fiC cm - 2 has no measurable influence on the total adsorption. 
Increasing M increases the adsorption with a proportionality to M„01 for 
PVA 98 and to Mv02 for PVA 88. These low proportionalities suggest that the 
conformation in the adsorbed state is only little dependent upon M. Probably 
preferential adsorption of higher molecular weight molecules occurs, especially 
in the case of PVA 3-98. The amount adsorbed in the first layer is expected to be 
less dependent on M than rp. 
The adsorption rises also with increasing acetate content, resulting in both 
longer loops and longer tails. This increase is explained by a preferential ad-
sorption of acetate containing segments. Due to this, in the first layer polymer-
polymer interactions are favoured over polymer-solvent interactions, leading 
to a stronger adsorption in this layer. Moreover, the lower flexibility in PVA 88 
favours an increase of the average loop length, which, in turn, leads to an 
increase in adsorption. 
No desorption of the polymer could be detected, but the increase in adsorp-
tion with time shows that the segments are reversibly bound, at least to some 
extent. 
The reduction in adsorption by the addition of KNO3 up to 10"* M is 
explained by a decrease in the available surface area due to partial coagulation 
of the silver iodide. 
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6. C H A R A C T E R I Z A T I O N O F T H E A D S O R B E D P O L Y M E R 
L A Y E R BY D O U B L E L A Y E R M E A S U R E M E N T S 
6.1. INTRODUCTION 
In chapter 5. the total adsorption, Fp , as a function of the polymer concentra-
tion was discussed. It was shown that Tp depends on molecular weight and 
acetate content, but not significantly on the surface charge. Indirectly it is 
shown that the conformation of the adsorbed layer is not very dependent on 
M. In the present chapter we shall examine the conformation in more detail. 
Double layer measurements in conjunction with electrophoresis studies will 
be used to obtain the degree of occupancy of the first layer, Ö, and the effective 
thickness, ~fi. Preliminary work with the Agl-PVA system (KOOPAL 1970, 
FLEER et al. 1972) has shown that the obtained information, combined with 
direct adsorption data, can be used to assess p(x). 
Besides this, the double layer studies reveal interesting aspects of the behavi-
our of a charged substrate in the presence of an adsorbed polymer. Both the 
conformation of adsorbed polymers and the effect of a neutral polymer on the 
properties of a double layer are important for e.g. colloid stability (FLEER 1971, 
VINCENT 1974). 
6.2. BASIC PRINCIPLES AND OUTLINE OF THE DOUBLE LAYER STUDIES 
Silver iodide particles, dispersed in aqueous solution generally have a charge 
on their surface. This surface charge, together with the counter charge in the 
solution around that particle forms the electrical double layer. Usually the 
solution side of the double layer is thought of as being in two parts (see e.g. 
OVERBEEK 1952, SPARNAAY 1972): (1) a non-diffuse molecular condensor or 
Stern-layer (STERN 1924) and (2) a diffuse or Gouy-layer (GOUY 1910, 1917) in 
which charge and potential obey the Poisson-Boltzman distribution. The 
Stern-layer is the site of specific interactions with the surface and is sometimes 
further subdivided (GRAHAME 1947), whereas the diffuse layer is entirely non-
specific. Although the division is an abstraction of the physical reality, expe-
rience over several decades has shown (see e.g. OVERBEEK 1952, SPARNAAY 
1972, BIJSTERBOSCH and LYKLEMA 1977) that it works satisfactorily. 
With polymer adsorption, the situation is similar. The actual nature of the 
average segment density as a function of the distance to the surface, p(x), 
generally depends on many factors, e.g. the amount adsorbed, r p , the net 
adsorption energy per segment, the quality of the solvent, chain flexibility, the 
presence of long tails, etc. (e.g. SILBERBERG 1968,1972,1975, HOEVE 1965,1971, 
1976, HESSELINK 1969, 1971, 1975, ROE 1974, CHAN et al. 1975a, b). However, 
the direct influence of the surface is most strongly felt by the segments in 
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actual contact with it, the train segments. Again as a first approximation, a 
division can be made into two regions: 1. that under direct influence of the 
surface which contains the train segments and 2. the region in intimate con-
tact with the solution, containing loops and tails. 
Geometrically, the Stern-layer and the train segment layer, having about 
the same thickness of ca. 0.4 nm, may be thought of as coincident. The diffuse 
layer and the layer of loop and tail segments then both start from the Stern-
plane and extend into the solution. However, their thicknesses are not sharply 
defined because both the number of counterions and segments in loops and 
tails decay gradually with distance. Generally, the thickness of the diffuse 
layer is expressed as the reciprocal Debije length, tc~l (see e.g. OVERBEEK 1952). 
This thickness depends on the concentration and valency of the ions present in 
solution. For example, in 10~3 mol d m - 3 KNO3 it is 10 nm, but in 1 mol d m - 3 
KNO3 it is only 0.1 nm. For the 'effective' polymer layer thickness at a given 
adsorption no general measure exists because of the complexity of the segmen-
tal distribution and the interpretational difficulties of thickness measurements. 
Actual values reported in literature (SILBERBERG 1962, 1975, HOEVE 1966, 
STROMBERG 1967, LIPATOV and SERGEEVA 1974) vary widely, but are usually of 
the order of one to several tens of nm. They depend on the factors mentioned 
above for the density distribution and on the experimental method. 
The overall situation of a neutral polymer adsorbed on a charged interface 
with its electrical double layer is illustrated in fig. 6-1. The figure is schematic 
especially with respect to the distribution of segments over trains, loops and 
tails. Summarizing the picture, the following important conclusion can be 
made: 
surface 
layer diffuse layer with loops and tai ls 
non-diffuse „ „ 
layer with 
trains 
FIG. 6-1. Schematic representa-
tion of a polymer adsorbed at a 
charged interface. The course of 
the potential, ij/(x), is indicated. 
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Upon adsorption of a neutral polymer on a charged surface any modifica-
tion of the Stern-layer is only attributable to adsorption of train segments, 
whereas modification of the diffuse layer is essentially attributable to the 
presence of loops and tails. 
Thus, an investigation of the Stern-layer properties will give valuable infor-
mation on the adsorption in the first layer, the train segments. As the double 
layer is essentially non-diffuse in concentrated electrolyte solutions, this 
condition is favourable for study of the Stern-layer properties. On the other 
hand information on the diffuse layer properties, reflecting the presence of 
loops and tails, is preferably obtained at low electrolyte concentrations because 
an extended diffuse layer is needed. However, for the determination of i(/(x) in 
the diffuse part, the Stern-layer properties also have to be known. In fig. 6-1 a 
potential distribution is drawn representing approximately the situation for a 
highly charged silver iodide particle in 10~3 M KNO3. It should be noted that 
the potential at the Stern-plane,^, is substantially lower than the surface poten-
tial, ij/o. The potential decay over the Stern-layer depends not only on the salt 
concentration, but also on the amount of polymer adsorbed in trains. For the 
interpretation of the experimental data this last factor should be taken into 
account. In literature this point is often not properly recognized, not only in 
electrophoretic thickness studies but also in work on colloid stability. 
In the study to be described, double layer charges on Agi are measured in 
10" l M K.NO3 in the presence of varying amounts of different types of PVA. 
As PVA is uncharged (see sect. 4.1.) the only charge on the particle + adsorbed 
polymer is that of the Agi surface. The results reflect Stern-layer properties, 
especially 6 and the orientation of segments. Electrophoresis in 10 " 3 M elec-
trolytes gives similar information and in combination with the double layer 
studies, a measure for an effective polymer layer thickness, 21, is obtained. 
Comparing the properties of low molecular weight alcohols at the silver 
iodide/solution interface (BIJSTERBOSCH 1965, BUSTERBOSCH and LYKLEMA 1965, 
VINCENT et al. 1971, D E WIT and LYKLEMA 1973, D E WIT 1975) with those of 
PVA reveal a number of striking analogies which are very useful for the inter-
pretation of the present data. 
Double layer studies on mercury in the presence of polymers (MILLER and 
GRAHAME 1956, WojciAK and DUTKIEWICS 1964, CRAIG et al. 1967, YOSHIDA 
et al. 1972a, b, c, MARSZALL 1974, MILLER 1971, MILLER and BACH 1973) are 
somewhat difficult to compare with those on the Agl-PVA system because of 
time effects inherent to the capacitance measurements on growing droplets and 
the fact that it was not always properly recognized that the Stern-layer proper-
ties reflect the behaviour of the train segments only. 
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6.3. EXPERIMENTAL 
6.3.1. Surface charge versus pAg curves 
The starting point for double layer analyses is a set of surface charge, GO, 
against pAg curves in the presence of varying amounts of PVA. These curves 
have been obtained by Potentiometrie titration of Agi precipitates with poten-
tial determining ions (I~ or Ag+), following essentially the procedure described 
by BUSTERBOSCH and LYKLEMA (1965,1977). The surface charge is defined by 
ao = F ( r A g + - ƒ » (6.1) 
where F is the Faraday and TA«^ and F r are the surface excesses of the two 
p.d. ions. Relative values of <r0 thus obtained are plotted as a function of the 
pAg, which according to Nernst's law is a measure of the surface potential, ipo 
*o ^ -
 2 3 0
^
 RT
 (pAg-pAg°) (6.2) 
where pAg0 is the value of the pAg in the point of zero charge. The definition 
of i/'o implies that i//0 is the Galvani potential difference across the interface 
with reference to the same at the p.z.c. An extensive description of the under-
lying thermodynamics is given by LYKLEMA (1977) and BUSTERBOSCH and 
LYKLEMA (1977). The o0(pAg) curves obtained by the titration technique agree 
satisfactorily with those from directly obtained double layer capacitances on 
Agi, using an AC-bridge (ENGEL 1968, PIEPER and DE VOOYS 1974,1975). 
Titration gives only the shape of aoipAg) curves, not their actual positions. 
In order to locate them, a reference point is needed. In the absence of polymer, 
but with KNO3, the p.z.c. is used, being pAg0 = 5.67 (BUSTERBOSCH 1965, 
VINCENT and LYKLEMA 1970). In the presence of PVA we have used the fact that 
curves at different PVA additions passed through a common intersection point 
(ci.p.), see figs. 6-5 to 6-9, a phenomenon already observed before with low 
molecular weight alcohols. By carrying out separately short titrations around 
these points at various amounts of PVA, it was possible to locate them within 
0.2 nC cm"2 for all PVA's. These c.i.p.'s (see table 6-1) were used to fix the 
positions of the long titration curves. The same procedure was applied by 
DE WIT and LYKLEMA (1973) to locate titration curves in the presence of ethy-
lene glycol. 
The adsorbed amounts in p.C g _ 1 were converted into values in jiC c m - 2 
with the specific surface areas given in table 3-1. For a discussion of the specific 
surface area we refer to chapter 3. The should be repeated that the surface 
charge expressed in fiC c m - 2 is based on a surface area differing from that for 
polymer adsorption. Arguments for this have been given in sect. 3.6. 
The ektrochemical cell 
The electrochemical cell consisted of a silver iodide precipitate in 10_ 1 M 
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FIG. 6-2. Titration set up. 
1. Saturated KCl calomel electrode. 
2. Agi electrodes (5 x ). 
3. Salt bridge with 1.75 M K.NO3 + 0.25 M NaNCb and two Van Laar-capillaries, over-
pressure 0.8 atm. 
4. Measuring cell with Agi precipitate in 10" ' M KNO3. 
5. Vessel with saturated KCl. 
6. Electrodes for the resistance measurement. 
7. N2 inlet and purification set up (BTS = reductor, MS = molecular sieve). 
8. Stirrer with water lock. 
9. Thermostatted bath, 20.0 ± 0.1 °C. 
10. Perspex cover. 
The whole cell is placed in a Faraday cage (not shown in the figure). 
KNO3 in which a set of at least five Agi electrodes and a reference electrode 
were placed. Fig. 6-2 shows a sketch of the experimental set-up. The large 
number of Agi electrodes is used for sake of mutual control: although between 
the different electrodes the potential may differ by 0.5 mV, the relative changes 
with the solution composition usually remained to within 0.1 mV. The elec-
trodes were prepared following BROWN (1934) and AGAR (1961), and aged 
before use. 
As the reference electrode for the earlier experiments a 0.1 M calomel elec-
trode (DE WIT 1975) was used, later a saturated calomel electrode (Electrofact 
Ril l ) . The latter is more stable at constant temperature. In order to avoid 
contamination of the measuring solution with KCl the reference electrode is 
linked to the measuring solution through a salt-bridge filled with 1.75 M KNO3 
-I- 0.25 M NaNCb, which is known to suppress liquid junction potentials (VAN 
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LAAR 1952). The two liquid junctions are realized in so-called VAN LAAR 
(1955)-capillaries through which the liquid is dispensed at an overpressure 
(0.5-0.8 atm) to ensure that the junction between PVA containing liquid remains 
outside the capillary. Because of the high electrical resistance of this bridge, 
good insulation of the cell is necessary. The absence of blocking impurities in 
the liquid junctions was frequently checked by measuring the electrical resis-
tance over them which should not exceed 0.8 Mß. 
The cell potential is measured with an Electrofact mV/pH-meter, type 
36,200/N or with a Knick mV/pH-meter, type 34. Both instruments have an 
imput impedance > 1012 Q. 
To prevent evaporation the titration vessel, the electrodes, capillaries, etc. 
are placed in a gas-tight perspex cover: the stirrer being sealed with a water-
lock. Because of the long duration of each titration and to obtain more stable 
readings, purified nitrogen, saturated with water at 20°C, is led over the solu-
tion under some overpressure. The nitrogen is purified to remove trace amounts 
of O2, CO2 and organic gases by bubbling it successively through a 10% aqueous 
KOH, 96% H2SO4 and water, followed by passage over a molecular sieve 
(MS, type 4A, 1/16) and a reductor (BTS, BASF 1969). The gas stream is final-
ly dried over silica gel and led over a further molecular sieve. The complete 
cell is placed in a perspex box and thermostatted at 20.0 ± 0.2°C by pumping 
water from a Colora Ultrathermostat through the box. The cell is placed in a 
Faraday cage. 
Standardization 
Silver or iodide ion concentrations are determined after each addition of 
p.d. ions from the cell-EMF using the relations 
E„ü = £0' (Ag) - Si.l6pAg (6.3a) 
in the presence of excess Ag + , or 
£ceii = Eo' (I) + 58.16/7/ (6.3b) 
in the presence of excess I" (BUSTERBOSCH and LYKLEMA 1977). £V(Ag)and 
£o'(I)are standard potentials at given temperature depending on the ionic 
strength, solution composition and liquid junctions. Before and after each 
titration the £o"s are determined by measuring the cell-EMF of a solution of 
known pAg or pi (generally 10"4or 10~5 M)in the presence of 10"1 M KNO3, 
so that the ionic strength can be considered to be constant. Adding PVA to the 
calibration solution at concentrations up to 50 mg d m - 3 did not significantly 
affect the £0' values. During the titrations the PVA concentration was always 
lower than 50 mg dm" 3, so further calibrations were carried out without PVA. 
From (6.3) it is obvious that at a given temperature, ionic strength and solu-
tion composition the solubility product of Agi, L, can be calculated : 
PL = -log L=pAg + pI= [Eo' (Ag) - £0' (I)]/58.16 (6.4) 
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Once the pL is established, (6.4) offers a means to check the standard poten-
tials. Generally the £</ values, measured over a period of several weeks, are 
constant within 1 to 1.5 mV. Sometimes, however, they differed by 3 or 4 mV 
when measured before and after a titration. Such values were only accepted if 
the pL remained constant. If not, the titration results were discarded, the 
Van Laar-capillaries were cleaned and/or the Agi electrodes renewed. The 
reference value of the pL in 10" ' MKNC^was 16.15 ± 0.02. This is close to the 
value given by DE WIT (1975). 
Titration procedure 
The actual experiments are usually done with about 10 g of Agi precipitate 
and started at pAg « 7. After addition of a known volume of 10" 2 M KI with 
a calibrated micropipette or -syringe and equilibration, the cell-EMF is 
measured. The criterium for equilibrium is that the average potential of the 
five electrodes changed less than 0.1 mV per 15 min. The procedure is repeated 
ca. 15 times untill a pAg of about 11 is reached, after which successive addi-
tions of 10 -2 M AgN03 bring the pAg up to 4. From here again 10~2 M KI is 
added and so on. 
PVA was added at around pAg — 11 for PVA 16-98 and around pAg = 8 
for PVA's 13-98, 13-88, 48-98 and 40-88. The polymer is then allowed at least 
18 hours adsorb before the titration is continued. Each full titration in the 
presence of PVA was preceded by a titration of the bare silver iodide. All 
curves are taken both with increasing and decreasing pAg. 
The equilibration period after each addition of p.d. ions is 15 min. to 1.5 h 
in the case of bare silver iodide. However, in the presence of PVA this period 
sometimes increased to more than 12 h. These long times may have to do with 
the irreversible character of polymer adsorption, since in the presence of low 
molecular weight substances the equilibration period is of the same order as that 
for bare silver iodide. In order to reduce the time required for a complete titra-
tion, the equilibration period was cut off after 5 h, if slow equilibration occur-
red. The changes in potential become small after such a time and any errors 
incurred in neglecting them are comparable with the errors introduced by an 
extremely long duration of a titration. 
Reproducibility and accuracy 
In order to obtain a good reproducibility experimental factors such as: 
discrepances between the five electrodes, electrical cell resistance, temperature, 
addition of standard solution, evaporation and attainment of equilibrium were 
carefully controlled. When the average of the standard potentials, measured at 
the beginning and the end of the titration, differed by 3 mV or more, the £</ 
values were adjusted within the experimentally observed range to avoid 'swin-
ging' of the ends of the curves. Yet, in the presence of polymer it was difficult 
to obtain readings reproducible within 0.1 /;C cm - 2 over the whole pAg range. 
Fig. 6-3a gives a good impression of the overall reproducibility. The experimen-
tal errors accumulate at the ends of the curves. The isotherms in the presence 
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FIG. 6-3. Reproducibility oftheao(p/4g) curves. 
(a) Reproducibility of successive titrations in 10" ' M KNO3, all measured at increasing pAg. 
O, bare Agi precipitate I ; x, Agi precipitate I covered with 1 mg m~2 PVA 16-98. 
(b) Relative accuracy of independent titrations in 10" ' M KNO3, measured at decreasing 
pAg with various amounts of PVA 40-88 adsorbed. The figures indicate the adsorption in 
mg m~2. Open symbols: Agi precipitate II, cell 1 ; closed symbols: precipitate III, dupli-
cate cell (2). 
of PVA's 13-98 and 13-88 have a slightly better reproducibility due to a better 
control of the cell and the use of a microsyringe instead of a -pipette. 
To obtain the relative accuracy and the reproducibility, two complete sets of 
titration curves have been measured in the presence of PVA 40-88 on different 
silver iodide precipitates and in different cells. The capacitance areas of these 
precipitates were chosen such that the two curves, measured in the absence 
of polymer were largely coincident. The results for three PVA additions, ob-
tained at decreasing pAg, are shown in fig. 6-3b. The discrepency between two 
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equivalent curves amounts to about the maximum experimental error as 
shown in fig. 6-3a. It may be concluded that the relative accuracy is satisfac-
tory. The absolute accuracy is mainly determined by the experimental error in 
the specific surface area and to a lesser extent by the error in the position of the 
p.z.c. and will be in the order of 10 to 20%. 
So far the discussion has not included the effect of the direction of the titra-
tion, viz. measuring at in- or decreasing the pAg. We return to this point in sect. 
6.4.1. 
6.3.2. Electrophoretic mobilities 
Measurements of electrophoretic mobilities were carried out at 20.0 ± 0.2°C 
in a Rank Bros MK II microelectrophoresis apparatus, equipped with a thin-
walled closed cilindrical cell, platinum black electrodes and a constant current 
source. Particle velocities were measured at the two depths in the cell at which 
the solvent is calculated to be at rest (VAN GILS and KRUYT 1936, SHAW 1969). 
The direction of the field was reversed after each measurement and in total 40 
readings were taken at a preset pAg value and PVA adsorption. The 20 measure-
ments at each depth were averaged and from the thus obtained values one final 
velocity, U, is calculated. If the first two velocities of any set measured differed 
substantially the readings were repeated with a freshly cleaned cell. Except 
for the usual cleaning (sect. 2.1.) the cell was rinsed daily with a 2% H F solu-
tion. This improved the reproducibility and stability of the readings. Silver 
iodide sticking to the glass wall was removed by rinsing with acetone saturated 
with KI. 
The field strength, X, is calculated from the cell dimension, the current flow-
ing through the cell and the specific onductance of the sample. The electrophore-
retic mobility is expressed as UX~1. 
The reproducibility of UX~l depends on the extent of coagulation of the sol 
and the particle velocity and is within 5 to 10/o. 
The measurements are done with sol A diluted to 5 x 10"5 mole d m - 3 Agi. 
As carrier electrolyte a 10" 3 M HNO3 solution is prefered to a KNO3 solu-
tion. This is done to keep the solubility of silicates down and to attain a pH 
close to the p.z.c. of glass (TADROS and LYKLEMA 1968, 1969), thus minimizing 
any interference of adsorbing silicates (DOUGLAS and BURDEN 1959). 
The use of 10" 3 M HNO3 and the cleaning with a HF solution enabled us to 
find the isoelectric point of uncovered Agi sol at pAg = 5.6, a value very close 
to the p.z.c. (sect. 6.3.1). This is in agreement with the fact that in 10"3 M 
HNO3 specific adsorption is very low (LIJKLEMA 1957). 
PVA was adsorbed onto the sol at a sol concentration of 0.5/o and a mixing 
time of 48 h. These conditions are equivalent to those at which the isotherms 
(sect. 5.4, fig. 5-1) are recorded. From this stock sample dilutions were made at 
several pAg values. As the PVA adsorption is irreversible (sect. 5.4.) this does 
not affect the adsorbed amount. Due to the dilution the solution viscosity 
becomes virtually identical to that of water. After dilution the pAg was adjusted 
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in a titration cell (see sect. 6.3.1.)- To prevent strong coagulation at pAg values 
<8, the pAg was given only one hour to establish. In samples of pAg > 8 the 
pAg was equilibrated over night. Due to the stabilizing effect of the adsorbed 
polymer, coagulation is less and a better reproducibility is reached when PVA 
is present. 
The specific conductance of each sample was measured separately with a 
Philips 9501/01 conductance meter at 20.0°C making use of a Philips PW 9510 
cell. 
6.4. RESULTS AND DISCUSSION 
6.4.1. Surface charge versus pAg curves 
The obtained coipAg) curves for Agi precipitates in the presence of PVA's 
13-98,13-88,48-98,40-88 and 16-98 are shown in figs. 6-5 to 6-9. For sake of 
clarity, measuring points are shown only in fig. 6-5. For most PVA's two sets 
of curves are given, one set measured at decreasing pAg, the other at increasing 
PAg. 
Before discussing the general features, it is mandatory to compare the curves 
obtained at in- and decreasing pAg. Fig. 6-4 shows some typical results. Es-
pecially at pAg values smaller than 6 or 7 there is a small but measurable 
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FIG. 6-4. Influence of the direction of the titration. Open symbols: measurements at in-
creasing pAg: closed symbols: measurements at decreasing pAg. 
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irreversibility, which increases with increasing acetate content. For bare silver 
iodide a small irreversibility is (sometimes) found, but only for pAg's <5. The 
large deviations in the presence of PVA indicate that the effect is dependent on 
the adsorbate. According to table 4-1 all PVA samples contain minor amounts 
of impurities, which may react with Ag+ or release I ~ ions. However, in general 
PVA 88 is more pure than PVA 98, making it improbable that the effect is 
caused by contaminants. Moreover, repeated titrations of the same Agi + 
PVA sample still show the effect (i.e. irreversible Ag+ consumption occurred in 
each cycle), though it decreases somewhat. At present we cannot offer a satis-
factory explanation for this irreversibility. 
Besides this effect, there is a small 'hysteresis', occurring especially when 
relatively much polymer is adsorbed. It is usually less than 0.1 piC cm - 2 . This 
'hysteresis' probably reflects the long adaption times of the polymer conforma-
tion, in particular that of the trains, to alterations in the pAg, so that, strictly 
speaking, it is not hysteresis but a very slow relaxation. 
Hysteresis or phenomena involving long relaxation times have also been 
reported for polymers adsorbed on mercury (MILLER and GRAHAME 1956, 
FLEMMING 1973). 
FIG. 6-5. Surface charge as function ofpAg for Agi precipitates in the presence of adsorbed 
PVA 13-98. The adsorbed amounts in mg m~2 are indicated. 
oom = -1.6 nC c m - 2 : c(KN03) = 10_1 M: T = 20.0°C: Agi precipitate VI. (a) Measured 
at increasing pAg, (b) at decreasing pAg. 
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FIG. 6-6. Surface charge as function of pAg for Agi precipitates in the presence of adsorbed 
PVA 48-98. The adsorbed amounts in mg m~2 are indicated. 
<7om = -1.6/iCcm-2:c(K.N03) = KT1 M: T= 20.0°C; Agi precipitate III. (a) Measured 
at increasing pAg, (b) at decreasing pAg. 
-0 
FIG. 6-7. Surface charge as function ofpAg for Agi precipitates in the presence of adsorbed 
PVA 13-88. The adsorbed amounts in mg m"2 are indicated. 
oom = -2.1 ftC cm - 2 ; c(KN03) = 10 _ ' M ; T = 20.0°C ; Agi precipitate VI. (a) Measured at 
increasing pAg, (b) at decreasing pAg. 
a. 
b° 
FIG. 6-8. Surface charge as function otpAg for Agi precipitates in the presence of adsorbed 
PVA 40-88. The adsorbed amounts in mg m~2 are indicated. 
ffom = -2.2 (iCcm"2; c(KN03) = 10"" ' M : T = 20.0°C; Agi precipitate II, III. (a) Measured 
at increasing pAg, (b) at decreasing pAg. 
6A2. General features 
Irrespective of the direction of the titration, the following qualitative features 
are always observed. 
1. Adsorption of PVA reduces the slopes of the curves, 
2. it moves the point of zero charge to more positive values. 
3. All curves pass through a common intersection point at <xo = oom. 
Quantitatively, the extents of these shifts depend on the nature of the PVA, 
88 being more effective than 98. The effect of molecular weight is small. 
Lowering the slope is virtually equivalent to decreasing the differential 
capacitance, C, of the Stern-layer. This can be attributed to either or both of two 
causes, the displacement by polymer segments of originally specifically adsorb-
ed counterions and the lowering of esld upon the replacement of water by 
polymer segments. Here £s is the average relative static permittivity of the 
Stern-layer, and d the average thickness of this layer. In the case of low mole-
cular weight alcohols (BIJSTERBOSCH 1965, D E WIT and LYKLEMA 1973) the 
same trend is observed. Moreover, the lowering of the differential capacitance 
is also observed with PVA on mercury (WOJCIAK and DUTKIEWICZ 1964). 
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FIG. 6-9. Surface charge as function oïpAg for Agi precipitates in the presence of adsorbed 
PVA 16-98. The adsorbed amounts in mg m~2 are indicated. 
«TO», = -1.6 nC cm"2 : c(KN03) = 10" ' M : T = 20.0°C: Agi precipitate IV. (a) Measured at 
increasing pAg, (b) at decreasing pAg. 
The shift of the p.z.c. can be due to either or all of three causes: (i) change in 
specific ion adsorption, (ii) change in activity coefficient of p.d. ions and (Hi) 
change in the x-potential upon the replacement of water dipoles by polymer 
segments. The last-mentioned effect is the dominant factor, because standard 
potential measurements in the presence of PVA indicated only negligible activi-
ty coefficient shifts (sect. 6.3.1.), whereas specific adsorption of NO3 - ions 
at the p.z.c. is small, though not entirely absent: upon increasing the KNO3 
concentration from 10"3 to 10"1 M the p.z.c. on bare silver iodide shifts only a 
few mV (BusTERBOSCH and LYKLEMA 1977). 
In previous papers (BIJSTERBOSCH and LYKLEMA 1965, 1968, DE WIT and 
LYKLEMA 1973) for low molecular weight adsorbates these positive shift of the 
p.z.c. has been interpreted in the following way. In the absence of adsorbate the 
water dipoles are oriented with their negative end towards the surface (BIJSTER-
BOSCH and LYKLEMA 1977). In the case of butanol (BuOH), which adsorbs 
with its hydrocarbon moiety towards the surface, water dipoles are replaced by 
a virtually apolar layer. This causes of a large positive shift (maximum +190 
mV). A very similar shift is to be expected for apolar adsorbates. On mercury 
a similar trend is observed (though the shift is larger) and the same model has 
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been proposed (BLOMGREN et al. 1961, BOCKRIS et al. 1963). In ethylene glycol 
(EG) upon complete occupancy Ap.z.c. = +89 mV of which +64.5 mV has 
been attributed to Ax, the remainder being due to changes in the activities of the 
p.d. ions ( D E WIT and LYKLEMA 1973). It was concluded that EG adsorbs on 
Agi with a net normal dipole moment component, the negative side pointing 
to the surface. On mercurry, EG adsorbs in a different way (TRASATTI 1970). 
It would be logical to approximate the effect of PVA (repeating unit -CH2-
CHOH-) on the p.z.c. as if the segments of PVA behaved for 50% like BuOH 
(or like all other substances, adsorbing with their hydrocarbon moiety towards 
the surface) and for 50/o like EG. Upon maximum coverage with no voids, 
ap.z.c. would then be xli(\90 + 64) = +128 mV. Such a maximum shift can 
be expected for PVA 98, having only a few acetate groups distributed randomly 
along the main chain (sect. 4.2.). However, in the case of PVA 88 with 12 mole °/0 
acetate groups in a blocky distribution, a larger shift is to be expected, especially 
if the segments containing an acetate group adsorb preferentially. In that 
case, water dipoles are replaced by almost apolar segments, resulting in a 
large value of Ax- Assuming that the normal component of the dipole mo-
ment of the acetate group is negligible, a shift comparable to Axma* (BuOH) 
is to be expected. Even in the case the carbonyl group is oriented with its positive 
side toward the surface, as is the case with acetone (Axm** = +225 mV: OVER-
BEEK et al. 1957, D E WIT and LYKLEMA 1973), only a slightly greater shift 
can be expected. Thus it seems reasonable to expect for PVA 88, with preferen-
tially adsorbed segments containing the acetate group, and no voids on the 
surface, Axmax < + 2 0 5 mV. Random adsorption of acetate and hydroxyl 
group containing segments would give the much smaller shift of about +135 
mV. 
Quantitative comparison of these calculated shifts with A p.z.c. from titra-
tions is not feasible because of the uncertainty in the coipAg) curves at low 
pAg values. However, the effect of PVA 88 is substantially greater than that of 
PVA 98 indicating a preferential adsorption of the segments with the acetate 
group. A more quantitative comparison is possible with Ai.e.p. from electro-
phoresis which we shall discuss in sect. 6.4.4. 
It is characteristic that J p.z.c. as a function of the adsorbed amount is 
concave. At low rP, the molecules adsorb in a relatively flat conformation, but 
loops are formed at greater values of Fv and these loops do not contribute 
to Jp.z.c. 
The common intersection point at GO = aom is also observed with low mole-
cular weight adsorbates, both on Agi and on mercury. For these substances 
this point has a very definite physical meaning, viz. it is the surface charge where 
the surface excess, FÂ of the organic substance A with respect to water is a 
maximum as a function of ao (BIJSTERBOSCH and LYKLEMA 1965, D E W I T and 
LYKLEMA 1973, BLOMGREN et al. 1961, TRASATTI 1970, 1974). For Agi the 
following relation holds (BIJSTERBOSCH and LYKLEMA 1977) 
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where pAgm is the pAg of the common intersection point. The RHS of (6.5) is 
< 0 for pAg =f pAgm. Eq. (6.5) follows from the Gibbs equation, i.e. from 
reversible thermodynamics. The very occurrence of the intersection point with 
polymers therefore leads to two conclusions: 1. Train segment adsorption is 
also reversible as a-function of pAg. In sect. 5.4.1. time effects were described 
supporting this conclusion. 2. This sorption is a maximum at co = oom (or 
pAg = pAgm). The occurrence of a dependence of 0 on CTO or \po has also been 
found with macromulecues on mercury, e.g. for polymethacrylic acid (MILLER 
and GRAHAME 1956), PVA (WOJCIAK and DUTKIEWICZ 1964), polyvinyl pyrroli-
done (YOSHIDA et al. 1972a) and polyethylene glycol (YOSHIDA et al. 1972c). 
Table 6-1 shows the positions of the common intersection points for several 
low and high molecular weight alcohols adsorbed on Agi in 10"1 M KNO3. 
The molecular interpretation of the occurrence and the position of com has 
been a matter of discussion, but this discussion did not include the Agi system 
(BocKRis et al. 1963, 1967, DAMASKIN et al. 1970, DAMASKIN and FRUMKIN 
1972, TRASATTI 1974, COOPER and HARRISON 1977). An important aspect in the 
discussion is the structure of water at interfaces, a topic on which critical re-
views have recently been given by PARSONS (1976) and CONWAY (1977). Cer-
tainly <xom depends on the nature of the adsorbate and also on the nature of the 
adsorbent and on the counterion (TRASATTI 1974, DE WIT and LYKLEMA 1973). 
For the Agl-KNCb system we may conclude that the various values of oom are 
due to the properties of the adsorbing molecules or segments in the Stern-layer. 
Returning to table 6-1, it should be noted that aom is independent of M, but 
strongly connected with the acetate content of PVA. The sharpness of the in-
tersection point indicates that oom is also independent of 0. This means that 
the segment adsorption maximum as a function of <7o is independent of M and 
6. Moreover, it suggests some kind of ideality. For instance, the PVA segments 
and the water molecules in the Stern-layer behave as a simple dielectric, lateral 
interactions are absent or fairly constant and reorientations do not clearly 
TABLE 6-1. ao and pAg corresponding to the common intersection point of the titration 
curves of a number of alcohols cKNCh = 10"'mol dm - 3 . 
yC cm 2 pAgm 
n-BuOH -1.0 6.7 
EG -3.2 9.3 
PVA 13-98 -1.6 7.4 
PVA 48-98 -1.6 7.4 
PVA 16-98 -1.6 7.4 
PVA 13-88 -2.1 8.0 
PVA 40-88 -2.2 8.0 
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occur. The large difference between com (PVA 98) and oom (PVA 88) shows that 
quite different segments are adsorbed in the Stern-layer in both cases. To gather 
more insight on this point, the location of com is further analyzed. 
Based upon the already noted similarity with low molecular weight ad-
sorbates it is possible to construct a 'PVA equivalent' (50% BuOH + 50% EG) 
isotherm for p.d. ions by taking algebraic means of the experimental points of 
the saturated BuOH and saturated EG isotherms. The averaging can be done 
either at constant potential (pAg) or at constant charge. Although the difference 
is small, the procedure at constant charge gives the best results. In fig. 6-10 the 
PVA equivalent isotherm, obtained in this way, is shown together with the 
isotherm for PVA 13-98 at highest coverage and the curve for bare Agi. 
The similarity between the hypothetical and measured curve is good. For 
the constructed isotherm oom is close to -1.6 /iC cm - 2 , agreeing very well 
with oom for PVA 98 and suggesting that electrochemically speaking PVA 98 
can be considered as an equimolar mixture of BuOH -+- EG, as far as its effect 
on the Stern-layer is involved. From the great similarity it can be concluded 
that the acetate containing segments in PVA 98 play only a minor role. This is 
in agreement with the random distribution of these groups along the chain 
(sect. 4.2.). 
The fact that to the left of aom the experimental isotherm runs under the 
hypothetical and to the right above it, may have two explanations. Firstly, 
because the activity of the p.d. ions is influenced by the presence of EG (DE 
WIT and LYKLEMA 1973) the titration curve of EG is not solely representative of 
interfacial effects, but contains also bulk contributions. For PVA bulk effects 
are negligible. Secondly, it might suggest that PVA is not capable of fully 
covering the surface. 
For PVA 88 we have no means to construct an 'equivalent' isotherm for p.d. 
ions. However, from the comparison of com (PVA 88) with aom (PVA 98), it 
-3 -
FIG. 6-10. Comparison of the PVA equivalent [(BuOH + EG)/2] titration curve with a 
measured (PVA 13-98) curve at highest coverage. 
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may be concluded that in the case of PVA 88 the Stern-layer is occupied with 
acetate containing segments, at least in part. This preference for acetate groups 
was also indicated by the difference in Ap.i.c. for both PVA's and would result 
from the blocky distribution of acetate groups in PVA 88. This conclusion is 
supported by results of SCHOLTENS (1977) and STEGERHOEK (1977) who found 
at the oil/water interface a much higher interfacial activity for blocky PVA 88 
than for random PVA 83. 
Finally, it is instructive to formulate the relation between the position of 
crom and the change in p.z.c. (âx) upon adsorption. To this end the integral 
capacitance of the double layer, K, is often introduced (FRUMKIN 1926, PAR-
SONS 1964, FRUMKIN and DAMASKIN 1972). In doing so one may write 
(TOrn = Km(0 = 0) 0O« (Ö = 0) = Km (Ö = 1) l/r0m (Ö = 1) 
taking into account that 
4>o(0 = 1) = <Ao (0 = 0) - AXm» 
it follows 
Km(0 = 0) x KJß = 1) , „ , , , . 
aom =
 j u e - i ) - * 4 0 = o) AXm" ( 6 6 ) 
In this equation the J/max term accounts for the change in polarity of the 
Stern-layer, whereas the capacitance factor is governed by the polarizabilities 
and the thicknesses of the double layer under the various conditions. Eq. 
(6.6) shows that a larger shift in A%miix results in a more negative value of ffom, 
provided the differential capacitance would be similar. In the case of PVA 98 
and PVA 88 the capacitance factor is roughly the same and the more negative 
value of com of PVA 88 is mainly due to the larger shift of J/max and hence to 
the lower polarity of the acetate group than the hydroxyl group. 
6.4.3. The degree of occupancy of the first layer 
Various methods of interfacial thermodynamics used to analyse double 
layer data in the presence of organic adsorbates (e.g. GRAHAME 1947, PARSONS 
1964, CONWAY 1965, GILEADI 1967, SPARNAAY 1972, PAYNE 1973) apply only 
if the adsorption is a reversible process. In connection with polymer adsorption 
this statement requires further amplification. In many cases, including the 
PVA-AgI system, the adsorption as a function of the concentration is an irre-
versible process. However, from the great similarity with low molecular weight 
adsorbates and the near-reversibility of the titrations as a function of pAg, it is 
apparent that the adsorption is reversible with respect to 'small' changes in the 
pAg. Furthermore, in 10"1 M K N 0 3 solutions only the train segments are 
actually 'noticed' and the issue of reversibility only applies to that part of the 
adsorbed layer. In conclusion, it is possible to treat the Stern-layer as being in 
quasi-equilibrium with the polymer outside this region and to subject dOldpAg 
to a thermodynamic analysis. 
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This allows us to evaluate 6(cp) or 6(rp) by thermodynamic means. For 
mercury such methods are familiar (FRUMKIN 1925, 1926, PARSONS 1959, 1964, 
TRASATTI 1974) but they are not directly applicable to the reversible Agl/solu-
tion interface. In our case the analysis is as follows. The Gibbs equation for the 
Agl/solution interface can be written as (BIJSTERBOSCH and LYKLEMA 1968, 
1977) 
dy = ooànJF + a-dfu/F - m én A (6.7) 
where y is the interfacial tension, F the Faraday, n the chemical potential and 
FA the surface excess relative to water of the substance A. The subscript s refers 
to salt (KNO3) and A to an organic adsorbate, which is in equilibrium with the 
bulk. Generally TX depends on the activity of A (this relation being the ad-
sorption isotherm) and on the electric field at the interface, more conveniently 
on CTO or pAg. 
A formal equation of the adsorption isotherm can be found relatively easy 
when the solvent is considered as a continuum which need not to be indicated 
explicitly. For the chemical potential of the adsorbate, H A, we may write 
lA = fr0+ RT In A.6 A) (6.8) 
where fi6A) is some function of the coverage OA (= FA/TA, ma* ) and the 
corresponding equation in solution reads 
HA = HA + RT\naA (6.9) 
with a A the activity of A in solution. The resulting isotherm equation is 
AOA) = ß^A (6.10) 
where 
ßÄ s exp [Qft ° - HA)IRT] = exp (- Aads GA/RT) (6.11) 
/lads G A being the standard Gibbs energy of adsorption of A. It includes im-
plicitly the contribution due to the desorption of water molecules upon adsorp-
tion of A. 
Eq. (6.10) is also used in mercury interfacial chemistry (see e.g. PAYNE 1973a, 
b, DAMASKIN et al. 1971). It is based on the rather general equation (6.8). The 
form O{J{0A) is arrived at from molecular thermodynamics or from other con-
siderations and it can cover ideal behaviour, but also corrections for inter-
molecular interactions and molecular size (see e.g. PARSONS 1959, DHAR 
et al. 1973). However, when lateral interactions occur, RT In J[0A) is not solely 
an entropie (configurational) term. For the system under study, nA'° is a 
characteristic, but field dependent quantity. It is to a first approximation a 
constant at constant charge or potential. Though it is somewhat arbitrarily, 
the field dependence of HSA'° is often expressed by splitting up ßA into a'chemi-
cal' and an 'electrical' term 
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ßA = ßA.ch /?/C,eI (6.12) 
ßA,e\ usually contains the obvious electrostatic contributions, for instance, the 
energies of a permanent dipole and/or an induced dipole in an electric field. It is 
clear that an adsorption isotherm can only be defined at a constant value of 
/?,c,ei. A complication is that the electric field across the molecular condensor 
can be expressed either in terms of charge (<7o), or in terms of potential differ-
ence across the Stern-layer. There has been much discussion on the correct 
choice of the electrical variable (DAMASKIN et al. 1970, PARSONS 1968, BARRA-
DAS and SEDLAK 1972, TRASATTI 1974) but this choice does not affect the phy-
sical description of the adsorption phenomenon and is primarily a matter of 
best experimental fit. 
The form of eq. (6.7) is suitable for constant /IM or pi analysis. If a constant 
charge analysis is to be carried out, we have to change variables introducing PAR-
SONS'(1955) function 
i = y + conn! F 
leading to 
d£ = -/iKidffo/F + o-dfisjF - f"d^^ 
(6.13) 
(6.14) 
In his silver iodide work, BIJSTERBOSCH (1965) implicitly used both the con-
stant potential and constant charge model to analyse the adsorption of BuOH. 
Though he erroneously used a constant surface potential instead of a constant 
potential (ox pi), it can be concluded that for BuOH adsorption on silver iodide 
both treatments give similar results. In the present study the constant charge 
concept is preferred, because oom (PVA) calculated on the basis of the similarity 
with BuOH and EG (50% BuOH + 50% EG) at constant charge agreed better 
with the experimental value than oom(PWA) calculated at constant pAg. 
Moreover, the relation between the field strength, X, and oo is somewhat less 
complicated than that between Xand the potential decay at constant potential. 
By cross differentiation of (6.14) at constant chemical potential of the salt 
we find 
(dnK\ldnA)»s,„0 = Fidr^lôoo)^,^ 
or when In ßA is introduced as a variable and HÎ = ö^r*,max 
d/zKi 
dfiA 
= Fr A, max 
ßs-"0 
dOA 
d\nßA "s-fA 
din/*, 
doo 
"A-I's 
From (6.10) it can be derived that 
d0A 
"A 
00A 
din a A ß* 
(6.15) 
(6.16) 
(6.17) 
din ßA\ 
furthermore 
(d/iK,)„, = (d/x,-),, = -RT(dpI)ß, 
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Recalling that ßA is a function of a0 only, we may write 
-(dpD^oo = Fr~-™* fe/?d| (dÖ^ s .0_ (6.18) 
L dffo J^.«0 
This equation is easily integrated at constant Co and p.* for under these 
conditions (din jS /^dcro) is a constant 
PKOA) - pi(oA = o) = - r n , m M \^üël\ eA (6.19) [din ßAl Idao j 
Substituting 6A = 6 A, max in (6.19) and combining this with (6.19), one 
obtains at fixed cro and p, 
ft p/(0x) - PKOA = 0)
 ß , , , m 
"<< ~ « ; ~ — ^ 7 "A,max (6.2U) 
P/(Ö4 = 6Ä.ma*) - P/(ÖX = 0 ) 
Eq. (6.20) shows that 6A can in principle be obtained from horizontal cross-
sections through oo(pAg) isotherms, provided 6A,max can be estimated. (Note 
that dpi = -dpAg at fixed T, ps and pA). Putting 0,4, max = 1 gives the more 
familiar form of (6.20) 
pI(0A) = (1 -6A)pI(dA = 0) + 0ApI(ÖA = 1) (6.21) 
showing that PI(6A) can be considered as a linear combination of the p/'s at the 
uncovered and fully covered surface. 
Alternatively, if we would have taken ßA as a function of the potential, or 
for that matter, proportional to pi, we would have obtained at fixed ps and pi 
6A = gp(ß.4) - OO(OA = 0) 0^ mM <6 22) 
OO(6A = 0.4, mai) — OO(6A = 0) 
requiring vertical cross-sections through the isotherms. 
The considerations given at the beginning of this section now lead us to the 
assumption that (6.20) and (6.22) may also be used for polymer segments ad-
sorbed in trains. Then from 6A it is possible to calculate p = rAjrp, the frac-
tion of segments in actual contact with the surface. In order to calculate 6A an 
estimate of 6A,max is needed for each polymer sample. This quantity is not 
directly experimentally accessible, because with polymers it is likely that there 
remain voids present in the Stern-layer.1 Moreover, 6A,max depends on the sur-
face charge but this effect is probably small when the chosen charge is not too 
different from CTO« (BUSTERBOSCH 1965, D E Wrr and LYKLEMA 1973). As a first 
approximation 0max (PVA 98) can be calculated by using the before mentioned 
similarity between a layer covered with 50% BuOH and with 50% EG and a 
layer of PVA segments. Comparing the experimentally observed shift of the iso-
electric point (see below) with the thus calculated hypothetical Axmax (sect. 
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6.4.2.), 0max (PVA 98) is found to be 0.85. For PVA 88 only a very rough theore-
tical estimate of Axm!a could be made (sect. 6.4.2.). Using +190 mV (thus 
assuming the Stern-layer completely made up of acetate containing segments, 
adsorbed in such a way that they do not contribute to the dipole moment 
component normal to the surface) the experimental shift of 150 mV would 
give 0max(PVA 88) « 0.8. In view of the uncertainty in the calculation, 0mai 
(PVA 98) and Omax(PVA 88) are taken as roughly equal. For further calcula-
tions the value 0.85 is used. Similar figures have been reported by others 
(SILBERBERG 1967, JOPPIEN 1974, LIPATOV and SERGEEVA 1974) for other 
systems. MILLER and GRAHAME (1956), the first who used a double layer 
technique to obtain information on 6A of a polymer, obtained for polymetha-
crylic acid on mercury a maximum coverage of the Stern-layer with train 
segments of 0.80. 
Results of our calculations of O(PVA) as a function of the adsorbed amount, 
rp, are shown in fig. 6-11. The values given apply to the region around the ci.p. 
(0.5 < -ooliiCcm'2 < 3). The bars denote the spread of the values calculated 
at different values of CTO. The inaccuracy of 0(PVA) is considerable due to the 
fact that all uncertainties in GQ show up strongly in 6. It is seen that 0 increases 
FIG. 6-11. Degree of occupancy of the first layer, 0 (PVA), as a function of the adsorbed 
amount, Tp, calculated from the titration measurements. The dashed curve represents Ö(PVA) 
as calculated from electrophoresis. O, PVA 13-98; D, PVA 48-98; x, PVA 16-98; • , PVA 
13-88: •, PVA 40-88. 
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rapidly and almost linearly up to about 0.75 mg m ~ 2, indicating that most PVA 
is then adsorbed in trains or flat loops. After this, 0 increases more slowly and 
PVA adsorbed in excess of this is progressively accommodated in loops. The 
differences between the various PVA's are scarcely significant. Fig. 6-11 also 
shows 0(PVA) as obtained from A i.e.p. measured by electrophoresis (sect. 6.4.4.). 
In view of the fact that two quite different double layer measurements were 
used, the agreement is satisfactory. 
6.4.4. Electrophoresis; degree of occupancy of the first layer and effective 
polymer layer thickness 
Electrophoretic mobilities in 10~3 M HNO3 of silver iodide sols covered 
with various PVA's are shown in fig. 6-12 and fig. 6-13. The following charac-
teristic features are observed : 
1. The isoelectric point shifts to more positive values with increasing 
amount of adsorbed PVA, small rp 's being relatively more effective than 
larger rp 's. 
2. The mobilities pass through a shallow maximum at the negative side: the 
maximum mobility is reduced upon increasing rp , especially at high Fp. 
3. The slope d(UX~ *)japAg at the i.e.p. decreases progressively with Tp. 
Trends 1. and 3. are illustrated in fig. 6-14. The decrease of the maximum 
mobility upon increase of rp was also found by SUGIURA and YABE (1970), but 
these authors did not study the influence of the pAg, hence their results allow 
no further quantitative analysis. 
The shift of the i.e.p. (/li.e.p.) may be identified with the shift of the p.z.c. 
measured by titration, because in 10~3 mol dm - 3 HNO3specific adsorption is 
negligible, especially at the p.z.c. (LIJKLEMA 1957). The titrations and electro-
phoresis exhibit the same trends. The first adsorbed molecules produce a 
relatively large shift: at higher adsorption the i.e.p. becomes less sensitive 
to rp and tends to a limiting value. This behaviour indicates that the first 
molecules adsorb to a large extent in trains, whereas at higher Tp the polymer 
accumulates predominantly in loops and tails, which do not affect the location 
of the i.e.p. 
Quantitatively, A i.e.p. is much better established than Jp.z.c. and it provides 
a more reliable tool to assess 6A, taking 
eA = / i e p - 0x.m., (6.23) 
which is the equivalent of (6.20). Using again 0m„ = 0.85, the occupancy was 
calculated. The results are shown in fig. 6-15. The agreement with 0 (PVA) 
from the titrations is satisfactory, see fig. 6-11. For a discussion of 0 we refer 
to sect. 6.4.3. 
In sect. 6.4.2. a discussion was given on the preferential adsorption of acetate 
containing segments of PVA 88 in the Stern-layer. Theoretically it was found 
that Jp.z.c.m,x(PVA 98) = +128 mV, whereas Jp.z.c.m,x(PVA 88) could be 
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FIG. 6-12. Electrophoretic mobilities at 20.0°C of Agi sols as a function of pAg in the 
presence of adsorbed PVA of the 98-series. The absorbed amounts inmgm" 2 are indicated, 
(a) PVA 3-98, (b) PVA 13-98, (c) PVA 48-98. For clarity the experimental points are shown 
only in the lower graph. Electrolyte: 10~3 M HNO3. 
+ 205 mV at most when preferential adsorption of the segments with an acetate 
group occurred, or +135 mV for random adsorption. The actual magnitude of 
Ji.e.p.max(+151 mV) for PVA 88 cleary shows that acetate containing segments 
adsorb preferentially. As 151 mV is smaller than the theoretical shift (+190 
mV) that would ensue if the acetate groups are apolar, it is not possible to 
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FIG. 6-13. Electrophoretic mobilities at 20.0 °C of Agi sols as a function of pAg in the 
presence of adsorbed PVA of the 88-series. The adsorbed amounts inmgm" 2 are indicated, 
(a) PVA 13-88: (b) PVA 40-88. Electrolyte: 10 - 3 M HNOj. 
FIG. 6-14. The shift of the 
i.e.p., Ai.e.p. and the slope, 
diUX-^/dpAg, inthei.e.p., 
for Agi sols as a function of 
the adsorbed amount of 
PVA. Electrolyte: 10"3 M 
HNCb; T= 20.0°C: A, A, 
PVA 3-98: • , O, PVA 
13-98, • , D, PVA 48-98: 
• . -e, PVA 13-88; • . -H 
PVA 40-88. 
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FIG. 6-15. Degree of occupan-
cy of the first layer, O(PVA), cal-
culated from the shift of the 
i.e.p., as a function of the ad-
sorbed amount of PVA. 
A, PVA 3-98; O, PVA 13-98; 
D, PVA 48-98; •, PVA 13-88; 
• . PVA 40-88. 
IJO 1.5 
Vflmg rrr2 
make conclusions about the orientation of these groups on the surface. The 
fact that Ji.e.p.max(PVA 88) is smaller than 190 mV can be due to either or both 
of two causes : (0 the surface is not fully covered and (if) the Stern-layer also 
contains hydroxyl groups. In view of the general behaviour of polymers (/') 
will certainly contribute, however, its extent can only be roughly estimated. 
Taking 0max(PVA 88) = 0.85, as is done in our calculations, would reduce the 
theoretical shift to +160 mV. Assuming that Ai.e.p.max is a linear combination 
of the contributions of acetate and hydroxyl containing segments, it is found 
that the Stern-layer is covered with about 50% of each of these segments. 
However, taking the lower limit 0max(PVA 88) = 0.80, would yield a Stern-
layer fully covered with acetate containing segments. Reality is probably 
between these extremes but anyway it is certain, that the Stern-layer is consider-
ably enriched in acetate groups, as compared with the average acetate content 
in the chain. 
The trend observable in the influence of PVA on the electrophoretic maxi-
mum at high pAg values is opposite to that in A i.e.p. At low Tp, PVA adsorp-
tion has little effect, but at high rp the electrophoretic mobility decreases pro-
gressively with rp. This is obviously due to loop and tail formation and the 
subsequent outward displacement of the slipping zone. In this way a qualitative 
measure of the growing thickness of the adsorbed layer is obtained. However, 
it is not advisable to use this decrease for a quantitative measure of the effective 
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layer thickness, ~iï, as was done by FLEER et al. (1972) and followed by GARVEY 
et al. 1976, KAVANAGH et al. (1975) and BARAN et al. (1976a, b). 
The reason for caution is twofold : 
(1) The conversion of mobilities into Ç-potentials is not really feasible in the 
plateau region because of the difficulty to account properly for the relaxation 
effect (WIERSMA et al. 1966). Moreover, the particles are non-spherical. 
(2) In addition to Ç, the potential, [j/a, at the boundary between the Stern-layer 
and the diffuse part of the double layer (and/or Cd), and the course of ij/(x) in 
the diffuse part of the double layer has to be known to calculate Ä. Generally 
these items of information are not available. The potential \[ii can be obtained 
from titration data only for the case that specific adsorption is zero, but under 
plateau conditions specific adsorption is non-zero and depends on the amount 
of segments adsorbed in trains. 
The behaviour of ^(*) in the presence of an adsorbed polymer has been 
studied theoretically by BROOKS (1973) for the case of low potentials. Accor-
ding to BROOKS the normal Boltzmann distribution of counterions has to be 
corrected for two factors: (a) a purely geometrical one accounting for the volu-
me of the adsorbed polymer and (b) a factor accounting for the interactions 
between ions and polymer, ions and solvent and polymer and solvent, that is : 
a non-ideality term. Using the FLORY (1942)-HUGGINS (1942) approximation of 
concentrated polymer solutions, BROOKS obtained for the distribution of 
counterious 
nix) = n,(oo) exp |~- ^ J~\ « P WW] (6.24) 
with 
ß(x) = [<P„(x) - <£p(co)] [1 - XSP + UP - Xsi] (6.25) 
where zi is the valency of the ions, e is the elementary charge, </>p is the volume 
fraction of polymer and % a Flory-Huggins interaction parameter, the sub-
scripts /, s, p referring to counterion, solvent and polymer respectively. The 
X-term describes the interactions between the components, which ultimately 
result in the appearance of excluded volume effects, compare (4.26). Hence 
both factors in the RHS of (6.25) correspond to an excluded volume. Combi-
ning (6.24) with the Poisson equation and assuming a flat double layer with a 
low surface potential behaving as a simple dielectric and a step function for 
4>p(x) BROOKS obtained an expression for ^(jr), the potential distribution in the 
diffuse part of the double layer. 
With respect to C, the potential at the plane of shear, there are two opposing 
trends: (a) the potential ij/(x) increases for all values of x due to excluded volume 
effects, leading to an increase of C and (b) an outward displacement of the 
plane of shear upon polymer adsorption, resulting in a reduction of C- In 
principle it is possible to obtain an effective thickness if both trends are taken 
into account. However this solution, besides accurate parameter values, also 
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requires some insight in the segment density distribution, which is just the 
sought quantity. Thus, in practice, ~3 can be found only if trend (a) can be 
shown to be insignificant. 
Comparing the theoretical computations made by BROOKS (1973, his figs. 2 
and 3) with the present results, it can be concluded that (ƒ) the plane of shear 
is shifted drastically and (») the values of ß(x) are small. The last conclusion is 
supported by the fact that XsP is close to 0.5 (sect. 4.4.) and that the interactions 
between counterions and PVA are negligible (FLEER 1971). Moreover, the 
polymer volume fractions in bulk (<M°°) ~ 10 - 4) and in the diffuse part of the 
double layer (0.08 <{<(f>p> A} <0.25 see sect. 7.2.). are small. 
The complexity of the practical situation is further illustrated by the experi-
mental data shown in figs. 6-12 and 6-13. At a constant pAg close to the i.e.p. 
the mobility rises with increasing rp, whereas at a pAg value in the plateau 
region just the opposite happens. This indicates that an in- or decrease of a 
Ç-potential upon adsorption should be treated with caution. The explanation 
of the above phenomenon is that upon adsorption the i.e.p. shifts to more 
positive values, making i/^ o and i/^ larger, so that at relatively low potentials 
larger values of Ç are (also) found. Moreover, it is possible, as is the case with 
low molecular weight adsorbates (BUSTERBOSCH 1965, VINCENT et al. 1971), 
that \jid increases due to the displacement of counterions from the Stern-layer 
by adsorbing polymer trains. This feature is not covered by BROOKS' theory, 
at least not explicitly. 
These complications lead us to the conclusion that the reduction of Ç in the 
plateau region is not easily related to ~3 and instead we proposed (KOOPAL and 
LYKLEMA 1975) to use the slope d(UX~ i)jdpAg in the immediate surroundings 
of the i.e.p. Under these conditions specific adsorption of counterions is 
negligible. Then ipd can be obtained from titration data (OVERBEEK and MAC-
KOR 1952, LIJKLEMA 1957) and relaxation and Brooks-type corrections are 
absent or small. Electrophoretic mobilities, UX'1, can be converted into 
Ç-potentials according to HENRY (1931), see WIERSMA et al. (1966). We put, at 
or around the i.e.p. 
dÇ/dpAg = (dC/d^) (d^/da*) (d^/dffo) (dooldpAg) (6.26) 
where a is the diffuse double layer charge, which under the preset conditions 
equals -oo- To obtain (dÇ/di/^) we neglect Brooks-type corrections (see above) 
and use the Debije-Huckel approximation for spherical double layers. This is a 
good approximation in our case, as could be verified by comparison with the 
tables of LOEB et al. (1960). The following is obtained (T = 20.0°C). 
T - ^ - l =58.16 ["——1 ["—1 exp ( - KZ) (6.27) 
ldpAgja^o la + *JLcJ 
in which O is the diffuse double layer capacitance, a the particle radius and ~Ä 
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the distance between the Stern-plane and the effective slipping plane. We shall 
call "Z the electrophoretic thickness. C is the total double layer capacitance, 
which can be derived from titration. For a flat double layer using the linear 
Poisson-Boltzmann equation (in an 1-1 electrolyte) eq. (6.27) changes to 
(KOOPAL and LYKLEMA 1975): 
[-*-] = 58.16 p ^ W ^ l [ C l exp i-KZ) (6.28) 
làpAg]ao^o lsech2(eÇ/4A:r)J [ c j 
In the Debije-Huckel approximation the factor containing t/>j and Ç approa-
ches unity. 
Around the p.z.c. and in 10~3moldm-3 HNOjC/Q is nearly independent of 
the adsorbed amount, because C is mainly determined by the diffuse part of the 
double layer. However, this does not mean that C/Q is equal to unity. Around 
the p.z.c. we may write 
I = — + — (6.29) 
C Cs Cj 
where Cs is the capacitance of the (under the chosen conditions charge free) 
Stern-layer. Usually Cs is of the order of 20 /JF cm - 2 . For a flat double layer 
Cd = 5.7 fiF cm - 2 , so that C is about 4.5 //F cm"2 and CjCd « 0.8. For a 
spherical particle with radius 42 nm Cd = 8.8 /zF cm - 2 and C = 6 fiF cm - 2 , 
leadingtoC/G«0.7. 
When no titration data are available, a first estimate of C/O can be derived 
from electrophoresis data, but only in the absence of polymer. From (6.27) it 
follows that for Z-»0 
IJÉL1 =58.16— (6.30) 
gJ»o-»e L- 1 = J O . I U — dp Agj
 ao^o Cd 
3 - 0 
Using the value for C/Q thus obtained also for the calculations in the presen-
ce of polymer, is a better approximation than equalizing this quotient to unity. 
Especially in 10~3 M salt, where C is mainly determined by the non-specific 
capacitance Cd, this procedure works reasonably well. 
The effective thickness, A, was calculated using the slopes (dQâpAg) CTO-O 
The increase in hydrodynamic radius of the particles, which occurs on the 
adsorption of the polymer, was also accounted for in the estimate of the value 
of fact) (HENRY 1931), to be used in the calculation of Ç-potentials from mobili-
ties. The thus obtained ^ s are plotted as a function of Tp in fig. 6-16. Within 
experimental error all PVA samples give the same ~A at a given FP, indicating a 
very similar distribution of trains, loops and tails for all samples. 
The values of ~3(rp) found are smaller than those obtained from viscometric 
measurement (FLEER et al. 1972). Comparing our results with those of GARVEY 
Meded. Landbouwhogeschool Wageningen 78-12 (1978) 101 
20 
18 
16 
H 
12 
10 
o 
FIG. 6-16. Electrophoretic thick-
ness, /J, as a function of the ad-
sorbed amount of PVA. 
A, PVA 3-98; 0,PVA 13-98; 
D, PVA 48-98 ; • , PVA 13-88 : 
• . PVA 40-88. 
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et al. (1974, 1976) who measured thicknesses of adsorbed PVA 88 layers on 
polystyrene latex particles with several techniques yielding hydrodynamic 
radii, shows also our thicknesses to be somewhat smaller, especially at low 
adsorption values. Though the thickness of an adsorbed layer on a large particle 
at fixed amount adsorbed will be somewhat greater (GARVEY et al. 1976) than 
that on a small particle, this difference cannot completely account for the 
observed discrepancy between GARVEY'S results and ours. 
In our calculation of H it was assumed that Brooks-type corrections could be 
neglected. However, this may not be fully true. A first impression of the error 
thus introduced can be obtained by replacing (pP(x) by a step function (SILBER-
BERG 1968, BROOKS 1973): ß(x) is therefore defined by 
<l>p(x) = «f>p>d, ß(x) = <ß>, S< x < ~Ä 
with «I>P>A = (1 - p)rpvfÄ (6.31) 
4>p(x) = </>p(oo), ß(x) = 0, x > 71 
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where ô is the first layer (% Stern-layer) thickness. Substitution in (6.25) and 
(6.24) gives 
r Zift/K*)"! 
L kT \ nix) = «,{<») exp ( - </?>) exp ^f~\ (
632
^ 
The ionic space charge density is related to i/»(x) by the Poisson equation. For 
sufficiently low potentials (the Debije-Huckel approximation) and symmetrical 
electrolytes it is found that 
V2^ = KBVOC), M*) < < kTfze (6.33) 
with 
KB2 = K2exp(-<jS>) (6.34) 
and 
K2 = 2e2z2n,{oo)l£kT (6.35) 
where e is the static permittivity. For a spherical colloid particle when r is the 
distance from the centre of the sphere eq. (6.33) can be rewritten as 
I d T r ^ l l d ^
 = K-a (636) 
r
2
 dr \_ dr J r dr2 
The function nj/(r) is obtained by double integration, assuming a similar 
thickness for the diffuse layer and the polymer layer. When ipd is the Stern-
layer potential at r = a we find 
Wr) = </4- exP { -Kdir-a)} (6.37) 
Substitution of ^(a + "Z) = Ç gives 
C = </" [ — ^ exP ( - KBZ) (6.38) 
[a + ^J 
and 
di/'d [a + ^ J 
Comparison with (6.26) and (6.27) shows that in this approximation, in 
(6.27) KB should be used instead of K. Eq. (6.27) then can be written also as 
dC 
dpAg .rS816[;rfii][£H- ,'3*> (640) 
where ~Ä* is the uncorrected thickness: 
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~à* = Z e x p ( - O . 5 < 0 > ) (6.41) 
As we did not apply Brooks-type corrections, fig. 6-16 in fact shows ~Z* as a 
function of rp instead of U(rp). 
When the ^-terms in (6.25) mutually compensate and 0P(oo) -» 0, as is possi-
bly the case in the present study, /T reads 
Z = Z* {exp ( - 0.5 <4>„>,.)} - 1 
For low <4>p> A 
H = ~Z*(\ - 0 . 5 « / ) P > 4 ) - 1 
In the present study, 0.08 < { < $ p > j } < 0 . 2 5 , this would resultin an upward 
correction of 4 to 14%. The larger corrections are to be applied around rp = 
10 mgm~2 (see sect. 7.2.). 
The question remains, what kind of thickness is "Z? This problem is not yet 
solved. Its solution would require a detailed knowledge of the drainage pattern 
through the adsorbed polymer layer. As Z is a hydrodynamic thickness, presu-
mably it is related to the root mean square distance of segments from the 
interface, < d2 >0 '5 , in a similar way as the hydrodynamic radius of a polymer 
coil is related to the radius of gyration (see TANFORD and sect. 7.1.). In eq. 
(6.27) or (6.39) H should then be replaced by £ ' < d 2 > 0 5 . Accepting this to be 
true and interperting £,' as an empirical parameter, ~Ä can be calculated using 
some theoretical segment density distribution (e.g. HOEVE 1965, ROE 1965,1966, 
RUBIN 1965, HOFFMAN and FORSMAN, 1970 HESSELINK 1972,1975) in the same 
way as has been done by MCCRACKIN and COLSON (1964) for the ellipsometric 
thickness. 
6.4.5. Influences of molecular weight, acetate content and surface charge on 0 
and ~Ä 
In chapter 5., it was found that at a given concentration, the adsorbed amount 
r p , depends on the molecular weight and acetate content. However, the mole-
cular weight dependence of Fp is small, so that for 9 and Ä an even lesser depen-
dence on M must be expected. Figs. 6-11,6-15 and 6-16 show that is true. As 
a first approximation 0 and also À depend solely on f 'p. There is no influence of 
the molecular weight nor of the acetate content on the shape of the 0(FP) and 
/f(rp) curves. The only difference is that in figs. 6-15 and 6-16 higher abscissa 
axis values (and hence higher ordinate values) are obtainable with samples of 
higher M and/or greater acetate content. This unique dependence of 0 and ~2 
on r p is the case despite the observation that with respect to oom and Ap.z.c. 
(Ji.e.p.) the two polymer types differ considerably, a fact explained by the 
preferential adsorption of the acetate-containing segments in PVA 88. The 
independence of 0(rp) of the acetate content is partly due to our choice to 
equalize 0max for both polymer types. This may not be entirely correct, but the 
shape of the 6(rp) curve is not affected by this choice. 
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If our conclusion that, as a first approximation, the distribution over trains 
and loops or tails is a function of the adsorbed amount only could be generalized, 
it would considerably simplify the treatment of colloidal phenomena involving 
particles with an adsorbed polymer layer. 
Theoretically it is to be expected (SILBERBERG 1968, HOEVE 1971) that in a 
©-solvent the layer thickness increases with the square root of the number of 
segments per molecule, provided this number is not too large. To verify this for 
the present results, Jm a x was plotted as a function of the square root of the 
degree of polymerization, DP05, in fig. 6-17. Except for PVA 3-98 the result is 
in reasonable agreement with the prediction. Higher molecular weight species 
in the PVA 3-98 sample probably adsorb strongly preferentially. The same 
conclusion was made considering the total adsorption (see sect. 5.4.3.). 
Finally, a short comment on the influence of the surface charge must be 
made. In chapter 5. it was found that variations in aQ from 0 to -3 fiC c m - 2 had 
no measurable effect on Tp. However, with respect to 0 a dependence on oo is 
found. As shown in sect. 6.4.2. the train segment adsorption is a maximum at 
ffo = oo„. Although the extent of desorption of train segments with respect 
to crom is not experimentally accessible because /IPVA is unknown, comparison 
with low molecular weight adsorbates (BUSTERBOSCH 1965, D E WIT 1975) sug-
gests that it is small. 
Another possible way of obtaining information on the effect of oo upon 0 is 
the application (6.20) at several values for Co. Results of such calculations are 
shown in fig. 6-11. The bars denote the spread of values found at different 
values of «TO (0.5 <-<7o/^Ccm_ 2<3). In this case the experimental inaccuracy 
is such that no further conclusions can be drawn. 
The thickness of the adsorbed layer can be calculated at the p.z.c. only. At 
other surface charges relaxation and possibly Brooks-type corrections become 
important, virtually preventing calculation of ~3. However, ~S is probably 
independent of <xo. Interactions between polymer segments and ions are absent 
FIG. 6-17. The effective layer thickness 
at saturation adsorption, ^ma,,for the 
various PVA's as a function of the 
square root of the degree of polymeriza-
tion of the samples. 
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or small and the total amount adsorbed is not influenced by oo. Hence, there 
are no reasons to expect a dependence of ~Ä on cro. 
6.5. SUMMARY 
Double layer and electrophoresis studies of PVA-covered Agi particles are 
described and interpreted to determine the effect of an adsorbing neutral 
polymer on the double layer properties and to investigate the mode of adsorp-
tion of PVA on Agi. 
The Potentiometrie titrations reveal three important features upon PVA 
adsorption : 
- the double layer capacitance decreases, 
- the p.z.c. shifts to more positive values, 
- the titration curves pass through a common intersection point, characteristic 
for the type of PVA. 
These features are related to modifications in Stern-layer properties caused 
by adsorbing polymer segments in trains. Adsorbed polymer trains and low 
molecular weight organic adsorbates, having a composition comparable with 
that of the polymer segments, behave very similarly in this layer. From this 
resemblance it could be concluded that in PVA 88 the segments containing 
an acetate group adsorb preferentially in the Stern-layer. This is promoted by 
the blocky distribution of the acetate groups in PVA 88. The similarity has 
further been used to develop a theorem to obtain the degree of occupancy of 
train segments in the Stern-layer. The result obtained with the titration tech-
nique is confirmed by electrophoresis studies. 
A measure for the effective layer thickness can be obtained from the slope of 
the electrophoretic mobility against pAg curve around the isoelectric point. 
The main conclusion is that the fraction adsorbed in trains and the effective 
layer thickness are, to a first approximation, a function of the adsorbed amount 
only. The molecular weight and acetate content influence 0 and ~S only indirect-
ly, due to the fact that higher M and greater acetate content increase the adsorp-
tion. The theoretically expected dependence of the layer thickness on the 
degree of polymerization is experimentally confirmed, except for PVA 3-98. 
The dependence of the train segment adsorption on the surface charge is so 
small, that for most practical purposes it can be neglected. The same applies to 
the effect of a o upon the layer thickness. 
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7. GENERAL DISCUSSION 
In this last chapter the information obtained in the preceding chapters will 
be used to calculate some additional parameters characterizing the adsorption. 
A comparison will be made with theoretical predictions and where possible 
with similar characteristics of the PVA molecules in solution. 
The combined information will be used to analyse the adsorption theory of 
HOEVE (1965,1966,1970,1971,1976). 
7.1. FRACTION OF SEGMENTS ADSORBED IN THE FIRST LAYER AND THE 
AMOUNT ADSORBED IN LOOPS AND TAILS 
Fig. 7-1 summarizes the main information obtained. Shown are the degree 
of occupancy, 6, the effective layer thickness, "Z, and the plateau adsorption 
values of the various PVA's. As both 0 and ~Ä depend solely on the amount 
adsorbed, other parameters derived from them need to be calculated as a 
function of rp only. 
FIG. 7-1. Summary of the main 
adsorption data. Given are the 
degree occupancy, 0, and the 
effective layer thickness, ~S, as a 
function of the amount adsorb-
ed, rp. The saturation adsorp-
tion values of the various PVA's 
are also indicated. 
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A frequently used parameter is the fraction, p, of adsorbed segments in 
direct contact with the surface. Assuming a molecular cross section, ao,s per 
segment, 0 can be transformed into p as follows 
(7.1) 
with rp in mg m " 2 and ao, s in nm. Estimates of a o.s can be obtained from spread 
monolayers (LANKVELD 1970, BARAN et al. 1976b), model calculations and 
comparison with other adsorbates (SMITH 1972, MCCLELLAN and HARNS-
BERGER 1967) or from the specific volume of PVA. Such estimates vary from 
0.30 to 0.15 nm2. The largest values are obtained from monolayer experiments 
and probably account for a PVA segment with two adhering water molecules 
(BARAN et al. 1976b). Model calculations give about 0.20 ± 0.05 nm2. In 
theoretical studies the number of segments is often defined as the ratio of the 
specific volumes of the polymer and the solvent, in that case a cross sectional 
area of about 0.15 nm2 should be used. This choice has the advantage that the 
volume of a train segment is equal to that of a loop or tail segment. For PVA 98 
we used 0.20 and 0.15 nm2, for PVA 88 0.22 and 0.16 nm2. Fig. 7-2a shows p 
as function of fp. Some p values are also tabulated in table 7-1. From p and rp 
one easily calculates T,, the amount adsorbed in loops and tails. The result is 
shown in fig. 7-2b. 
The obtained values of/), including the reduction of p upon an increase of 
rp, are in general agreement with other experimental findings (LIPATOV and 
SERGEEVA 1974, ROBB and SMITH 1974, JOPPIEN 1974, 1975). 
Theoretically, it is predicted that in the case of an adsorbed isolated molecule 
(rp-*0)p would approach values of about 0.80 to 0.95 for /s* > 1 (RUBIN 1965 
üb 
0M 
o. 03 
0.2 
0.1 
"N 
\ (a) 
7 \ V 
S N « ^ ^ ^ 
i i i i i 
as 10 15 2.0 fp/mgrn-' 
2.5 IX) 1.5 2.0 
Tp/mg m-> 
FIG. 7-2. The fraction of segments, p, adsorbed in trains (a) and the amount, T,, adsorbed 
in loops and tails (b) as a function of the total amount adsorbed, rp. 
1, Mslao.i •• 300 mol"1 nm"2 : 2, Msja0., = 225 mol~'nm"2. 
*X' = minus the free energy change, involved in the replacement of a solvent molecule by a 
polymer segment on the surface, in units oikT. 
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a, b, SILBERBERG 1967, 1968, MOTOMURA and MATUURA 1968, 1969, MOTO-
MURA et al. 1971), implying and effective flattening of the adsorbed molecule. 
For non-isolated (interacting) macro molecules and / s > 2,p would be roughly 
0.2 in 0- and 0.5 in athermal solvents. Lower adsorption energies result in 
smaller values of/?, for instance for xs~ \,p equals about half the just mentioned 
values. 
Theory also predicts p to be dependent on the polymer volume fraction in 
solution, <j)pb, but only for small values of (j>pb. In the range 0 < <ppb< 10~4,/> 
would decrease from 0.9 (rp->0) to 0.5 or 0.1, depending on the solvent quality 
and xs- Above <f>pb~ 10~4 (or cp> 100 mg d m " 3 in case of PVA) only a slight 
further reduction is to be expected upon increasing <ppb. 
The cited values also depend on the flexibility of the polymer chain. The 
more flexible the molecules, the smaller the values of p. 
At large fp the agreement of our/? values with these predictions is good. The 
actual magnitudes of/? suggest that x* is about 2 (water being nearly a ©-solvent 
for PVA). For r P -»0, p is considerably smaller than theoretically predicted. 
It is striking that between rp = 0 and Tp = 0.6 mg m - 2 p remains constant. 
This is equivalent to the fact that in this Tp range 0 depends linearly on Tp, 
see fig. 6-15. (Using the data of fig. 6-1 \,p (rp->0) would be even about 20% 
lower and stay constant up to Tp » 0.8 mg m " 2). 
The constant value of p shows that in this part of the isotherm the conforma-
tion of the adsorbed molecules is independent of the adsorption. It can be con-
cluded that the PVA molecules, adsorbed in an isolated position, do not com-
pletely unfold at the surface. They still have an average thickness normal to the 
surface of about 1.3 nm (see table 7-1), instead of the theoretically expected 
(RUBIN 1965b, 1966) thickness of a flat monolayer. In principle there may be 
two reasons for this behaviour: (a) the & parameter is relatively mall (b) 
intramolecular interactions in the PVA chain prevent unfolding. Above we 
TABLE 7-1. Some characteristics of the adsorbed PVA layer compared with those of the 
same molecules in solution. 
O') 
mg m 2 
0.6 
1.0 
1.57 
1.74 
1.92 
2.26 
2.58 
9 
0.62 
0.76 
0.83 
0.84 
0.85 
0.85 
0.85 
adsorbed layer 
P2) 
0.52 
0.38 
0.27 
0.24 
0.22 
0.19 
0.16 
') The five last values give 
2) M.lao, J = 300mol"1nni 
3
 {, = 0.875. 
Z 
nm 
1.3 
2.2 
5.2 
6.8 
8.8 
15.2 
22 
<pi> 
n m - 3 
2.86 
3.57 
2.86 
2.44 
2.13 
1.52 
1.22 
</> 
90 
60 
90 
125 
170 
330 
500 
PVA 
_ 
-
3-98 
13-98 
48-98 
13-88 
40-88 
the plateau adsorption of the PVA 
f 2(v = 0.77 cm3g " ) 
solution 
<r„>3) 
nm 
_ 
-
5.45 
11.20 
16.01 
11.08 
15.69 
samples. 
m» 
_ 
-
600 
2180 
3790 
2000 
3730 
<P»>3) 
nm 3 
_ 
_ 
0.89 
0.37 
0.22 
0.35 
0.23 
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estimated x s « 2 , so reason (a) is not likely to apply. Support for (b) is gained 
from the large values of Ko and C for PVA (see sect. 4.4.3.). We return to this 
matter below. 
At values of r p > 0 . 6 mg m~2 the adsorbing molecules begin to form longer 
loops and tails. Above rpx 1.0 mg m~2 the adsorption almost solely increases 
through the growing of loops and/or tails, see fig. 7-2b, and the adsorbed 
layer thickness increases strongly. Above rp 0.6 mg m - 2 the adsorbed layer is 
evenly distributed over the entire surface. To obtain an impression of the 
conformation in this rp range, the effective thickness of the adsorbed layer 
will now be compared with the hydrodynamic radius of the PVA molecules. 
This radius is defined as (TANFORD 1961 ) 
r„ = Ç<s2>o112 (7.2) 
Theoretical values of Ç can be obtained by comparing the behaviour of a 
polymer molecule in a velocity field (KIRKWOOD-RISEMAN 1948) with that of a 
rigid sphere in the same field. 
In the non-free-draining* case, the translational friction coefficient, jo, of a 
polymer molecule, moving in the direction of the applied force is given by 
(YAMAKAWA 1971, sec. 31.) 
fo = 3.99nr)o<s2>o112 (7.3) 
with f/o the viscosity of the solvent. For a rigid sphere with radius n this coeffi-
cient is given by Stokes' law : 
/o = 6 n r\o rh (7.4) 
Combining (7.3) and (7.4) gives a relation between rh and < s 2 > o 1 / 2 , show-
ing i = it = 0.665. Under influence of the force field the real polymer molecule 
elongates, leading to a { value definitely smaller than unity. Hence, the above 
calculated value can be seen as the lower limit for £. 
An upper limit for £ is obtained by considering the rotational friction coeffi-
cient, fr, for a polymer molecule having an angular velocity around its centre of 
mass. According to YAMAKAWA (1971) we may write 
fr = 47t3/2 170 [XF[X)\ <s2> o3/2 (7.5) 
where XF(X) is the Kirkwood-Riseman function (see sect 4.4.1.). For the non-
free-draining molecule XF(X) = 1.259 and (7.5) can be written as 
ƒ, = 8.93 TI^O < 5 2 > o 3 / 2 (7.6) 
* In the non-free-draining case the hydrodynamic interaction between the segments is so 
large that the effective volume is not decreased by the draining effect. 
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This is to be compared with Stokes' formula for rotational friction. For a rigid 
sphere with radius r* 
fr = %n fjo r„3 (7.7) 
Equating (7.6) and (7.7) gives £3 = £r3 = 1.116 or Çr = 1.037. It is seen that 
£, is much higher than £,. This is caused by the fact that an angular velocity 
hardly deforms the polymer molecule, resulting in an equivalent radius slightly 
exceeding the radius of gyration. 
In general, both translational and rotational friction will occur in a non 
uniform velocity field, resulting in 0.665 < £ < 1.037. A well known example of 
such behaviour is found in viscometry, where £,, is obtained by combining 
the Einstein viscosity law (4.9) using KE = (2.5 NA)'1, with the Kirkwood-
Riseman formulation given in eqs. (4.28) and (4.29), using <s2>o instead of 
<h2>o (see eq. (4.18b)). If for the non-free-draining case again XF{X) = 
1.259 is substituted, the result is f„ = 0.875. 
In our experiment, the effective adsorbed layer thickness is obtained from 
electrophoretic mobility measurements. The flow in the electrophoresis cell is 
laminar, and induces a shear force on the particles. Thus for comparison of ~3 
with <r*> it seems reasonable to use £,= 0.875 to calculate <r»>. Values for 
<r*> based upon this value of £ and the viscometric average radius of gyra-
tion (see table 4-4) are shown in table 7-1. 
For low adsorptions and an evenly distributed surface layer (0.6 < rp /mgm - 2 
< 1.0), ~S is much smaller than the hydrodynamic radius of the molecules in 
solution. Thus, although the molecules do not completely unfold, a consider-
able flattening coeurs. This makes very small values of x* improbable. 
Returning to the causes of incomplete unfolding of the molecules at very 
low adsorption values, it will be clear that reason (a), mentioned above, is 
invalid. It follows that intramolecular interactions in the polymer chain are 
present, also in the adsorbed state. These interactions, which are about the 
same for PVA 98 and PVA 88 judging from the Cand A^o values (see sect. 4.4.3.), 
possibly explain also the fact that at a given rp the conformation in the adsorb-
ed layer is independent of M and acetate content. Recalling that the acetate 
groups in PVA 88 adsorb preferentially, a further requirement for an equal 
distribution of PVA 98 and PVA 88 would be that the acetate blocks in PVA 88 
are distributed at random along the chain. 
The occurrence of corresponding intramolecular interactions in free and ad-
sorbed polymer was also found for polymethacrylates (VAN VLIET 1977, Ch. 4). 
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7.2. AVERAGE VOLUME FRACTIONS AND SEGMENT DENSITIES IN THE 
ADSORBED LAYER 
From the amount adsorbed in loops and tails, Ti, the effective layer thick-
ness and the specific volume of PVA (v = 0.77 cm3 g~ '), the average volume 
fraction of polymer in the loop region, <<j>p> A and the average segment den-
sity, <pi>, expressed in number of segments per unit volume, can be calculat-
ed. The results of these calculations are shown in fig. 7-3 and table 7-1 res-
pectively. In addition to <4>P> â, the average volume fraction of polymer in the 
Stern-layer, < <f>pt >, is also given. The latter quantity equals 0. 
It can be seen that up to rpx 1.0 mg m - 2 the average polymer density in the 
loop region increases, whereas the density in the Stern-layer approaches its 
limiting value. A notable feature is that the course of p (Fp) suggests that at 
about rp x 0.6 mgm"2 the molecules start to interact, leading to smaller values 
of p at larger adsorptions. Each molecule will then have fewer segments in 
actual contact with the surface, leading'to a smaller adsorption energy gain per 
molecule. This could be compensated for by a more than proportional increase 
in the layer thickness, rendering the entropy loss smaller. However, as said 
above, the density passes through its maximum at rp x 1.0 mg m~2 instead of 
at rP x 0.6 mg m - 2 . This may be due to one or more of the three following 
reasons:l. Experimental error in the thickness of the adsorbed layer over the 
range 0.7 < rp/mg m~2 < 1.4, it being systematically 15 to 25% too low. 2. Inter-
molecular interactions, occurring in the adsorbed layer and 3. an increase 
in bulk volume fraction forcing more polymer to the surface region. The 
last mentioned effect contributes only to a minor extent, for at rpx\.0 mg 
m - 2 the bulk concentration is still very low, about 1 mg dm - 3 . The uncertain-
ty in ~S does not permit a firm conclusion regarding the remaining effects. 
Comparsion of <pi> with the average segment density of a polymer 
molecule in solution will indicate what the state of compaction is of the adsorb-
* 0Â 
112 
FIG. 7-3. Average volume frac-
tions of polymer adsorbed in 
trains, < (j>ps >, and in loops and 
tails, <<t>p>â, as a function of 
the amount adsorbed, ƒ",. 
1, Mslao., = 300 m o P ' n n r 2 : 
2, A/,/ao.i = 225 mol" 'nm - 2 . 
Meded. Landbouwhogeschool Wageningen 78-12 (1978) 
ed molecules. To approximate the molecular volume in solution, the viscome-
tric equivalent hydrodynamic sphere is again chosen. Using the viscometric 
average number of segments per molecule the segment density of a polymer in 
bulk, <ph>, is calculated and shown in table 7-1 for various PVA's. The 
average segment density in the loop region is 3 to 10 times larger than <pk>. 
This suggest that the average loop length is much smaller than the total chain 
length. 
Using the effective segment length, (2 CI2)05, the unperturbed radius of 
gyration of a polymer molecule in solution can be calculated and from it the 
average segment density, <ph>. Such calculations show that for chains con-
taining 50 segments <ph> = 3.89 n m - 3 and for m = 500, <ph> = 1.23 n m - 3 , 
figures comparable with the values of < pi >. Assuming for a moment that for 
equal average segment densities in solution and in the adsorbed state the chain 
lengths are also the same, a rough approximation of the average number of 
segments in a loop or tail, < / > , can be made. The result of such calculations is 
shown in table 7-1 . It can be seen that the average loop length in PVA 88 is 
two to three times as long as that in the comparable PVA 98 samples. 
7.3. COMPARISON WITH A THEORETICAL TREATMENT 
7.3.1. Polymer adsorption models 
In the literature, a number of theories dealing with adsorption from polymer 
solution are reported. They can be classified into four main groups. Firstly, a 
group dealing with adsorption from dilute solution (e.g. FRISCH-SIMHA-
EIRICH 1953a, b, FORSMAN and HUGHES 1963a, b, c, RUBIN 1965, DIMARZIO and 
RUBIN 1971, SILBERBERG 1962a, b, 1967, 1968, 1972, 1975, HOEVE DIMARZIO 
and PEYSER 1965, HOEVE 1965, 1966, 1970, 1971, 1976) of which the SILBER-
BERG theory is most comprehensive. These theories make detailed studies of 
the shapes of adsorbed polymer molecules in the isolated state or at moderate 
surface concentrations. They are applicable to dilute solutions from which the 
polymer molecules are preferentially adsorbed. 
The second group of theories (e.g. PRIGOGINE and MARÉCHAL 1952, MACKOR 
and VAN DER WAALS 1952, DEFAY et al. 1960, Siow and PATTERSON 1973) 
confines itself to adsorbed molecules lying flat on the surface, thus largely 
ignoring conformational problems. They can only be applied to rodlike poly-
mers or to flexible polymers adsorbed in the isolated state provided the adsorp-
tion energy is high. 
The third group of theories is based upon the work of EVERETT and cowor-
kers (EVERETT 1965, 1973, ASH et al. 1968, 1970) and that of ONO and KONDO 
(1969) and LANE (1968) concerning monomer and oligomer adsorption, and 
worked out explicitely for polymers by ROE (1974, 1975). ROE (1974) considers 
liquid mixtures consisting of monomer (solvent) and polymer molecules which 
are placed in a multilayer lattice, taking into account interactions with the 
surface and nearest neighbours. From the averaged volume fractions of poly-
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mer in each lattice layer the equilibrium density distribution and the adsorption 
are found. The theory can be applied to the full polymer concentration range 
but does not discriminate between loops and tails. 
The fourth group consists of the work of CHAN et al. (1975a, b), who devel-
oped a non-lattice (continuum) theory of an adsorbed polymer molecule con-
fined in a half space by an impenetrable surface interacting with the polymer. 
It is applicable to adsorbed isolated molecules only. 
Recently, SCHEUTJENS (1976, 1978) extended the theory of DIMARZIO and 
RUBIN (1971) by incorporating segment volume and segment-solvent interac-
tions in a way which has much in common with the third group of theories. This 
treatment seems promising, since it is valid for large and small molecules, it 
covers the complete volume fraction range and takes into account both loops 
and tails. 
The quantitative application of these theories to practical systems is thwarted 
by several problems, for instance : 
- the identification of model parameters with experimental ones, especially 
the definition of a polymer segment and how its size determines the various 
other parameters involved, 
- the experimental determination of the characteristic quantities needed, 
- the fact that practical systems can be in a quasi-equilibrium state and 
- the amount of computational work involved. 
In this study a comparison will be made of HOEVE'S model with the experimen-
tal data obtained for PVA 98 (regarded as a homopolymer). This adsorption 
theory is relatively attractive due to its simplicity: the equations given being 
soluble analytically. Moreover HOEVE considers the adsorbed layer to be built 
up of two regions in a way very similar to that used in this study. If the theory 
could explain the adsorption behaviour satisfactorily, it could be used as a basis 
for further work-, e.g. the interpretation of polymer induced stability, see for 
instance FLEER ( 1971 ). 
7.3.2. The Hoeve theory 
HOEVE considers the case of polymer chains adsorbed at a homogeneous 
surface in equilibrium with a dilute polymer solution. The adsorbed material is 
distributed over loops and trains, considered as different subsystems with 
different partition functions. Generally the loop and train size distributions are 
wide. Tails are neglected. In the derivation the partition function for a single 
adsorbed molecule is developed first. For non interacting chains the amount 
adsorbed is found to be proportional to the solution concentration. When more 
chains are adsorbed, they start to interact both energetically and entropically 
and the partition function must be modified. To this end the solution phase in 
the vicinity of the adsorbing surface is divided in two distinct regions: a first 
layer with a thickness, <5, corresponding to an adsorbing segment and the region 
beyond that layer. In the first layer segments are attracted by the surface, leading 
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to a relatively high segment density, so that segment interactions in this region 
are manyfold. In the layers beyond the first, the attraction by the surface may be 
neglected and generally weaker interaction will occur. In both regions the 
segmental interactions are calculated on the basis of the Flory-Huggins theory. 
The interactions with the surface are accounted for by a compounded para-
meter, OH, which is determined not only by the adsorption energy, but also by 
conformational changes occurring on adsorption. It is the ratio of the partition 
function of a segment adsorbed on the surface to that of a segment in solution. 
The free energy of adsorption per segment in contact with the surface is then 
-kT In OH- For non interacting chains positive values of - In a H will result in 
desorption when all segments are adsorbed in the first layer. However, if 
segments are also present in loops, the overall free energy of an adsorbed 
molecule can still decrease due to the entropy retained in these loops, a contri-
bution not included in In OH- Such contributions due to the presence of loops 
depend on the 'flexibility' of the polymer chain. In order to account for this 
flexibility a second parameter, o/,is introduced, expressing the deviation from 
random walk statistics. It thus denotes in the case of long loops the specific 
character of the polymer molecule. For very stiff chains CH equals 0, for highly 
flexible ones CH-»1. 
Due to the various approximations made, the model can only be expected to 
give realistic results for large loops. A main difference with SILBERBERG'S treat-
ment is that the configuration and interaction counts are more approximate, 
which is ultimately compensated for in CH and GH-
The final result of HOEVE'S model is expressed in two basic equations govern-
ing the adsorption 
X» + In an + In (1 +2.6cH) + In (1 - 0 ) + 2*0 = 0.5p~l (0.5-X)KH0 (7.8) 
and 
In - ^ - ^ = - m {A + 0.5 (0.5 -
 X) K„0} (7.9) 
AÓ Ns 
0, x, P a n d m have their usual meaning, NpjA is the number of adsorbed mole-
cules per unit surface, Ns/V the polymer concentration in molecules per unit 
volume, CH and GH are the basic parameters. For a given solvent-polymer-ad-
sorbent system at constant temperature CH and GH ought to be constants. For 
non interacting chains (0->O: x = 0.5) the condition for spontaneous adsorp-
tion is In {GH( 1 + 2 . 6 CH)} > 0. The parameter A« is one of the Lagrangian multi-
pliers determined by p and c« 
Ü-PJ [} +2.6 CH] 
Physically, AwATmay be regarded as the average adsorption free energy per 
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segment adsorbed. In contradistinction with In OH.IH is a value averaged over 
all segments of the polymer chain, thus also those in loops. For adsorption 
to occur AH should always be negative. KH is a constant. According to HOEVE 
(1965) the average segment density as a function of the distance normal to the 
surface drops discontinuously at x = è. This drop in density is given by \-KH, 
KH denoting the ratio between the density in the second layer and that in the 
first. KH is the smaller the stiffer the chain and can be expressed as a function of 
CH and the effective segment length, (nCl2jm)oi (n is the number of C-atoms in 
the main chain, m the number of segments) : 
(247t)112 eu S 
(1 + 2.6 cH)(nC\2Im)1 *H = „ , ,
i r ' . , I . , . „/a ('-ID 
The four equations (7.8), (7.9), (7.10) and (7.11) contain four model para-
meters, CH, OH, IH and KH, thus in principle they all can be obtained, provided 
the parameters: m, x, (nCl2jm)0S, NS{V, NPjA, 0 and/? are known. 
In his most recent article, HOEVE (1976) treats a polymer molecule using 
random walk statistics on a 5-choice cubic lattice, excluding immediate rever-
sals. Incorporated are two parameters: t and w being Boltzmann factors for the 
first and remaining layers respectively, assigning a special weight to each step. 
/ is related to the adsorption energy, whereas w accounts for the chain stiffness. 
Using the w parameter the unperturbed end-to-end distance can be expressed as 
<h2>0 = (1 + H>/2)«/2 (7.12) 
Comparison of this lattice theory with the theory discussed above enables to 
express CH, KH and CH into w and / : 
c „ = 1.53 (w2 + 6W + 8)" 1 (7.13) 
KH = 24 (w2 + 6H> + \2)~l (7.14) 
aH = (w + 2) (w + 4 ) " 1 ; = (w + 2) (w + 4 )" 1 exp (e./*7) (7.15) 
ea is the adsorption energy per segment. For non interacting chains the critical 
f-value for adsorption is given by 
tcr = (w + 4)2 (V + 6w + 12)-1 (7.16) 
Below this value of/ no spontaneous adsorption occurs. Using tcr.dH.cr can 
also be found 
OH,cr = (w2 + 6w + 8) (w2 + 6w+ 12)" 1 (7.17) 
For this value of CH the term In {CH(\+2.6CH)} becomes zero. Eqs. (7.12) 
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to (7.17) can be used to obtain theoretical estimates for CH, KH, to- and In GH.CT 
when the solution properties of the polymer under study are known. For in-
stance, comparing eq. (4.17) with (7.12) shows that 
w = 2(C - 1) (7.18) 
In the present study m, % and (CI2)05 are given in chapter 4., the adsorption 
isotherm rP(cP) gives NPjA as a function of N„l V with 
NpA'1 =602rP(mA/ s)-1 (nm~2) (7.19) 
NsV~l = 6.02 x 1(T4 cP{mMsyl (nm"3) (7.20) 
6 and p follow from the double layer measurements, hence all data to solve the 
Hoeve equations are available. 
For the calculations weight average degrees of polymerization were used, 
to account for the preferential adsorption of the higher molecular weight 
molecules. We used Ms = 44.9, (2C/2)05 = 0.58 nm and x = 0.487. For the 
molecular cross section, ao.v,0.15 nm2 was taken and for S = 0.4 nm: these 
values correspond with the value of the specific volume, v = 0.77 cm3g_1 
(BRANDRUPand IMMERGUT 1965). 
Firstly GH, CH, ^H and KH are calculated, substituting various combinations of 
rp, cp, 6 and/) belonging to the plateau region of the isotherm, in the above set 
of equations. The plateau region is chosen because of the presence of long 
loops, so that the Hoeve model is expected to apply relatively satisfactory. The 
various sets of experimental data lead to slightly varying values for the theoreti-
cal parameters. For GH and CH average values were obtained and these data in 
turn were used to find the theoretical isotherm. 
The results of our calculations expressed as average values for KH, CH and 
OH are shown in table 7-2. The value of AH depends upon the adsorbed amount, 
it is tabulated for cP = 150 mg dm" 3 only. Adsorption isotherms for three PVA 
samples and p(rp) and 0(rp) were calculated using CH and In GH as obtained for 
PVA 13-98. The results are shown in figs. 7-4 and 7-5 respectively, together 
with the experimentally obtained curves. 
TABLE 7-2. The essential parameters of the Hoeve model for polymer adsorption calculated 
for the PVA-AgI system. (Ms = 44.9, (2C/2)0 5 = 0.58 nm, x = 0.487, <5 = 0.4 nm, a0,s = 
0.15 nm2). 
PVA 
3-98 
13-98 
48-98 
mw 
700 
2700 
4850 
KH 
1.3679 
1.0352 
1.0887 
CH 
0.5562 
0.3110 
0.3414 
In OH 
0.1668 
0.5075 
0.4670 
AH1) 
-0.0219 
-0.0095 
-0.0081 
l)cP = lSOmgdm - 3 . 
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FIG. 7-4. Adsorption isotherms for PVA 98 as predicted with the Hoeve model (—), com-
pared with experimentally obtained isotherms, (—). 
Parameter values: CH = 0.3110, In a« = 0.5075, a0,, = 0.15 nm2, (2 CI2)0 5 = 0.58 nm, 
Ms = 44.9, x = 0.487. 
Before discussing the actual values of the parameters we would like to make a 
few comments on the two figures. 
The theoretical isotherms have a strong high-affinity character. Although the 
ideal experimental curves probably are somewhat steeper initially (see sect. 
5.4.4.) than those shown in fig. 7-4, it seems unlikely that they become as 
steep as the model isotherms would predict. A similar difference is observed for 
1.01- -\ 20 
1.0 1.5 
r p /mg m-2 
FIG. 7-5. The degree of occupancy of the first layer, 0, the fraction of segments in this 
layer,/), the root mean square distance of segments in loops from the surface, <d2>oi, and 
the electrophoretic thickness, Ä, as a function of the amount adsorbed. The drawn curves are 
predicted by the Hoeve model, the dashed curves were obtained experimentally. In the Hoeve 
model the following parameter values were used: cH = 0.3110, In cH = 0.5075, a0 B = 0.15 
nm2, (2C/2)0-5 = 0.58 nm, Ms = 44.9 and X = 0.487. 
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p and 0. The differences can be explained by the fact that eqs. (7.8) to (7.12) 
only apply for large loops and low segment densities in the loop region. For 
small loops it becomes entropically less favourable to adsorb, taking this 
into account the model isotherm would bend more gradually towards its 
'plateau' value: similar reasoning applies to 0. 
The molecular weight dependence of the adsorption is reasonably well 
predicted for PVA 48-98, but only moderately for PVA 3-98. This last finding 
is not surprising, as discussed before we assume a strong preferential adsorp-
tion of the higher molecular weight species in this PVA sample. 
A notable feature of fig. 7-5 is that the model predicts that the fraction of 
train segments and the degree of occupancy of the first layer are a function of 
the adsorbed amount only. This is due to the fact that CH and GH are considered 
to be constants, independent of M and because the presence of tails is ignored in 
the model. Although the actual values are different, experimentally the same 
behaviour was found : p and 0 are a function of Tp only. Our conclusion is that 
the model explains the trends in Tp, p and 0 and that it is capable of predicting 
reasonable values for these parameters when large loops are present. Conver-
sely, CH and GH are only constants in the plateau region. 
Assuming an exponential segment density distribution for the loop region 
(HOEVE 1965), it is also possible to calculate the root mean square distance of 
segments in loops from the surface, <d2>05. According to HOEVE (1966) 
<d2>112 = 2 - ' 3 " 1 / 2 ( « C / » 1 / 2 ( - A ) - 1 / 2 (7.21) 
or for PVA 98 
<d2>112 = 0.1662 (-X)-1'2 
In contradistinction with the behaviour of/? or 0, the extent of the adsorbed 
layer is very poorly predicted by the model. From fig. 7-5 it can be seen that 
< d2>os < <~S. Apparently the values of ( -A) are too large, or alternatively, 
the experimentally observed layer thickness should be determined by a few 
tails protruding far into the solution phase. This last possibility seems not very 
likely, as it would result in a very high segment density in the loop region. 
Another important criterion for a model to be used is the physical reality of 
its basic parameters, in the present case CH, KH and In GH. Of these parameters 
the easiest to interpret is KH or rather I-KH, denoting the drop in segment den-
sity at the transition from the first to the second layer. It is clear that the ob-
tained values of KH are too large and physically unrealistic. These large values 
of KH may be due to the relatively high experimental adsorption values. In 
order to accommodate all that material in the adsorbed layer a large KH is 
required. However, the adsorption values found, are not uncommon for PVA, 
similar and even larger adsorptions have been found on Sterling-FT carbon 
black (Koopal 1976) and on polystyrene (GARVEY et al. 1974, VAN DEN BOOM-
GAARD et al. 1978). Another cause for large values of KH (PVA 98) could be the 
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presence of the supposed intramolecular interactions. These might give rise to a 
more compact segment density distribution. 
Theoretically, large values of KH reflect relatively flexible chains and in the 
case of high adsorption values a not too small magnitude of GH is expected. To 
verify this, the parameters CH, KH and GH of PVA have been calculated form 
theory, using eqs. (7.13), (7.14), (7.17) and (7.18) with C = 7. The results are 
w = 12, CH = 0.007, KH = 0.07, In GH,cr = - 0 . 0 2 
The values of KH and CH thus obtained are considerably lower than the ex-
perimental ones. Even for very flexible chains (w = 1) the theoretical predic-
tion of CH ( = 0.102) is much lower than the present experimental values. The 
value of In GH obtained from the experiment exceeds In GH.CT by about 0.5, 
suggesting that the adsorption energy per segment is only 0.5 /cTgreater than the 
critical value. In view of the discussion given in sect. 7.1. this predicted value 
for the adsorption energy seems rather small. 
Despite the fact that the model predicts reasonable values for the adsorp-
tion isotherm and the correct trends for/? and 0, we have to conclude that the 
physical significance of the values obtained for the model parameters is obsure. 
At first sight, a source of error might have been the choice of a CH2-CHOH 
group as a segment. The model is based upon a flexible polymer chain which 
can be described by statistical means and each polymer segment is thought to be 
equal in size to a solvent molecule. With the CH2-CHOH group as a segment 
none of these conditions are satisfied. The first prerequisite could be fulfilled 
by the introduction of a statistical chain element, s.c.e. (KUHN 1934), as sug-
gested by HOEVE (1971). The number of s.c.e., A', and their length, L, can be 
calculated for each PVA sample with eqs. (4.19) and (4.20) using C and taking 
for the contour length, hm, the planar zig-zag of the all-trans conformation with 
a distance of 0.253 nm between the alternate carbon atoms (MORAWETZ 1965, 
p. 120): 
TV = «(1.48 C ) - 1 WPVA98 = n/10.3 
L = 0.187 C LPVA98 = 1.31 (nm) 
Apparently, this choice of a segment removes only one of the objections, a 
s.c.e. becomes about 5 times as big as a solvent molecule. Conversely, the ratio 
of molecular volumes of the polymer and the solvent could be used to define a 
segment. In this case, half a PVA segment would be the unit, having within 
5% the same molecular volume as a water molecule. An additional advantage 
would be that the polymer-solvent interaction parameter, x, is based upon the 
same choice. However, in doing so, the first condition is no longer fulfilled. It 
is difficult to decide a priori which violation of these assumptions will cause the 
worst error. Therefore c«, KH and In GH were recalculated with both types of 
segment. However, the thus obtained values of the model parameters were not 
physically more significant. When a s.c.e. is used CH, KH and In GH differed 
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strongly for the different molecular weights. In the case that half a PVA seg-
ment was used as the unit, KH went up to about 1.6 and also CH became larger. 
A final attempt at improvement was made by adjusting the x-parameter. 
In the adsorbed layer region x may be different from its value in bulk solution 
due to the difference in surroundings. It is also possible that due to structuring 
effects by the solid the first solvent layer behaves differently. For a not com-
plete homopolymer as PVA 98 preferential adsorption of acetate containing 
segments may well occur and segmental interactions may become different 
from those in bulk. The latter two possibilities would demand for larger values of 
of x, thus a worse solvent quality or larger segment-segment interactions. 
Calculating KH, CH and In an with x = 0.5 and x = 0.52 showed an improve-
ment in the values of KH and CH, though the actual values were still much 
higher than the theoretically predicted ones. Also better values for In CH were 
found. However, with these values for x the model predicted poorly the mole-
cular weight dependence. Introducing an enhanced value of x in the first layer 
only would decrease In OH, leaving the other parameters unaltered. 
Overlooking the above discussion we have to conclude that the Hoeve theory 
does not give a physically realistic description of the adsorption of PVA on Agi. 
PVA may not be the best example of a flexible homopolymer, due to the presen-
ce of intramolecular interactions and 2 mole % acetate groups. However we 
believe that also in case of a better model polymer some problems remain un-
solved, for instance, what to choose for a segment. It seems worthwile to look 
for ways to overcome this problem so that a better quantitative comparison of 
model and experiment becomes feasible. 
7.4. SUMMARY 
Using the experimentally obtained adsorption paramaters, Tp, 0 and ~3 
several other characteristics of the adsorbed layer were calculated, such as : 
the fraction of segments in the first layer, p, the amount adsorbed in loops and 
tails and the volume fraction of polymer in the adsorbed layer. Molecules 
adsorbing in the isolated state (rp-»-0) do not completely unfold, probably due 
to the presence of intramolecular interactions. Values of p at large Tp and the 
extent of unfolding at intermediate adsorption values suggest a free energy 
change of about -2 kT when adsorbed solvent molecules are replaced by a 
polymer segment. The average density in the loop region is relatively high, 
indicating that the average loop size is much smaller (1/6 to 1 /20) than the total 
chain length. 
The obtained adsorption parameters of PVA 98 allowed us to investigate the 
Hoeve model for polymer adsorption. The adsorbed amount at large cp and 
its molecular weight dependence were reasonably well predicted. Also the 
qualitative trends in p(rP) and 9(rp) were confirmed. 
However, the adsorbed layer thickness is very poorly predicted and the 
physical significance of the values of the model parameters remains obscure. 
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It was not possible to obtain a consistent set of physically realistic model para-
meters by introducing a number of adjustments. Our general conclusion is that 
the Hoeve theory does not satisfactorily describe the adsorption of PVA on 
Agi. 
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SUMMARY 
The purpose of this study was to investigate how the double layer properties 
of charged particles are modified by the presence of adsorbed polymer molecul-
es and to obtain information on the conformation of the polymer layer from the 
observed alterations in the double layer properties. 
In chapter 1. the use of double layer investigations to obtain insight in the 
adsorbed layer conformation is briefly outlined. Some theoretical and ex-
perimental aspects of the studies of polymer adsorption are shortly reviewed. 
For the experiments the Agl-PVA system is chosen. Double layer charge 
and potential of Agi dispersed in aqueous electrolytes can be determined and 
controlled. Much is known about the surface area determination and the 
stability of Agi. PVA is a water soluble, flexible and uncharged polymer of 
which the concentration in solution can be determined readily. The combined 
Agl-PVA system is well suited for the purpose of this study. For the interpreta-
tion of the results recourse can be made to similar information previously ob-
tained with low molecular weight alcohols. 
The general procedures and the preparation of the Agi precipitates and sols 
are given in chapter 2. 
Chapter 3. deals with the characterization of the specific surface area of the 
Agi samples. Several independent methods are used: capacitance measure-
ments, N2-adsorption, adsorption from solution and electron microscopy. 
Accepting an uncertainty margin of 10 to 20% the areas obtained by the last 
three methods compared well mutually. However, the capacitance areas were 
always 3 to 4 times greater. This disparity was observed before by VAN DEN 
HUL and LYKLEMA. Surface areas of Agi sols strongly reduce upon coagulation 
or precipitation. A subsequent heat treatment enhances this effect. 
We used the capacitance area in electrochemical studies, whereas for the 
adsorption of organic molecules the methylene blue adsorption area is chosen, 
otherwise unrealistically low adsorption values were found. 
In chapter 4. the properties and solution characteristics of PVA are described. 
The samples used, differing in molecular weight and acetate content, are 
characterized by IR and UV spectroscopy. It could be concluded that our 
samples are atactic, contain no or very little 1,2-glycol units and one or two 
conjugated carbonyl groups per molecule. The acetate groups in PVA 88 
(12 mole % acetate groups) are predominantly distributed in blocks along the 
polymer chain, whereas in PVA 98 the distribution of these groups is probably 
random. Molecular weights and the molecular weight distributions were 
determined by viscometry and gel permeation chromatography. 
The solution properties of the polymers in water have also been studied by 
viscometry. Unperturbed dimensions, linear expansion factors and polymer-
solvent interaction parameters are calculated, taking heterodispersity into 
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account. The relative magnitude of the steric hindrance or the characteristic 
ratio, combined with the fact that water is a poor solvent for PVA suggest 
that intramolecular interactions occur in the polymer chain. 
Chapter 5. covers the measurement of the mass of PVA adsorbed per m2 
Agi, rp, as a function of the PVA concentration. Special emphasis is given to 
the influence of molecular weight, acetate content and of the surface charge and 
state of dispersion of the Agi. The adsorption isotherms show a high-affinity 
character, leading to a maximum amount adsorbed of 1.5 to 2.6 mg m~2. The 
saturation adsorption increases with increasing molecular weight and acetate 
content. The surface charge of the Agi and its state of dispersion have no 
measurable influence on the adsorption. The reduction in adsorption by the 
addition of KNO3 up to 10" 'M is due to a decrease in available surface 
area. 
No desorption of the polymer could be detected upon dilution with solvent, 
but the increase in adsorption with time shows that the adsorbed segments 
are reversibly bound. 
In chapter 6. the principles of the double layer investigations are explained, 
whereafter a description is given of the Potentiometrie titrations and elec-
trophoresis studies. The titrations reveal three important features upon ad-
sorption of PVA: 
- the double layer capacitance decreases, 
- the p.z.c. moves to more positive values, 
- the curves pass through a common intersection point, characteristic for the 
type of PVA. 
These features reflect changes in the Stern-layer, caused by adsorbing poly-
mer trains. Adsorbed polymer trains and low molecular weight adsorbates 
having a composition comparable with that of the polymer segments behave 
very similarly in the Stern-layer. From this resemblance it could be concluded 
that in PVA 88 segments with an acetate group adsorbed preferentially in the 
first layer. This is promoted by the blocky distribution of these groups in PVA 
88. The similarity has further been used to develop a theorem to obtain the 
degree of occupancy of train segments in the Stern-layer, 6. The obtained result 
is confirmed by electrophoresis studies. A measure of the effective layer thick-
ness can be found from the slope of the electrophoretic mobility against 
pAg curve around the isoelectric point. It was shown that this procedure is 
superiour to the classical one, in which the effective layer thickness is deduced 
from the reduction of the mobility in the plateau region. 
The main conclusion is that the fraction of polymer adsorbed in trains and the 
effective layer thickness are a function of the adsorbed amount only. Molecular 
weight and acetate content affect the adsorbed amount and thus indirectly 
influence the occupancy in the first layer and the effective thickness. Except for 
PVA 3-98, where probably preferential adsorption of higher molecular weight 
species occurs, the layer thickness is proportional to the square root of the 
degree of polymerization, as expected theoretically. The dependence of the 
train segment adsorption on the surface charge, though in principle present, is 
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too small to be practically important. The layer thickness is also independent 
of the surface charge. 
In chapter 7. some further parameters of the adsorbed layer are calculated, 
such as the fraction of segments adsorbed in trains,/?, and the amount adsorbed 
in loops and tails. It can be concluded that molecules adsorbed in the isolated 
state (rp->0) do not completely unfold, probably due to the presence of intra 
molecular interactions. The average segment density in the loop region is 
relatively high, indicating that the average loop length is much shorter than the 
total chain length. 
The obtained adsorption parameters are used for a quantitative check of the 
Hoeve model for polymer adsorption. The adsorbed amount at large polymer 
concentration is reasonably well predicted, including the molecular weight 
dependence. Also the trends in p(rp) and 0(FP) were confirmed. However, the 
adsorbed layer thickness is very poorly predicted and the physical significance 
of the model parameters is obscure. Our general conclusion therefore is that 
the Hoeve model cannot fully describe the adsorption of Agi on PVA. 
In conclusion, this study shows that double layer investigations combined 
with polymer adsorption measurements provide a valuable tool to investigate 
the conformation of adsorbed polymers. The degree of occupancy of the first 
layer, the effective thickness of the adsorbed layer and the kind of segments 
directly adsorbed onto the surface could be determined over a wide adsorption 
range. 
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SAMENVATTING 
Het doel van dit onderzoek was 1. na te gaan op welke wijze de eigenschap-
pen van de elektrische dubbellaag rond een geladen deeltje veranderen door de 
aanwezigheid van geadsorbeerd polymeer en 2. deze informatie te gebruiken 
voor de beschrijving van de ruimtelijke structuur, of conformatie van het gead-
sorbeerde polymeer. 
In hoofdstuk 1. is kort aangegeven hoe het onderzoek van de dubbellaag kan 
leiden tot inzicht in de polymeerconformatie. Daarnaast wordt een beknopt 
overzicht gegeven van enkele theoretische en experimentele aspecten van poly-
meeradsorptie. 
• Als model is gekozen voor het zilverjodide (Agi) - polyvinylalcohol (PVA) 
systeem. De eigenschappen van de elektrische dubbellaag op Agi deeltjes in 
waterige oplossingen in aanwezigheid van zouten en laagmolekulaire organi-
sche stoffen zijn al eerder uitvoerig onderzocht, evenals het stabiliteitsgedrag. 
Tevens is de bepaling van het (specifieke) oppervlak van Agi neerslagen gron-
dig bestudeerd. PVA is een in water oplosbaar, flexibel en ongeladen polymeer, 
waarvan de concentratie in oplossing eenvoudig te bepalen is. Dit laatste is van 
belang voor het meten van adsorptie-isothermen. De combinatie Agl-PVA heeft 
als voordeel dat bij de interpretatie van de resultaten gebruik gemaakt kan 
worden van eerder gedane metingen aan Agi waarop laagmolekulaire alcoho-
len geadsorbeerd waren. 
Algemene procedures en de bereiding van de gebruikte Agi neerslagen en 
solen zijn beschreven in hoofdstuk 2. 
Hoofdstuk 3. behandelt de bepaling van het specifieke oppervlak van de Agi 
monsters. Er is gebruik gemaakt van verschillende onafhankelijke methoden 
zoals: capaciteitsmetingen, adsorptie van stikstofgas, adsorptie van kleurstof-
fen vanuit oplossing en van electronenmicroscopie. De uitkomsten van de laat-
ste drie methoden stemden onderling redelijk overeen, de capaciteitsmethode 
gaf echter een oppervlak, dat 3 tot 4 maal zo groot was. Een dergelijk verschil 
werd al eerder gevonden door VAN DEN HUL en LYKLEMA. Het specifieke opper-
vlak van Agi solen is moeilijker te bepalen dan dat van Agi neerslagen. Vlok-
king leidt tot verkleining van het oppervlak. Dit wordt versterkt door daarna 
een warmtebehandeling te geven. 
Bij de berekening van de wandlading van het Agi is gebruik gemaakt van net 
capaciteitsoppervlak. De adsorptie van PVA is echter berekend met het op-
pervlak verkregen uit methyleenblauw adsorptiestudies. Als ook hier het 
capaciteitsoppervlak werd gebruikt, zouden irreële waarden voor de adsorptie 
gevonden worden. 
In hoofdstuk 4. is de karakterisering van het PVA beschreven. Ultraviolet 
en infrarood spectroscopie tonen aan, dat de monsters atactisch zijn en weinig 
1,2-glycol eenheden en geconjugeerde carbonylgroepen bezitten. De acetaat-
groepen in PVA 88(12 mol /o acetaat) zijn merendeels verdeeld in blokken langs 
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de polymeerketen, terwijl in PVA 98 deze verdeling waarschijnlijk willekeurig is. 
Molekuulgewichten en molekuulgewichtverdelingen van de monsters werden 
bepaald met viscosimetrie en gel-permeatie-chromatografïe. Eveneens via 
viscositeitsmetingen werden de eigenschappen van PVA molekulen in oplos-
sing bepaald, zoals: kluwenafmetingen, lineaire expansiefactoren en de x-
parameters. Hierbij werd rekening gehouden met de heterodispersiteit. De 
grootte van de berekende 'sterische hindering', gecombineerd met het feit dat 
water een zeer matig oplosmiddel is voor PVA, suggereert dat in oplossing 
intra-molekulaire interacties optreden. 
Hoofdstuk 5. beschrijft de geadsorbeerde hoeveelheid PVA per m2 Agi als 
functie van de polymeerconcentratie. Speciale aandacht is besteed aan de in-
vloed van molekuulgewicht en acetaatgehalte van het PVA en van oppervlakte-
lading en dispersiegraad van het Agi. De adsorptie-isotherm stijgt in het begin 
zeer steil en buigt dan geleidelijk af naar een plateau bij 1,5 tot 2,6 mg m~2. De 
maximale adsorptie neemt toe met toenemend molekuulgewicht en stijgt flink 
bij toenemend acetaatgehalte. De oppervlaktelading van het Agi en de disper-
siegraad hebben geen duidelijke invloed op de adsorptie. Bij verdunning treedt 
geen desorptie op van hele polymeermolekulen. Uit de tijdsafhankelijkheid van 
adsorptie en het verloop van de titratie curven (H. 6.) blijkt, dat de adsorptie 
van segmenten wel reversible is. 
In hoofdstuk 6. wordt verder uiteengezet hoe dubbellaagmetingen kunnen 
leiden tot gegevens omtrent de conformatie van een in die dubbellaag geadsor-
beerd polymeer. Er wordt een beschrijving gegeven van de potentiometrische 
titraties en de electroforese metingen. De titraties, die tot het verband leiden tus-
sen de oppervlaktelading en de wandpotentiaal, geven een drietal belangrijke 
veranderingen te zien ten gevolge van adsorptie van PVA : 
- de capaciteit van de dubbellaag daalt bij toenemende PVA adsorptie 
- het ladingsnulpunt verschuift in positieve richting 
- de titratiecurven gaan door een gemeenschappelijk snijpunt, dat karakteris-
tiek is voor het soort PVA. 
Deze verschijnselen zijn terug te voeren tot veranderingen in de Stern-laag 
eigenschappen en worden veroorzaakt door de adsorptie van polymeer seg-
menten in deze laag. PVA segmenten geadsorbeerd in de Stern-laag (treinen) 
en vergelijkbare laagmolekulaire adsorbaten gedragen zich overeenkomstig. 
Uit de vergelijking van het gedrag van de adsorbaten kon geconcludeerd wor-
den dat in PVA 88 de segmenten met een acetaatgroep bij voorkeur op het 
oppervlak adsorberen. Dit wordt bevorderd door de blokvormige verdeling 
van deze groepen langs de polymeerketen. De overeenkomst tussen hoog- en 
laagmolekulaire alcoholen is tevens gebruikt om een verband af te leiden, waar-
mee de bezetting van de eerste laag met trein segmenten kon worden berekend. 
De verkregen resultaten werden bevestigd door het electroforese onderzoek. 
Dit leverde bovendien een maat voor de dikte van de geadsorbeerde laag op. 
Voor de berekening hiervan is uitgegaan van de verandering van beweeglijk-
heid bij een variatie van de wandpotentiaal, gemeten rond het isoelectrisch-
punt. 
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De belangrijkste conclusie van het conformatie-onderzoek is, dat de fractie 
polymeer geadsorbeerd in de eerste laag en de effectieve laagdikte in eerste 
benadering beide alleen afhankelijk zijn van de geadsorbeerde hoeveelheid. 
Molekuulgewicht en acetaatgehalte beinvloeden deze grootheden slechts in-
direct. Hoewel de bezetting van de eerste laag in principe van de wandlading af-
hangt, is dit praktisch te verwaarlozen. Ook de laagdikte is hiervan onafhanke-
lijk. 
In hoofdstuk 7. worden nog enkele andere karakteristieke grootheden van de 
geadsorbeerde laag berekend, o.a. de fractie segmenten geadsorbeerd in trei-
nen. Het blijkt, dat bij zeer lage adsorptie de molekulen niet geheel ontvouwen. 
Waarschijnlijk wordt dit tegengegaan door intra-molekulaire interacties. De 
gemiddelde segmentdichtheid in de luslaag is aanzienlijk hoger dan die in een 
polymeerkluwen in oplossing. 
De gezamenlijke gegevens zijn tenslotte gebruikt om na te gaan of de ad-
sorptie beschreven kon worden met het door HOEVE opgestelde model voor 
polymeeradsorptie. De geadsorbeerde hoeveelheid bij hoge polymeerconcen-
tratie wordt redelijk voorspeld, evenals de molekuulgewichtsafhankelijkheid. 
Het verloop van de fractie segmenten in de eerste laag als functie van de gead-
sorbeerde hoeveelheid wordt globaal bevestigd. Slecht voorspeld wordt de 
geadsorbeerde laagdikte, terwijl ook de fysische betekenis van de model para-
meters onduidelijk is. De algemene conclusie is dan ook, dat de Hoeve-theorie 
de adsorptie van PVA op Agi niet bevredigend beschrijft. 
Als eindconclusie kan gesteld worden, dat onderzoek van de electrische dub-
bellaag, gecombineerd met adsorptiemetingen, naast informatie omtrent de 
dubbellaagveranderingen zelf, ook waardevolle mogelijkheden biedt om de 
conformatie van geadsorbeerde polymeermolekulen te onderzoeken. De graad 
van bezetting van de eerste laag, het type segmenten aldaar geadsorbeerd en de 
dikte van de gehele laag konden worden bepaald in een interessant adsorptie-
gebied. 
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GLOSSARY OF SYMBOLS AND ABBREVIATIONS 
Symbols and abbreviations that appear infrequently or in one section only 
are not listed. 
ABBREVIATIONS 
BET Brunauer-Emmet-Teller 
BuOH n-butanol 
BSF Burchard-Stockmayer-Fixman 
DEC 1,1'diethyl 2,2'cyanine 
EG ethylene glycol 
ESBC 1 ethyl, 1 '(4-sulfobutyl) 2,2' cyanine 
GPC gel permeation chromatography 
i.e.p. isoelectric point 
M molarity 
MB methylene blue 
MHS Mark-Houwink-Sakurada 
p.d. potential determining 
PVA polyvinyl alcohol 
p.z.c. point of zero charge 
s.c.e. statistical chain element 
SYMBOLS 
a exponent in the MHS equation (4.5) 
a particle radius 
«o molecular cross section 
ao,s ibid, of a PVA segment 
A polymer constant; eq (4.27) 
B polymer-solvent interaction parameter: eq (4.26) 
a concentration of component i 
cp polymer concentration 
C characteristic ratio : eq. (4.17) 
C differential capacitance 
Cd ibid, of the diffuse part of the double layer 
d thickness of the Stern-layer 
<d2>0S root mean square distance of segments in loops to the surface 
F the Faraday 
< / / 2 >o 0 ' 5 unperturbed root mean square distance between the end points 
of a polymer chain : eq. (4.17) 
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< h2 > ° •s ibid, perturbed 
hm contour length of a polymer chain : eq. (4.20) 
k Boltzmann constant 
k' Huggins constant 
K constant in the MHS equation (4.5) 
Ko viscometric polymer constant: eq. (4.31) 
/ length of a C-C bond 
L lengthof a s.c.e.: eq. (4.19) 
m number of segments in a polymer chain 
M molecular weight 
M„ ibid, number average 
M„, Mva ibid, viscometric average 
Mw ibid, weight average 
Ms molecular weight of a polymer segment 
n number of skeletal carbon atoms in a polymer chain 
N number of s.c.e. in a polymer chain: eq. (4.19) 
NA Avogadro's number 
p fraction of segments of a polymer chain adsorbed in the first 
layer 
pAg negative logarithm of the Ag + concentration 
pAg° ibid, in the p.z.c. 
'pAgm ibid, in the common intersection point 
pi negative logarithm of the /~ concentration 
r distance from the centre of gravity 
r* hydrodynamic radius 
R gas constant 
< s2 > o° '5 unperturbed radius of gyration 
< 5 2 > o . s radius of gyration 
Sx specific surface area, the subcript denotes the method 
T (absolute) temperature 
UX~i electrophoretic mobility 
v partial specific volume of PVA 
Ve elution volume 
Vi molar volume of the solvent 
w(M) differential molecular weight distribution : eq. (4.8) 
W(M) integral molecular weight distribution: eq. (4.8) 
x distance to the surface 
(xjm)s saturation adsorption 
X Kirkwood-Riseman draining parameter 
XF(X) Kirkwood-Riseman function: eq. (4.29) 
X field strength 
z excluded volume parameter: eq. (4.25) 
dh linear expansion factor of the end-to-end distance 
as linear expansion factor of the radius of gyration : eq. (4.24) 
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an linear viscosity expansion factor; eq. (4.36) 
ß binary cluster integral for a pair of segments 
ß(x) Brooks' excluded volume function 
r™ surface excess relative to water of component i 
rp mass of polymer adsorbed per unit area 
Fi ibid, in loops 
<5 thickness of a train segment 
~Ä electrophoretic average thickness of the adsorbed layer: eq. 
(6.27) 
e static permittivity 
Er relative static permittivity 
I electrokinetic or zeta potential 
r; viscosity 
[r\] intrinsic viscosity 
[r\]0 ibid. 0-conditions 
0 fraction of the surface occupied with adsorbate 
0 theta conditions 
K reciprocal Debije length: eq. (6.35) 
KB reciprocal Debije-Brooks length: eq. (6.34) 
k wavelength 
£„ proportionality factor relating the radius of gyration to the 
hydrodynamic radius: eq. (7.2), x denotes the type of velocity 
field 
pi solid density of component i 
p(x) polymer segment density distribution 
<Ph> average segment density in a polymer coil in solution, based 
upon the hydrodynamic radius 
<pi> average segment density in the loop region 
cro surface charge density; eq. (6.1) 
oom ibid, at the common intersection point 
ad diffuse layer charge density 
<j)pb volume fraction of polymer in solution 
<j)pt average volume fraction in the train region 
«t>p>à average volume fraction in the loop region 
<P Flory-Fox viscosity constant: eq. (4.35) 
$o Flory's viscosity constant: eq. (4.29) 
X potential at the interface originating from e.g. dipole orienta-
tion and polarization 
X Flory-Huggins interaction parameter 
i/'o surface potential: eq. (6.2) 
ipd diffuse double layer potential 
4/(x), ij/(r) potential distribution 
140 Meded. Landbouwhogeschool Wageningen 78-12 (1978) 
ENKELE PERSOONLIJKE GEGEVENS 
Op 30 oktober 1942 ben ik geboren te Beetsterzwaag, gemeente Opsterland. 
De vooropleiding tot de studie aan de Landbouwhogeschool kreeg ik, na 
een jaar ULO school te Gorredijk, op het Drachtster Lyceum (afd. HBS-B) 
te Drachten. 
Na vervulling van de militaire dienstplicht begon ik in 1963 de studie aan de 
Landbouwhogeschool te Wageningen. Het kandidaatsexamen Levensmidde-
lentechnologie (Chemisch-biologische specialisatie) werd afgelegd in juni 
1968 en in september 1970 volgde het ingenieursexamen. De ingenieursstudie 
omvatte naast het hoofdvak Levensmiddelenchemie, de bijvakken Kolloid-
chemie (verzwaard) en Levensmiddelen microbiologie. 
Sinds september 1970 ben ik werkzaam als wetenschappelijk medewerker 
aan het laboratorium voor Fysische en Kolloidchemie van de Landbouw-
hogeschool. In deze periode werd de onderwijsbevoegdheid Scheikunde be-
haald. In het kader hiervan heb ik o.a. ca. 1 '/2 jaar aktief deelgenomen aan de 
de werkzaamheden van de Commissie Modernisering Leerplan Scheikunde, 
sectie V.W.O. 
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